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Designation: D 5939 – 96

Standard Practice for
Preparing Multipurpose Test Specimens and Bars of
Thermoplastics by Injection Moulding 1

This standard is issued under the fixed designation D 5939; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilon (e) indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 This practice covers the general principles to be fol-
lowed for injection moulding test specimens of thermoplastics
and gives details of mould designs for preparing specimen
types for reference data, that is, for multipurpose-test speci-
mens according to ISO 3167 (Specification D 5936) and for
bars 80 mm3 10 mm3 4 mm. This practice provides a basis
for establishing reproducible moulding conditions. This prac-
tice promotes uniformity in describing the various essential
parameters of the moulding operation and also establishes a
uniform practice in reporting moulding conditions. The special
conditions required to prepare test specimens in a comparable
and reproducible state will vary for each material used. These
conditions are given in the ISO standard for the relevant
material or are to be agreed upon between interested parties.

NOTE 1—ISO round-robin tests with acrylonitrile/butadiene/styrene
(ABS), styrene/butadiene (S/B) and polymethylmethacrylate (PMMA)
showed that design of the mould is one of the important factors in
preparation of test specimens.

1.2 This practice is identical to ISO 294-1. This standard is
comparable to Practice D 3641 but neither standard should be
substituted for the other.

1.3 This standard does not purport to address all of the
safety concerns, if any, associated with its use. It is the
responsibility of the user of this standard to establish appro-
priate safety and health practices and determine the applica-
bility of regulatory limitations prior to use.

2. Referenced Documents

2.1 ASTM Standards:
D 3641 Practice for Injection Molding Test Specimens of

Thermoplastic Molding and Extrusion Materials2

D 5935 Practice for Plastics—Acquisition and Presentation
of Comparable Single-Point Data3

D 5936 Specification for Multipurpose Test Specimens
Used for Testing Plastics3

D 5940 Practice for Preparing Small Plate Test Specimens
of Thermoplastics by Injection Moulding3

D 5942 Test Method for Determining Charpy Impact
Strength of Plastics3

2.2 ISO Standards:4

ISO 179:1993 Plastics—Determination of Charpy Impact
Strength

ISO 294-1 Injection Moulding of Test Specimens of Ther-
moplastic Materials—Part 1: General Principles, Multi-
purpose Test Specimens and Bars

ISO 294-2 Plastics—Injection Moulding of Test Specimens
of Thermoplastics—Part 2: Small Tensile Bars (ISO
Mould Type C)

ISO 294-3 Plastics—Injection Moulding of Test Specimens
of Thermoplastics—Part 3: Small Plates (ISO Moulds
Type D)

ISO 294-4 Plastics—Injection Moulding of Test Specimens
of Thermoplastics—Part 4: Determination of Moulding
Shrinkage

ISO 3167:1993 Plastics—Multipurpose Test Specimens
ISO 10350:1993 Plastics—The Acquisition and Presenta-

tion of Comparable Single-Point Data
ISO 11403-1:1994 Plastics—Acquisition and Presentation

of Comparable Multipoint Data—Part 1: Mechanical
Properties

ISO 11403-2 Plastics—Acquisition and Presentation of
Comparable Multipoint Data—Part 2: Thermal and Pro-
cessing Properties

ISO 11403-3 Plastics—Acquisition and Presentation of
Comparable Multipoint Data—Part 3: Environmental In-
fluences on Properties

3. Terminology

3.1 Definitions of Terms Specific to This Standard:
3.1.1 cavity, n—the part of hollow space of the mould that

forms one specimen.
3.1.2 clamping force FM, n—the force clamping the plates

of the mould. It is expressed in kilonewton, kN. The minimum
clamping force is calculated according to Eq 1.

FM $ AP 3 Pmax 3 1023 (1)

where:
1 This practice is under the jurisdiction of ASTM Committee D-20 on Plastics

and is the direct responsibility of Subcommittee D20.61 on U.S. Technical Advisory
Group for ISO/TC 61 on Plastics.

Current edition approved June 10, 1996. Published August 1996.
2 Annual Book of ASTM Standards, Vol 08.02.
3 Annual Book of ASTM Standards, Vol 08.03.

4 Available from American National Standards Institute, 11 W. 42nd St., 13th
Floor, New York, NY 10036.
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FM 5 the clamping force (see 3.1.2), in kN,
AP 5 the projected area (see 3.1.18), in mm2, and
Pmax 5 the maximum value of the melt pressure (see

3.1.12), in MPa.
3.1.3 cooling time tC, n—the time from the end of the

injection period until the mould starts to open. It is expressed
in seconds, s.

3.1.4 critical cross-sectional area AC, n—cross-sectional
area of a cavity of a single- or multi-cavity mould at the
position that forms the critical portion of the test specimen. It
is expressed in square millimetres, mm2. The critical portion of
the test specimen for tensile bars, for example, is their narrow
section, which bears the most stress during testing.

3.1.5 cycle time tT, n—the time used to carry out the
moulding cycle, see 3.1.16. It is expressed in seconds, s. The
sum of injection timetI, cooling timetC and mould open time
tOis the cycle time (see 3.1.9, 3.1.3 and 3.1.14).

3.1.6 family mould, n—mould that contains more than one
cavity, which shows different geometries (see Fig. 1).

3.1.7 hold pressure pH, n—the melt pressure (see 3.1.12),
during the hold time interval (see Fig. 2). It is expressed in
megapascals, MPa.

3.1.8 hold time tH, n—the time interval of hold pressure (see
3.1.7). It is expressed in seconds, s.

3.1.9 injection time tI, n—the time from the beginning of
screw forward movement until switching over from the injec-
tion period to the hold period. It is expressed in seconds, s.

3.1.10 injection velocity vI, n—the average velocity of the
melt as it passes through the critical cross-sectional areaAC(see
3.1.4). It is expressed in millimetres per second, mm/s. It can
be used for single- and multi-cavity moulds only and is
calculated according to Eq 2.

vI 5
VM

tI 3 AC 3 n (2)

where:
vI 5 the injection velocity, in mm/s,
n 5 the number of cavities, see 3.1.18,
AC 5 the critical cross-sectional area, see 3.1.4, in mm2,
VM 5 the moulding volume, see 3.1.17, in mm3, and
tI 5 the injection time, see 3.1.9, in s.

3.1.11 ISO mould, n—fixed plate with central sprue, com-
bined with a cavity plate forming the central part of a preferred
multicavity mould, see (3.1.18). For interchangeable cavity
plates, ejector pins, and pressure sensors, see 5.1.3. For a
complete mould see Appendix X1.

3.1.12 melt pressure p, n—the pressure of the plastic mate-
rial in front of the screw at any time of the moulding process
(see Fig. 3). It is expressed in megapascals, MPa.

3.1.12.1 The melt pressure is calculated based upon the
forceFsacting axially upon the screw, generated, for example,
hydraulically (see Eq 3).

p 5
4 3 103 3 Fs

p 3 D2 (3)

where:
p 5 the melt pressure, in MPa,
Fs 5 the axial force acting upon the screw, in kN, and
D 5 the screw diameter, in mm.

3.1.13 melt temperature TM, n—the temperature of the
molten plastic in a free shot (see 5.4.5 and 6.4). It is expressed
in degrees Celsius, °C.

3.1.14 mould open time tO, n—the time interval from the
instant the mould starts to open until the mould is closed and
attains full clamping force. It is expressed in seconds, s. This
includes the time for removing the mouldings from the mould.

3.1.15 mould temperature Tc, n—the average temperature of
the mould cavity surfaces measured after the system has
attained stationary equilibrium under operating conditions and
immediately after opening the mould (see 5.4.5 and 6.3). It is
expressed in degrees Celsius, °C.

FIG. 1 Example of a Family Moulding

FIG. 2 Examples of Single Cavity Mouldings, with Sprue Sp ( a)
Normal to the Moulding Plate, and ( b) Parallel, at the Parting

Surface. (The Deflecting Runner Prevents from Jetting.)

FIG. 3 Schematic Diagram of an Injection Moulding Cycle, Melt
Pressure (Full Line), and Screw Axial Position (Dotted Line) as

Function of Time

D 5939

2

Full document details: ASTM D5939-96

http://www.avadocuments.com/doc/astm-d5939-96
http://www.avadocuments.com/doc/astm-d5939-96


S

3.1.16 moulding cycle, n—the complete sequence of opera-
tions in the moulding process required for the production of
one set of test specimens (see Fig. 3). The time required for a
moulding cycle is related to the following times as indicated on
Fig. 3.

3.1.17 moulding volume VM, n—the ratio between the mass
of the moulding and the density of the solid plastic. It is
expressed in cubic millimetres, mm3.

3.1.18 multi-cavity mould, n—mould that contains two or
more identical cavities in a parallel flow arrangement (see Fig.
4 and Fig. 5). The number of cavities of a multi-cavity mould
is n.

3.1.19 projected area AP, n—the area of the moulding (see
3.1.18) projected to the parting surface. It is expressed in
square millimetres, mm2.

3.1.19.1 Identical geometries of flow paths and symmetrical
positioning of cavities in the mould ensure that all test
specimens from one shot are equivalent in their properties. No
series arrangement of cavities is permitted.

3.1.20 screw stroke volume VS, n—the product of the
maximum metering stroke of the injection moulding machine
and the cross-sectional area of its screw. It is expressed in cubic
millimetres, mm3.

3.1.21 single-cavity mould, n—mould with one cavity only
(see Fig. 2).

4.

5. Apparatus

5.1 Multi-Cavity Moulds—ISO moulds, see 3.1.18, are
strongly recommended for the use of test specimens that are
used for the acquisition of comparable data. See ISO 10350
(Practice D 5935) and 11403, Parts 1 to 3, and are suitable for
use in disputes involving international standards.

5.1.1 Mould multipurpose-test specimens, conforming to
ISO 3167 (Specification D 5936), in the two-cavity ISO mould

Type A using a Z or a Trunner (see Appendix X2) as shown in
Fig. 2 and conforming to 5.1.3. From these two types of
runners, the Z runner is preferred with respect to its better
symmetry for the clamping force. The bars moulded shall have
the dimensions of the specimen Type A, ISO 3167 (Specifica-
tion D 5936).

5.1.2 Mould rectangular bars (80 mm3 10 mm3 4 mm) in
the four-cavity ISO mould Type B with double-T runner as
shown in Fig. 4 and conforming to 4.1.1.3. The bars moulded
shall have the same cross-section dimensions as the
multipurpose-test specimens at their central part, see ISO 3167,
and the length 80 mm6 2 mm.

5.1.3 Ensure that the main construction details of the ISO
moulds Types A and B conform to Fig. 2 and Fig. 4 and to the
following common requirements:

5.1.3.1 Ensure that the sprue diameter on the nozzle side is
at least 4 mm,

5.1.3.2 Ensure that both width and height (or diameter) of
the runner system is at least 5 mm,

5.1.3.3 Ensure that the cavities are one-end gated, as shown
in the relevant Fig. 2 and Fig. 4,

5.1.3.4 Ensure that the height of the gate is at least two-
thirds of the height of the cavity, and the width of the gate
equals that of the cavity at the point where the gate enters the
cavity,

5.1.3.5 Ensure that the gate is as short as possible, not
exceeding 3 mm,

5.1.3.6 Ensure that the draft angle of runners is at least 10°,
but not more than 30°. The cavity shall have a draft angle not
greater than 1°, except in the area of tensile-specimen shoul-
ders where the draft angle shall be not greater than 2°.

5.1.3.7 Ensure that the dimensions of the cavities result in
test specimens, whose dimensions conform to the requirements
given in the relevant testing standard. To allow for different
levels of moulding shrinkage select the dimensions of the

FIG. 4 Cavity Plate of ISO Mould Type A
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