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1. Scope

1.1 This specification covers the biological quality specifi-

cations or requirements, or both, for Industry Reference

Materials (IRMs) as cited in Practice D4678 and other stan-

dards.

1.2 IRMs, as evaluated and referenced in Practice D4678,

are vitally important to conduct product, specification, and

development testing in the rubber and carbon black industries.

1.3 Before a new lot of material can be accepted as an IRM,

it must comply with the specifications prescribed in this

specification. However, these specifications are only part of the

requirements. Other requirements as given in Practice D4678

shall be met before a candidate material can be formally

accepted as a biological IRM.

1.4 The values stated in SI units are to be regarded as

standard. No other units of measurement are included in this

standard.

1.5 This standard does not purport to address all of the

safety concerns, if any, associated with its use. It is the

responsibility of the user of this standard to establish appro-

priate safety, health, and environmental practices and deter-

mine the applicability of regulatory limitations prior to use.

1.6 This international standard was developed in accor-

dance with internationally recognized principles on standard-

ization established in the Decision on Principles for the

Development of International Standards, Guides and Recom-

mendations issued by the World Trade Organization Technical

Barriers to Trade (TBT) Committee.

2. Referenced Documents

2.1 ASTM Standards:2

D4678 Practice for Rubber—Preparation, Testing,

Acceptance, Documentation, and Use of Reference Mate-

rials

D5712 Test Method for Analysis of Aqueous Extractable

Protein in Latex, Natural Rubber, and Elastomeric Prod-

ucts Using the Modified Lowry Method

D6499 Test Method for Immunological Measurement of

Antigenic Protein in Hevea Natural Rubber (HNR) and its

Products

D8238 Test Method for Immunological Assay to Quantify

Extractable Guayule Natural Rubber (GNR) Proteins

3. Significance and Use

3.1 IRMs are vitally important in product and specification

testing, in research and development work, in technical service

work, and in quality control operations in the rubber and

carbon black industries. They are especially valuable for

referee purposes. Many ASTM rubber standards for the evalu-

ation of natural or synthetic rubber require the use of specific

IRMs for better laboratory repeatability and reproducibility.

3.2 New material lots that have been selected as candidates

for IRM approval shall conform to the appropriate specifica-

tions given in this standard and meet requirements given in

Practice D4678 before the lots may be accepted as IRMs.

3.3 The biological IRM specifications shown will ensure

some consistency in IRM properties from one lot to the next.

However, the specifications cannot ensure exact inter-lot con-

sistency.

4. Specifications

4.1 The following are specifications for the Biological

Industry Reference Materials:

4.1.1 Specification for IRM 9133—Ammoniated Latex An-

tigenic Protein:

4.1.1.1 Material description—Sealed vial for hypodermic

extraction: >200 test quantity.

4.1.1.2 Specifications are given in Table 1.

4.1.2 Specification for IRM 9143—Rabbit Anti AHNRL

Antisera:
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4.1.2.1 Material description—Screw-cap vials with O-Ring

seals: >200 test quantity.

4.1.2.2 Specifications are given in Table 2.

4.1.3 Specification for IRM 927 Total Guayule Natural

Rubber (GNR) Protein:

4.1.3.1 Material description—Sealed Vial of Guayule Total

Protein for hypodermic extraction: >200 test quantity.

4.1.3.2 Specifications are given in Table 3.

4.1.4 Specification for IRM 928—Rabbit Anti GNR Protein

Antisera:

4.1.4.1 Material description—Plastic Screw cap vials with

O-Rings > 200 test quantity.

4.1.4.2 Specifications are given in Table 4.

5. Keywords

5.1 allergens; biological properties; guayule natural rubber

(GNR); hevea natural rubber (HNR) latex; immunoassays;

industry reference materials; IRM; monoclonal antibody; rab-

bit anti HNR-AL antisera

TABLE 1 Specification for IRM 913—Ammoniated Latex Antigenic
Protein

Property ASTM Designation Limit/Target

Source D6499 Ammoniated HNR La-

tex (high and low)

Protein Amount D5712 Stock solution should

be adjusted to 1 mg

protein per mL

Allergen Concentration Allergen Concentration

of four allergens re-

ported per ug total pro-

tein as determined by

D5712 with and without

background subtraction

SDS-PAGE D6499 Full distribution of HNR

proteins (between 5

kDa and 200 kDa)

Western blot profile D6499 Full distribution of HNR

antigens (between 5

kDa and 200 kDa)

Inhibition ELISA D6499 Adjust antigen content

based on D6499

determination.

TABLE 2 Specification for IRM 914—Rabbit Anti-AHNRL Antisera

Property ASTM Designation Limit/Target

Animal D6499 Rabbits

Antigen D6499 Ammoniated HNRL refer-

ence protein

Adjuvant Titer D6499 Freund’s complete and

incomplete Minimum

1/8000

Western blot profileA D6499 Reactivity with entire

spectrum of SDS-PAGEB

visible HNR-AL protein

Inhibition ELISA

reactivityC

D6499 Comparative analysis of

extracts from a minimum

of 5 HNR products

A Western blot represents the transfer of protein from SDS-Page to a membrane

and subsequent antigen analysis using NR latex anti-sera.
B SDS-PAGE represents sodium dodecylsulfate polyacrylamide gel

electrophoresis.
C ELISA represents the enzyme linked immuno-sorbant assay.

TABLE 3 Specification for IRM 927—Total Guayule Protein
Standard

Property ASTM Designation Limit/Target

Source D8238 Guayule Natural Rub-

ber (GNR) Latex

Protein Amount D5712 Stock Solution should

be adjusted to 1 mg/mL

using D5712 with back-

ground subtraction

SDS-PAGE D8238 Full Molecular Weight

distribution of GNR pro-

teins

Western Blot Profile D8238 Full Molecular Weight

Distribution of GNR pro-

teins

Inhibition ELISA D8238 Adjust antigen content

based on D8238

determination

TABLE 4 Specification for IRM 928—Rabbit Anti-Total Guayule
Protein Antisera

Property ASTM Designation Limit/Target

Animal D8238 Rabbits

Antigen D8238 GNR Reference Mate-

rial

Adjuvant Titer D8238 Freund’s Complete and

incomplete, (TiterMax

acceptable) Minimum

1:8000

Western Blot ProfileA D8238 Reactivity with entire

mw Spectrum of SDS-

PAGEB visible proteins

Inhibition ELISA Reac-

tivityC

D8238 Comparative analysis of

extracts of at least 5

GNR extracts or known

controls.

A Western Blot represents the transfer of protein from SDS-PAGE to a membrane

and subsequent antigen analysis using anti-GNR anti-sera.
B SDS-PAGE represents sodium dodecylsulfate polyacrylamide gel

electrophoresis.
C ELISA represents the Enzyme Linked Immuno-Sorbant Assay.
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