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1. Scope

1.1 This guide establishes essential and desirable identifica-
tion elements for fiber-reinforced composite materials and for
fibers, fillers, and core materials, matrices, preforms, prepregs,
processes, and parts used in these composite materials. This
guide is intended for preparing test reports, databases, and
material documents.

1.2 These guidelines are specific to fiber-reinforced
polymer-matrix composite materials. Composite materials,
which also contain particulates or precipitated particles, are
also included, provided they can be described adequately as a
filler in the matrix.

1.3 The materials covered by this guide include fibers, both
continuous and discontinuous, and fillers of various geometries
which are used as reinforcements in composite materials, as
well as core materials used in sandwich composites, matrices
both thermoset and thermoplastic, fiber preforms, prepreg
product forms, manufacturing processes, and generic part
forms. Cores may be foam, honeycomb, or naturally occurring
materials such as balsa wood. These materials are distin-
guished from bulk materials by the importance of their
specialized geometric forms to their properties. This difference
is reflected in the use of geometry, along with chemistry, as a
primary basis for classification. Additional data elements that
are considered desirable, but not essential, are also defined. The
purpose is to allow the meaningful comparison of data from
different sources.

1.4 Data elements in this guide are relevant to test data, data
as obtained in the test laboratory and historically recorded in
laboratory notebooks. Property data, data that have been
analyzed and reviewed, may only need a subset of these data
elements.

1.5 This standard does not purport to address all of the
safety concerns, if any, associated with its use. It is the
responsibility of the user of this standard to establish appro-

priate safety, health, and environmental practices and deter-
mine the applicability of regulatory limitations prior to use.

1.6 This international standard was developed in accor-
dance with internationally recognized principles on standard-
ization established in the Decision on Principles for the
Development of International Standards, Guides and Recom-
mendations issued by the World Trade Organization Technical
Barriers to Trade (TBT) Committee.

2. Referenced Documents

2.1 ASTM Standards:2

D1600 Terminology for Abbreviated Terms Relating to Plas-
tics

D3878 Terminology for Composite Materials
D6507 Practice for Fiber Reinforcement Orientation Codes

for Composite Materials
IEEE/ASTM SI 10 American National Standard for Metric

Practice
2.2 Other Document:3

CMH-17 Composite Materials Handbook-17, Revision G or
latest

3. Terminology

3.1 Definitions—Terminology in accordance with Terminol-
ogy D3878 shall be used where applicable.

3.2 Definitions of Terms Specific to This Standard:
3.2.1 data element, n—one individual piece of information

used in describing a material or to record test results.
3.2.1.1 Discussion—For example, a variable name, test

parameter, and so forth.

3.2.2 essential data element, n—a data element in a record
which must be completed in order to make the record mean-
ingful in accordance with the pertinent guidelines or standard.

3.2.2.1 Discussion—Data elements are considered essential
if they are required to make a comparison of property data from
different sources meaningful. A comparison of data from
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different sources may still be possible if essential information
is omitted, but the value of the comparison may be greatly
reduced.

4. Significance and Use

4.1 This guide provides the recommended data elements for
the identification of fiber-reinforced composite materials and
the information which is considered essential to uniquely
describe a fiber, filler, or core material.

4.2 The intent of this guide is to provide sufficient detail that
values are known for the material parameters that may influ-
ence test results or material property values.

4.3 This guide is for material identification and description
only. It does not include the recommended data elements for
mechanical test data or other specific types of test data. Such
items are covered by separate formats to be referenced in
material specifications or other test standards.

4.4 Composite materials are defined as two or more
materials that are combined on a macroscale. There is a gray
area between composites and other material classes. Two
examples of this gray area between polymer matrix composites
and plastics are toughened polystyrene and liquid crystal
polymer. Appendix X1 contains a table, which provides
guidelines for distinguishing between reinforced polymers and
polymer matrix composites.

4.5 Composite materials consist of a matrix phase and one
or more discrete reinforcements. Reinforcements may be
interpreted broadly to include any macroscale second material,
including fibers, particulates, precipitated particles, or struc-
tured domains of the parent material. The reinforcements
covered in this guide include fibers and such particulates and
precipitated particles that can be described adequately as filler
within the matrix. The reinforcements may be polymers,
metals, ceramics, or other materials. Sandwich constructions
are covered by this guide via identification of the core material.
These guidelines are suitable for the identification of compos-
ites in simple shapes of constant thickness; for example, plates
or tubes. For complex structures, additional information rel-
evant to a specific application may be required.

4.6 Classification of composite materials is complicated by
the fact that composites are formed by combining different
materials in varying amounts and configurations; this results in
an infinite number of possibilities. An effective identification
scheme must be capable of possible combinations without
overburdening the system with details relevant only to a
limited number of material systems. This guide provides both
essential data elements and data elements that are considered
desirable but not essential. Data elements are considered
essential if they are required to make a meaningful comparison
of property data from different sources.

4.7 Identification of constituent materials of the composites
is included to the level considered necessary for identification
of the composite.

4.8 Comparison of property data from different databases
will be most meaningful if all the essential information defined
by the guide is present. Comparison may still be possible if

essential information is omitted, but the usefulness of the
comparison may be greatly reduced.

4.9 For identification of composite materials, Table 1 (Part
A) and Tables 2 and 3 shall be used.

4.10 For identification of fiber, filler, and core, Table 1 (Part
B), Tables 4-10, and Tables 11-14 shall be used.

4.11 For identification of matrix, Table 1 (Part C) and Tables
15-17 shall be used.

4.12 For identification of preform, Table 1 (Part D) and
Tables 18-20 shall be used.

4.13 For identification of prepreg, Table 1 (Part E), Table 5,
and Tables 21 and 22 shall be used.

4.14 For identification of process, Table 1 (Part F), Table 16,
and Tables 23-26 shall be used.

4.15 For identification of composite parts, Table 1 (Part G)
and Table 27 shall be used.

5. Reporting

5.1 This guide is intended to provide common elements for
material identification when used for reporting testing and
material properties based on accumulated results from a
number of tests. The data reporting section of standard test
methods may reference this guide for material identification. In
addition, such a data reporting section may identify any usage
specific to that document. These requirements do not mean that
the information must be reported separately for each specimen
or that all information must be reported separately for each
batch. Any data elements that are the same for a series of
specimens or for a series of batches may be reported once for
the entire series, as long as it is clearly indicated that they apply
to all specimens or all batches.

6. Traceability and Batch/Lot Control

6.1 The types of information needed to establish composite
materials traceability and batch/lot control thereof have been
determined (Tables 1-27). Other information that may be
required per contractual agreement between the end user and
supplier towards establishing full traceability are:

6.1.1 The names of the manufacturers of the composite
material and its starting constituents.

6.1.2 Any applicable standards (for example, Specifications
and Test Methods). The latest revision shall be assumed unless
the preferred revision number or letter is explicitly stated.

6.1.3 Manufacturer’s Identification—Code, part number, lot
number, or other identification used by the manufacturer(s) to
identify the composite material and any of its starting constitu-
ents.

6.1.4 Date of impregnation or mixing (uncured prepreg).
6.1.5 Processing equipment (type, model number).
6.1.6 Processing procedure (time, temperature, and pressure

profile).

7. Composite Material Identification

7.1 A listing of the types of qualitative information needed
to establish composite material traceability, and numerical data
needed verify conformance to a material specification, is given
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TABLE 1 Data Elements for Identification of Composite Materials

Data Element Descriptive Name Category Set, Category, or Units Level
A. Composite Material Identification

Material identifier Essential
Data source identification Essential
Composite material name Essential
Material class “Composite” Essential
Material subclass Essential
Material form Essential
Matrix class “Polymer” Essential
Reinforcement class Table 2 Essential
Reinforcement subclass Table 3 Essential
Material specification [Specification] Recommended
Material source (if not from manufacturer) [Organization] Recommended
Material maximum temperature, nominal C(F) Optional
Material minimum temperature, nominal C(F) Optional
Material SDS and assigning organization Optional
Contract number Optional
Data restrictions Optional

B. Fiber Information
Fiber class Table 4 Recommended
Fiber chemical class Table 5 Essential
Fiber chemical family Table 6 Recommended
Fiber modulus subfamily Table 7 Optional
Fiber commercial name Essential
Fiber additional name information Recommended
Fiber manufacturer’s specification [Specification] Recommended
Fiber user’s specification [Specification] Optional
Fiber manufacturer’s internal designation Optional
Fiber manufacturer [Organization] Recommended
Fiber lot Essential
Fiber date of manufacture Recommended
Fiber batch certification number Optional
Fiber density g/cm3 Essential
Fiber density test method [Test method] Essential
Tow or yarn filament count Essential
Tow or yarn filament count test method [Test method] Recommended
Tow/strand linear density tex Optional
Tow/strand linear density test method [Test method] Optional
Tow yield m/g Optional
Fiber filament diameter mm Essential
Fiber filament diameter test method [Test method] Recommended
Filament cross-section type Table 8 Recommended
Surface treatment type Table 9 Recommended
Surface treatment detail Recommended
Tow or yarn sizing identification Recommended
Tow or yarn sizing amount Recommended
Tow or yarn twist amount t/m Recommended
Tow or yarn twist direction Table 10 Recommended

C. Matrix Information
Matrix subclass Table 15 Essential
Matrix chemical family Table 16 Essential
Matrix subfamily Table 17 Optional
Matrix commercial name Essential
Matrix manufacturer [Organization] Essential
Matrix lot number Recommended
Matrix date of manufacture Recommended
Matrix filler type Recommended
Matrix filler amount Recommended
Matrix nominal density g/cm3 Recommended
Matrix nominal density test method [Test method] Recommended
Matrix internal designation Optional
Matrix manufacturer specification [Specification] Optional
Gel time Optional

D. Preform Information
Preform architecture Table 18 Essential
Preform identifier Essential
Preform manufacturer [Organization] Essential
Preform method of manufacture Table 19
Number of preform layers Essential

2-D Fabric Information
Fabric manufacturer [Organization] Essential
Fabric weave type Table 20 Essential
Fabric style number Essential
Fabric lot Essential
Fabric date of manufacture Recommended
Fabric batch certification number Optional
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Fabric manufacturer specification [Specification] Optional
Fabric user specification [Specification] Optional
Fabric sizing identification Essential
Fabric sizing content Essential
Fabric end count (warp) /m Essential
Fabric fill fiber (if different) Essential
Fabric pick count (fill) /m Essential
Fabric nominal fiber areal weight g/mm2 Optional
Tracer warp name Optional
Tracer warp linear density g/m Optional
Tracer warp spacing /mm Optional
Tracer warp sizing Optional
Tracer fill name Optional
Tracer fill linear density g/m Optional
Tracer fill spacing /mm Optional
Tracer fill sizing Optional

3-D Woven Materials
Interlock description Essential
Warp fiber filament count Essential
Weft fiber filament count Essential
Angle fiber filament count Essential
Weaver yarn filament count Essential
Percentage of warp yarn % Essential
Percentage of weft yarn % Essential
Angle of angle yarn (positive with respect to axial yarn) degrees Essential
Percentage of angle yarn % Essential
Percentage of weaver yarn % Essential
Percentage of through-thickness yarn % Essential
Pitch length in. Essential
Warp end count tow/in. Essential
Weft end count tow/in. Essential
Unit cell width in. Optional
Unit cell length in. Optional
Unit cell depth in. Optional

Stitching Information
Stitch type Essential
Stitch thread Essential
Stitch axial pitch degrees Essential
Stitch row spacing in. Essential
Stitch denier denier Recommended
Stitch filament count Essential
Bias yarn end count Essential
Bias yarn angle degrees Essential

Braiding Information
Braid description Essential
Axial fiber type Essential
Braid fiber type Essential
Axial fiber filament count Essential
Braid fiber filament count Essential
Braid angle degrees Essential
Percentage of axial yarn % Essential
Percentage of braid yarn % Essential
Axial yarn spacing in braids in. Recommended
Unit cell width in. Optional
Unit cell length in. Optional
Braider identification Recommended
Number of carriers Recommended

Winding Information
Winding description Essential
Winder identification Recommended
Mandrel identification Essential

E. Prepreg Information
Prepreg Identification

Prepreg type Table 21 Essential
Prepreg commercial name Essential
Prepreg manufacturer [Organization] Essential
Prepreg manufacturer’s internal spec [Specification] Optional
Prepreg source [Organization] Optional
Prepreg dimension parameter Table 22 Recommended
Prepreg dimension value Recommended
Prepreg reinforcement orientation(s) Recommended
Scrim fiber chemical class Table 5 Recommended
Scrim fabric style Recommended
Prepreg additional information Recommended

Prepreg Batch Information
Prepreg batch number Essential
Prepreg batch certification date Optional
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