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INTERNATIONAL
Standard Test Methods for
Tire Cords, Tire Cord Fabrics, and Industrial Filament Yarns
. . l
Made from Manufactured Organic-Base Fibers
This standard is issued under the fixed designation D 885; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.
1. Scope Breaking Tenacity of Oven-Dried Rayon Yarns and Cords 24
. . . Breaking Toughness of Yarns and Cords 28
. 1.1 These test methods cover the testing of |nqustna&mmemiaI Mass 9
filament yarns made wholly of manufactured organic-baseonditioning 7
fibers, cords twisted from such yarns, fabrics woven from sucl@ontfacgt}h OfCWedt \Ffa:)n? and Cords >3<;’>
3 H ount of Tire Cor apric
cords, and products tha.t are made specifically fgr use in _th‘éip (Adhesive) Solids Pickup on Yarns and Cords a3
manufacture of pneumatic tires. They may be applied to similagiongation at Break of Conditioned Yarns and Cords 19
yarns and cords used for reinforcing other rubber goods and fcgongai!on a; greak 0\: Oven{g'gd Fdlayotn Ygf“S,?ng ,S,O-rdf cec gg
H H H H ongation O ayon yarns an ords at a specitie oisture Regain
other industrial applications. The test methods apply to nylon,”, c.¢) “agustment of Observed
polyester, rayon, and aramid yarns and tire cords twisted fromxtractable Matter in Yarns and Cords 32
such yarns and to fabrics made from such cords. The yarn derce at Specified Elongation (FASE) of Conditioned Yarns and 21

. Cords
cord may be wound on cones, tUbeS’ bObeﬂS, spools, or beanl%rce at Specified Elongation (FASE) of Oven-Dried Rayon Yarns and 26

may be woven into fabric; or may be in some other form. The cords

methods include testing procedure only and include no specfirowth of Conditioned Yarns and Cords X1
fications or tolerances Identification of Fibers 8
Icatio - ) ) Keywords 40
1.2 No procedure is included for the determination oOfLinear Density 11
fatigue resistance of cord, but several commonly used procg4ass of per Unit Area of Tire Cord Fabric 36
d f th t of fati ist f d .Modulus of Conditioned Yarns and Cords 22
ures for the measurement of fatigue resistance of cords ifjoisture Regain, Actual 10
rubber were published in the appendix of these test methods miecision and Bias of Certain Yarn and Cord Tests 39
the 1967 Annual Book of ASTM Standard®art 24, and in _ _ _ 3510
. . Properties of Tire Cord Fabric 38
earlier issues of Test Methods D 885. Sampling 6
1.3 The sections on “Growth of Conditioned Yarns andshrinkage Force of Conditioned Yarns and Cords at Elevated Temper-
" ou i _ ature X2.5
COI’d”S, PrgpertleS.Of Yarns and Cords at Elevated Temperashrinkage of Conditioned Yarns and Cords at Elevated Temperature ~ X2.4
ture,” and Properties of Wet Yarns and Cords have. beerkignificance and Use, General 5
moved to Appendix X1-Appendix X3 as non-mandatory infor- Significance and Use, Tensile Properties 3 14
mational items because of their very limited use by the industr)?'acn":‘j'cb“rf;'zﬂz (t‘f)ﬁzmé‘zss)f"r work-to-break, specific work-to-break, “a
and because precision and bias statements are not includedsness of Fabric 38
1.4 This standard includes the following sections: 12 to
Section Tensile Properties of Yarns and Cords 28
Adhesion of Cord to Elastomers 34 ﬁ]zg(lzglst;ggf Cords gl
Bibliography of Tire Cord Test Methods X5 Twist in Yarns and Cords 30
Breaking Strength (Force) of Yarns and Cords at Elevated Tempera-  X2.3 Width of Tire Cord Fabric 35
ture
Breaking Strength (Force) of Conditioned Yarns and Cords 16 Work-to-Break of Yarns and Cords 27
Breaking Strength (Force) of Oven-Dried Rayon Yarns and Cords 23 1.5 These test methods show the values in both SI and
Breaking Strength (Force) of Rayon Yarns and Cords at Specified 17 . . P .
Moisture Regain Level, Adjustment of inch-pound units. _SI umts is the technically correct name for
Breaking Tenacity of Conditioned Yarns and Cords 18 the system of metric units known as the International System of

Units. Inch-pound units is the technically correct name for the
customary units used in the United States. The values stated in
*These test methods are under the jurisdiction of ASTM Committee D13 oneither acceptable metric units or other units shall be regarded

Textiles and are the direct responsibility of Subcommittee D13.19 on Tire Cord an(éeparately as standard. The values expressed in each System
Fabrics.
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may not be exact equivalents; therefore, each system must be3.1.1 For definitions of terms relating to tire cord, bead wire,

used independently of each other, without combining values itose wire, and tire cord fabrics, refer to Terminology D 6477.

any way. 3.1.2 For definitions of terms realted to force and deforma-
1.6 This standard does not purport to address all of thetion in textiles, refer to Terminology D 4848.

safety concerns, if any, associated with its use. It is the 3.1.3 For definitions of other terms related to textiles, refer

responsibility of the user of this standard to establish approto Terminology D 123.

priate safety and health practices and determine the applica-

bility of regulatory limitations prior to use. 4. Summary of Test Methods, General

4.1 A summary of the directions prescribed for the determi-
nation of specific properties is stated in the appropriate sections
of specific test methods.

2. Referenced Documents

2.1 ASTM Standards:

D 76 Specification for Tensile Testing Machines for Tex-
tiles? -

D 123 Terminology Relating to Textilés 5. Significance and US?' General

D 276 Test Methods for Identification of Fibers in Textdles  2-1 The procedures in these test methods should be used

D 1423 Test Method for Twist in Yarns by the Direct- with caution for acceptance of cgmmerual shipments owing to
Counting the absence of factual information on the between-laboratory

D 1777 Test Method for Thickness of Textile Materfals  Precision of many of the test procedures included in these test

D 1907 Test Method for Yarn Number by the Skein methods. It is recommended that any program of acceptance

Method testing be preceded by an interlaboratory check in the labora-
D 1909 Table of Commercial Moisture Regains for Textile 107y Of the purchaser and the laboratory of the supplier on

Fiberg replicate specimens of the materials to be tested for each
D 2138 Test Methods for Rubber Property—Adhesion toP"OPerty (or properties) to be evaluated. o

Textile Corc 5.1.1 If there are differences of practical significance be-
D 2256 Test Methods for Tensile Properties of Yarns by thdWeen reported test results for two laboratories (or more),

Single-Strand Methdd comparative tests should be performed to determine if there is

D 2257 Test Method for Extractable Matter in Textles @ Statistical bias between them, using competent statistical
D 2258 Practice for Sampling Yarn for Testig assistance. As a minimum, test samples should be used that are

D 2462 Test Method for Moisture in Wool by Distillation &S homogeneous as possible, that are drawn from the material
with Toluené& from which the disparate test results were obtained, and that
D 2494 Test Method for Commercial Mass of a Shipment of2'® .randomly assigngd in e_qual num.bers to each laboratory for
Yarn or Man-Made Staple Fiber or Téw testing. Other materials with established test values may be
D 2654 Test Methods for Moisture in Textifes used for this purpose. The test results from the two laboratories
D 2969 Test Method for Steel Tire Cofds should be compared using a statistical test for unpaired data, at
D 2970 Test Methods for Tire Cords, Tire Cord Fabrics, and® probability level chosen prior to the testing series. If a bias is
Industrial Yarns Made from Glass Filamehts found, either its cause must be found and corrected, or future
D 3774 Test Method for Width of Textile Fabfic test results must be adjusted in consideration of the known

D 3775 Test Method for Fabric Count of Woven Fabric ~ Pias. o . .
D 3776 Test Method for Mass per Unit Area (Weight) of 5.2 The significance and use of particular properties are

Fabri¢t discussed in the appropriate sections of specific test methods.
D 4393 Test Method for Strap Peel Adhesion of Reinforcing )
Cords or Fabrics to Rubber Compoufids 6. Sampling

D 4776 Test Method for Adhesion of Tire Cords and Other 6.1 Yarn
Reinforcing Cords to Rubber Compounds by H-Test Pro- 6.1.1 Packages-For acceptance testing, sample each lot as

ceduré directed in Practice D 2258. Place each laboratory sampling
D 4848 Terminology of Force, Deformation and Relatedunit in a moisture-proof polyethylene bag or other moisture-
Properties of Textiles proof container to protect the samples from atmospheric

D 5591 Test Method for Thermal Shrinkage Force of Yarnchanges until ready to condition the samples in the atmosphere
and Cord Using The Testrite Thermal Shrinkage Forceor testing industrial yarns and tire cords. Take the number of

Testef specimens for testing specified for the specific property mea-
D 6477 Terminology Relating to Tie Cord, Bead Wire, Hosesurement to be made.
Reinforcing Wire, and Fabriés 6.1.2 Beams—For acceptance testing, sample by winding
) yarns on a tube or spool by means of a winder using a tension
3. Terminology of 5 = 1 mN/tex (0.05+ 0.01 gf/den). Take the yarn from the
3.1 Definitions: outside beam layers unless there is a question or disagreement

regarding the shipment; in this case, take the sample only after
2 Annual Book of ASTM Standasdéol 07,01, removing yarn from the beam to a radial d_epth of 6 Mmil.) .
3 Annual Book of ASTM Standardéol 09.01. or more to minimize the effects of handling and atmospheric
4 Annual Book of ASTM Standardéol 07.02. changes that may have occurred.during mmﬁs
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Place each laboratory sampling unit in a moisture-proothe warp cords. The resulting section of cord fabric is the tabby
polyethylene bag or other moisture-proof container to protectkample. Attach the tabby sample to a piece of cardboard or
the samples from atmospheric changes until ready to conditiofiberboard, the length of which shall be equal to at least the
the samples in the atmosphere for testing industrial yarns andngth of the cord warp between tabbies. Fold the tabby
tire cords. Take the number of specimens for testing specifiedortions of the sample over each end of the board, and secure
for the specific property measurement to be made. the sample to the board with pressure-sensitive tape or staples.
6.2 Cord: Use care to avoid contact of tape or staples with the area to be
6.2.1 Number of Samples and Specimes&he size of an tested. Handle the sample carefully, and hold it under sufficient
acceptance sampling lot of tire cord shall be not more than ongnsion in the warp direction to prevent the cords from kinking.
truck or rail car load or as determined by agreement betweeRiscard any specimen subjected to change of twist, kinking, or
the purchaser and the supplier. Take samples at random frofaking any bend with a diameter less than 10 times the
each of a number of cones, tubes, bobbins, or spools within ¥&rn/cord thickness (or diameter). The board with the sample
lot to be as representative as possible within practical limitamay be folded lengthwise and parallel with the warp for
tions. Make only one observation on an individual package fofonvenience. Place the board with the fabric sample in a
each physical property determination. Take the number oPolyethylene bag, or wrap it with several layers of polyethyl-
samples, therefore, that will be sufficient to cover the totalene film, to protect the sample from changes in atmospheric
number of specimens required for the determination of alfmoisture content until ready to condition the sample in the
physical properties of the tire cord. The recommended numbeitmosphere for testing industrial yarns and tire cords. Use care
of specimens is included in the appropriate sections of specifiguring subsequent handling of the sample to prevent any
test methods covered in this standard. Where such is n&hange in the cord twist and to avoid kinking the cords.
specified, the number of specimens is as agreed upon betweerf-4 Cord from Cured Tires _
buyer and supplier. 6.4.1 Number of Samples a_\nd Specimetior e.ach test,
6.2.2 Preparation of SamplesRemove and discard a mini- (€St ten cords from each location or ply of each tire.
mum of 25 m (25 yd) from the outside of the package before ©-4-2 Preparation of SamplesObtain a tire section com-
taking the sample or any specimens. If specimens are not tak&/iSing approximately one sixth of the whole tire. Smaller

directly from the original package, preferably wind the samplesec.tion.S may '?e.used' particularly for carcass cord samples_of
on a tube or spool by means of a winder using a tension of gadial tires. If it is suspected that cords may be damaged in

+ 1 mN/tex (0.05+ 0.01 gfiden). If the sample is collected as Pulling them from the tire, immerse the section in a solvéot

a loosely wound package, or in the form of a skein somek t0 3 days to swell and soften the rubber. For convenience,
shrinkage invariably will occur, in which case, report that thelum the section inside out, if possible; clamp one of the beads

observed results were determined on a relaxed sample. ude @ v.ise..Mark a line along the inside of the section
care in handling the sample. Discard any sample subjected proximating the cord path of the first ply. Make a shallow cut

any change of twist, kinking, or making any bend with a90Wn to the first ply along this line. Make an incision adjoining

diameter less than 10 times the yarn/cord thickness (or dianf"d Perpendicular to this first cut at sufficient depth to sever
eter). Place the sample in a moisture-proof polyethylene bag ofveral first-ply cords. Carefully cut and pull these cords from

other moisture-proof container to protect it from atmospherict e tirg frpm bead to beqd_fpllowing the cord path. Discard
changes until ready to condition the sample in the tes hese initial cords. After initial cords are removed, remove

atmosphere for industrial yarns and tire cords. ands of cords for testing by cutting near the bead through Ply
6.3 Tire Cord Eabric 1 cords adjacent to the trough formed in initial cord removal.

full Il I imately 2 émiQ.
6.3.1 Number of Samples and Specimefihe sizes of an Carefully pull several cord bands approximately 2 ctni@.)

ling lot of ti d fabric shall b I in width from the tire. Identify bands, fully including tire
acceptance sampling lot of fire cord fabric shall be one loon,, yher ang ply number. Remove the remainder of Ply 1 to

creel of cord. Take a sample from at least one roll of fabric per, .o ar Ply 2. Proceed with Ply 2 or additional plies as
lot. Erom each roII_ .Of tire cord fabric, take the number Ofdirected for Ply 1. If the cords to be removed are from a tire
specimens as specified in the test method for each property {,,ing only one ply of reinforcement in the area to be sampled,
be measqred. for example, carcass ply of many radial tires reinforced with
6.3.2 Size of Sample-Take a sample equal to the length of 4555 aramid, or steel, it is preferable to remove cords for
cord between the regular tabby woven at the end of the roll anghsting one at a time from the tire section itself. It is preferred
a special tabby woven a short distance from the end when th@at cord be removed in such a manner that it is not subjected
roll of fabric is manufactured. For rolls that do not have aig narrow-radius bending, such as a 3.14 rad (180°) bend back
special woven tabby, improvise a tabby by the use of gummegyon jtself. This is accomplished by first removing and
tape or st.rips of cemented fabric applied across a section of tnﬁscarding a band of cords in the ply being sampled, then
cord fabric to give a tabby sample length at least 0.5-m (18-in.hyling the exposed cord at the edge of the ply (still in the tire
long and at least one tenth of the roll width wide. section) by applying tension to this single cord as much within

6.3.3 Preparation of SamplesCut the warp cords of the the plane of the ply as possible and in such a direction that the
fabric along the center line of the special tabby for a distance

equal to the width of the sample. If this distance is less than the
full width Of. the fabnc, cut the f_"l'ng yarnsiof the sample anq S Heptane, 1,1,1-trichloroethane, and a mixture of 5@&50 Freon 113 and Stoddard
of the special and regular tabbies in the direction parallel withsolvent have been used for this purpose, ocuments
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cord is subject to a bend of less than 1.05 rad (60°) at the tear 10.3 Significance and UseThis test method is used not
point from its adjacent cord. The same principles just describednly to determine moisture regain of the original sample but is
also apply to areas of the tire (such as the tread) composed afso used to develop data, which may be used to correct
multiple plies of high modulus cords. observed tensile properties of rayon yarns and cords to a
6.4.3 Preparation of Specimens for Testing from a Plystandard regain basis. Because the moisture regain levels of
Band—Make a cut approximately 20 mri¥{in.) long between different specimens vary even after conditioning in a test
each cord at one end of the ply band. Strip every other cordtmosphere and because tensile properties are affected by
from the band to a length sufficient for testing; leave a smallmoisture regain, it is advisable to correct observed tensile
unstripped cord portion attached to the band to facilitatevalues when there is substantial variation from a standard
handling. Cut individual ends from the band for testing. moisture regain level. Directions for making such corrections
6.4.3.1 Large variations in properties can occur within theare included in Section 11 for Linear Density, Section 17 for
same cord depending on its location within the tire. Select th®&reaking Strength, and Section 20 for Elongation. It is as-
location in the tire to be sampled and take a length of cord fronsumed that no significant amount of nonaqueous volatile matter
this location for subsequent testing. Use a testing lengtlis present and that all loss in mass is moisture. If such materials
appropriate for the length of the specimen to obtain data theadre present, apply a suitable correction, or determine the true
reflect the relationship between the cord properties and thamount of moisture by the toluene distillation method as

location in the tire. directed in Procedure 3 of Test Method D 2462.
10.4 Apparatus
7. Conditioning 10.4.1 Oven—An oven with circulating air maintained at a

7.1 Bring all specimens of yarn, cord, and fabric to moisturetemperature of 105 3°C (221 + 6°F) and with fresh air
equilibrium for testing in the atmosphere for testing industrialreplacement rate of 20 to 50 times the oven-volume per hour,
yarns. Approach moisture equilibrium of rayon samples fromthe fresh air being taken from the standard atmosphere of 24
the dry side, but not from a moisture-free condition. 1°C (75 = 2°F) and 55+ 2% RH. The air shall pass freely

7.1.1 The moisture equilibrium of conditioned aramid yarnsthrough and around the specimens. The specimens must not be
and tire cords made from such yarns can be affected by heatbjected to direct radiation from the heating unit. The oven
and humidity conditions to which the samples have beerhas to be large enough to handle the required number of spools

previously exposed. or racks and has to be equipped with suitable removable creels
for placing the spools or reels in the oven or with supports for

8. ldentification of Fibers the special mounting racks for the same purpose, or both. The
8.1 Identify the common types of manufactured organic-°Ven may be combined with a balance, in which case the

base fibers as directed in Test Methods D 276. design must prevent disturbance of the balance due to circu-

lating air during the weighing operation.
10.5 Preparation of SpecimerTake a single specimen of

. . . yarn or cord weighing at least 10 g from the original sample at
9.1 Yarn—Determine the commercial mass of a yarn shlp—y ghing g g P

. . . the testing machine at the time that tensile properties are being
ment as directed in Option Il of Test Method D 2494. Takedetermined (see Note 1). Place this specimen in a covered

samp!es of yarn from the OUtSid? of beams unles_s th_ere IS \ﬁeighing bottle. Do not touch the specimen with the bare
question or disagreement regarding a shipment; in this Casfnnds

take a sample of yarn only after yarn has been removed from

a beam to a radial depth of 6 mria(in.) or more. Take a Note 1—The determination of moisture regain can be combined with

sample 15 to 20-m (15 to 20-yd) long, which is composed of althe determination of linear density (Section 11) if the specimen is long

ends of yarn on the beam, and cut this sample crosswise @ough to meet the length and mass tolerances and if the skein is ex_posed
. . . 0 the same atmosphere as the sample to be used for determination of

obtain two specimens of approximately equal mass. Place ”}Snsne properties.

specimens in moisture-proof polyethylene bags or other

moisture-proof containers until ready to begin the analysis.  10.6 Procedure—Weigh the specimen to 0.01 g and dry itin

9.2 Cord and Tire Cord Fabrie-Determine the commercial the ventilated oven at a temperature of 103°C (221+ 6°F).
mass of tire cord and tire cord fabric as agreed upon betweddry the specimen to constant mass, that is, until it loses no

9. Commercial Mass

the purchaser and the supplier. more than 0.1 % of its mass at 15-min intervals if weighed in
the oven or at 30-min intervals if weighed outside the oven. For
10. Moisture Regain, Actual specimens that are weighed outside the oven, use a weighing

10.1 Scope—This test is used to determine the amount ofPottlé with tight-fitting cover, and cool the specimen and
moisture in yarn or cord at moisture equilibrium at the time ofcontainer to room temperature in a desiccator before weighing.

testing for moisture dependent properties, such as tenacity and10-7 Calculation , , , _

elongation. 10.7.1 Calculate the moisture regain of the specimen using
10.2 Summary of Test MethedSpecimens of yarn or cord, Ed 1

which are taken at the tensile testing machine at the time that MR = [(W — D)/D] X 100 (1)

tensile tests are being made, are weighed and dried in an oven _

until they reach a constant mass. The observed moisture loss %here; . -

calculated and reported as percent regain. R = moisture regain, %, Documents
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W = original mass of specimen, g, and constant mass; that is, until it loses no more than 0.1 % of its
D = oven-dried mass of specimen, g. mass at 15-min intervals if weighed to the nearest 1 mg in the
10.7.2 Calculate the average for the sample and use thRven or at 30-min intervals if weighed outside the oven. For
value for determining the amount of adjustment to make irspecimens that are weighed outside the oven, use a weighing
Sections 17 and 20 to the observed breaking force anbottle with a tight-fitting cover and cool the specimen and
elongation of yarn or cord. container to room temperature in a desiccator before weighing.
10.8 Report Weigh the specimen of the oven-dried cord to the nearest 1 mg.
10.8.1 State that the specimens were tested as described inl1.4.3 Calculation—Calculate the linear density of each
Section 10 of Test Methods D 885. Describe the material opecimen in tex (denier) units using Eq 2, Eq 3, Eq 4, or Eq 5:
product sampled and the method of sampling used. LD, = (1000X M, X K)/L, @)
10.8.2 Report the average moisture regain for each sample.

10.9 Precision and Bias LDge = (9000% M, X K)/L, ®3)
10.9.1 Precision—See Test Methods D 2654, Procedure 1. LDy, = (1000X Mo)/L, 4)
10.9.2 Bias—See 39.3. LDga = (9000% My)/L, (5)

11. Linear Density where:

LD,. = linear density at commercial moisture regain, tex,
11.1 Scope-This test method is used to determine the LD, = linear density at commercial moisture regain, de-
linear density of yarn or cord for use in the calculation of nier,
tensile properties, such as modulus and tenacity. LDy, linear density at actual moisture regain, tex,

11.2 Number of SpecimensTest five specimens of yarn or LDy,
cord. This number is based on the assumption that theM,
applicable coefficient of variation is 1.0 % and the allowable M.
variation is 0.9 % of average with a probability level of 95 %. Lo

linear density at actual moisture regain, denier,
mass of oven-dried specimen, g,
mass of conditioned specimen, g,
length of specimen, m (ye- 1.09 or ydXx 0.918),

11.3 Procedure for Yara-Determine the linear density of and . . )
yarn as directed in Option 1 of Test Method D 1907, exceptK = factor fof commercial moisture regain.
condition the yarn as specified in Section 7. Use Option 3 for 11.4.3.1 Determine the factét using Eq 6:
rayon. If oven-dried and finish-free linear density is needed, K = (100 + CMR)/100 (6)
use Option 5 or Option 6 with an allowance for moisture
regain. where.

CMR = commercial moisture regain, %.
For the commercial moisture regain, see Table 1. See also
able D 1909.
Example for rayon:

11.4 Procedure for Cord-Determine the linear density of
cord on packages or removed from a tabby sample of fabric b
the procedures prescribed as follows for either conditione
cords or oven-dried cords (see 11.4.2).

11.4.1 Preparation of SpecimensTake specimens having a K= (100+ 11)/100= 1.11 (7
minimum length of 10 m (10 yd) from samples of cord on
cones, tubes, bobbins, or spools. For tabby samples of fabric, 11.4.3.2 For dipped cord, correct the observed linear density
use a sufficient number of ends to give a minimum length of 1Gor dip solids pickup using Eq 8, Eq 9, or Eq 10. The
m (10 yd) of cord for each specimen. Measure the length of theven-dried linear density should be corrected for dip solids
specimen to within 0.1 % while under a tension correspondingickup, not the conditioned linear density. For fibers with low
with 5 = 1 mN/tex (0.05* 0.01 gf/den) (see Note 2). Weigh percentage moisture regain, Eq 9 can be used with no correc-
the conditioned specimen to the nearest 1 mg. If a balance afon for moisture regain.
the required sensitivity (1 mg) for weighing the 10 m (10 yd) LD,, = [100{100 + DPU)) + (MR,/100]
specimen is not available, take a longer specimen or multiple ® X [100(100+ MRy)] X LDy, ®)

ends.
LDy, = [(LDy. X 100)/(100+ DPU)] )

Note 2—When arbitration is not involved, an approximation of the _
= + X + X
specified tension may be obtained by applying one of the forces listed as LDapmr = [(100 + MRyo)/100] X [100(100+ MRyo)] < [(100

o . X +
follows for the specified groups of yarn and cord sizes: LDqo)/(DPU/(100+ DPU)] (10)
Linear Density of Specimen Amount of Force TABLE 1 Commercial Moisture Regains of Manufactured Fibers
. N of Used in Tire Cords
Below 400 tex (3600 denier) 1 100
400 to 600 tex (3600 to 5400 denier) 2 200 %
600 to 800 tex (5400 to 7200 denier) 3 300 Rayon 11.0
Above 800 tex (7200 denier) 4 400 Nylon 4.5
. . . Polyester 0.4
11.4.2 Procedure for Oven-Dried Specimer$lsing an Aramid 70

oven with CII’CU|8.tII’Ig ar mam.tamed at a temperature Qf 05 ACommercial moisture regain of fibers not listed in this table shall be as agreed
3°C (221 = 6°F) (see Section 10.4), dry the specimen tOupon between the purchaser and the supplier or as in Table D 1909.
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where: because, for a given type of fiber, breaking force is approxi-
LDgp, = linear density corrected for dip pickup, tex mately proportional to linear density.
(denier), 14.3 Elongation of yarn or cord is taken into consideration
LDgpm: = linear density corrected for dip pickup and in the design and engineering of reinforced rubber products
moisture regain, tex (denier), because of its effect on uniformity of the finished product and
LDgc = observed linear density of dipped cord, tex jts dimensional stability during service.
DPU — fadeergleer:%ége dip pickup, % (see Section 35) 14.4 Th.eFASEis.used Fo monitor _changes in qharacter?stics
MR, = percentage commercial moisture regain’ of of the texule matgrlal durlng the various stages mvolved in the
greige cord, %, and processing and incorporation of yarn or cord into a rubber
MR, = percentage moisture regain of dipped cord, %. Preduct.
11.4.4 Report 14.5 Modulus is a measure of the resistance of yarn or cord

11.4.4.1 State that the specimens were tested as directedtinextension as a force is applied. It is useful for estimating the
Section 11 of Test Methods D 885. Describe the material oresponse of a textile reinforced structure to the application of

product sampled and the method of sampling used. varying forces and rates of stretching. Although modulus may
11.4.4.2 Report the option or procedure used, the number dfe determined at any specified force, initial modulus is the
specimens tested, and the average linear density. value most commonly used.
11.4.4.3 Report the basis on which linear density is being 14.6 Work-to-breakis dependent on the relationship of
reported (for greige, dipped, and so forth.). force to elongation. It is a measure of the ability of a textile
11.4.5 Precision and Bias structure to absorb mechanical energyeaking toughnesis
11.4.5.1Precision—See Section 39. work-to-break per unit mass.

11.4.5.2Bias—See 39.3. 14.7 1t should be emphasized that, although the preceding

TENSILE PROPERTIES OF YARNS AND CORDS parameters are related to the performance of a textile-
reinforced product, the actual configuration of the product is
12. Scope significant. Shape, size, and internal construction also can have

preciable effect on product performance. It is not possible,
therefore, to evaluate the performance of a textile reinforced
product in terms of the reinforcing material alone.

12.1 These test methods are used to determine the tens
properties of yarns or cords.

13. Summary of Test Method

13.1 A conditioned or oven-dried specimen of yarn or corgl®- Apparatus
is clamped in a tensile testing machine and then stretched or 15.1 Tensile Testing MachireA single-strand tensile test-
loaded until broken. Breaking force, elongation, and force aing machine of one of the following types:

specified elongation (FASE) are determined directly. Modulus Type Principle of Operation
and work-to-break are calculated from the force-elongation ' .
curve. The output of a constant-rate-of-extension (CRE) tensile oRE constant-rate-of-specimen extension

. . . . . RL constant-rate-of-loading (inclined plane type)
testing machine can be connected with electronic recording and CRT constant-rate-of-transverse (pendulum type)
computing equipment, which may be programmed to calculate o ) ) -
and print the test results of tensile properties of interest. ~ The specifications and methods of calibration and verifica-

tion of these machines shall conform to Specification D 76.

14. Significance and Use, Tensile Properties The testing machine shall be equipped with an autographic

14.1 The levels of tensile properties obtained when testingecorder (rectilinear coordinates preferred) and clamps of the
industrial yarns and tire cords are dependent to a certain exteR@™M OF Pneumatic type having fixed snubbing surfaces, that are
on the age and history of the specimen and on the specififtegral with one of the clamping surfaces. The snubbing
conditions used during the test. Among these conditions argUrfaces may be circular with a diameter of not less than 12.5
rate of stretching, type of clamps, gage length of specimer"™M .(3/2 m.) or sem!-lnvolute. It is also permissible to. use
temperature and humidity of the atmosphere, rate of airflowiensile testing machines that have a means for calculating and
across the specimen, and temperature and moisture content@gpPlaying the required results without the use of an auto-
the specimen. The relative importance of these factors varigdf@phic recorder. CRE-type tensile testing machines are the
with each type of fiber. Testing conditions accordingly arePreferred type of test equipment to be used. Correlation of

specified precisely to obtain reproducible test results on &esults from CRL- and CRT-type tensile testing machines with
specific sample. results from CRE-type tensile testing machines is poor, and a

14.2 Because the force-bearing ability of a reinforced rubbias determination must be made. For tensile testing of aramid
ber product is related to the strength of the yarn or cord usefibers, the CRL- and CRT-types of tensile testing machines are
as a reinforcing materialreaking strengtlis used in engineer- considered to be not suitable and are not recommended.
ing calculations when designing various types of textile rein- 15.1.1 CRE-Type Tensile Testing MachireBor all fiber
forced rubber products. When needed to compare intrinsitypes, except aramid fibers, use a crosshead travel rate in
strength characteristics of yarns or cords of different sizes omm/min (in./min) of 120 % (100 % alternate) of the nominal
different types of fiber,breaking tenacityis very useful gage length in millimetres (inches).of the s oclUHNnents
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fibers use a crosshead travel rate in mm/min (in./min) of 50 %he breaking force (maximum force) in newtons (pounds-force)
of the nominal gage length in millimetres (inches) of thefrom the force-elongation (or force-extension) curve on the

specimen. chart, from the dial, from the display, or by electronic means.
15.1.2 CRL-Type Tensile Testing Machireblse the fol- Discard specimens that break in the jaws or within 10 rin (

lowing rates of loading: in.) of the nip of the jaws. If the clamps are of the air-actuated
For rayon 25 + 3 (mN/tex)/s (18 = 2 (gf/den)/min) type, adjust the air pressure so that specimens will not slip in
For nylon and polyester 50 * 7 (mN/tex)/s (35 * 5 (gf/den)/min) the jaws, but keep air pressure below the level that will cause

15.1.3 CRT-Type Tensile Testing MachineBor all fiber ~ SPecimens to break at the edge of the jaws.
types’, except azamlds’ r:“'se a rate of traverse !n mm/min Note 3—When arbitration of test data is involved, use care in the
(in./min) of 120% (100 % alternate) of the nominal gage appiication of the pretension force that may be specified because the actual

length in millimetres (inches) of the specimen. pretension in the specimen commonly is different from the amount applied
externally because of losses due to friction in the clamp. Check the

16. Breaking Strength (Force) of Conditioned Yarns and pretension before starting the testing machine. The actual pretension can
Cords be measured by strain gages. Other tension-measuring instruments with

) ] ) sufficient accuracy may be used, provided that the specimen is threaded
16.1 Scope—This test method is used to determine thethrough the instrument prior to being placed in the second clamp. This

breaking strength (force) of yarns and cords after conditioningrocedure is necessary because many instruments require appreciable
in the atmosphere for testing industrial yarns and tire cords. displacement of the specimen.

16.2 Number of SpecimensTest ten specimens. This num-  Note 4—When arbitration is not involved, one of the following
ber is based on the data for cords in Table 2, which show&Pproximations of the specified pretension may be used. Either exert a
precision to be expected at the probability level of 95 % base rce of 120 % of the nominal pretension to the unclamped end of the

- Specimen prior to closing the second grip, or apply one of the forces listed
on ten breaks from a single test spool of cord of each polymegs follows for the specified groups of yarn and cord sizes to secure the

type on various cords. necessary pretension.

16.3 Procedure—Select a loading cell and the settings of Linear Density of Specimen Amount of Force
the tensile tester such that the estimated breaking force of the

i i i Below 400 tex (3600 denier;

specimen will fall in the range from 10 to 90 % of the full-scale B 499 tex ((3600 denen denien
force effective at the time of the specimen break. This selectiogyg 1 500 tex (5400 to 7200 denier) 300
of the full scale force may be done manually by the operatorbove 800 tex (7200 denier) 400
before the ,Start of the test or by el_eCtromc_me_anS or compg_ter When using a CRE-type tensile machine, a third technique is to close
control during the test by automatically adjusting the amplifi-the ypper clamp, then apply pretension by pulling on the specimen until
cation of the loading cell amplifier. Adjust the distance betweenhe recorder pen moves approximatédghart division from the zero line
the clamps on the testing machine so that the nominal gags the chart when using a force scale that is the same as that used for

length of the specimen, measured from nip to nip of the jawgletermining the breaking force.

of the clamps, is 25@- 1 mm (10+ 0.05 in.) (alternate 508 16.3.2 Slack Start Procedure-Thread one end of the speci-
2 mm (20= 0.10 in.)). Make all tests on the conditioned yams men petween the jaws of one of the clamps and close it. Place
and cords in the atmosphere for testing industrial yarns and tirg,e other end of the specimen through the jaws of the second
cords (Note 3, Note 4, and Note 5 provide useful informationdamp and keep the specimen just slack (zero tension) and
in obtaining more consistent results in tensile testing). RemMovg|gse the clamp, taking care that the thread is positioned in the
the specimen from the sample and handle it to prevent anyenterline of the jaws of the clamp. Operate the testing
change in twist prior to closing the jaws of the clamps on thénachine at the rate as specified in 15.1 and stretch the
specimen. For essentially zero twist yarns, refer to Note 5. DQpecimen until it ruptures. When the specimen breaks, read the
not touch that portion of the specimen that will be between th‘breaking force (maximum force) in newtons (pounds-force)
clamps with bare hands. Depending on the equipment beingom the force-elongation curve, from the dial, from the
used and the availability of on-line computer control and datgyisp|ay, or by electronic means. Discard specimens that break
processing, either can be used: in the jaws or within 10 mm¥g in.) of the nip of the jaws. If
pretension-start procedure (see 16.3.1) or the clamps are of the air-actuated type, adjust the air pressure
slack start procedure (see 16.3.2). to prevent specimens slipping in the jaws, but keep the air
16.3.1 Pretension-Start ProcedureUse a tensioning de- pressure below the level that will cause specimens to break at
vice that applies a pretension corresponding ta20 mN/tex  the edge of the jaws. This slack start procedure has the effect
(0.20= 0.01 df/den) for aramid fibers; use51 mN/tex (0.05  that the nominal gage length of the specimen is not exactly 250
* 0.01 gf/den) for all other fibers (see Note 3 and Note 4). Thigor 500) mm (10 (or 20) in.) as specified in 16.3, but always
device may be a weight, a spring, or an air-actuated mechayill be somewhat more due to slack in the specimen after
nism. Thread one end of the specimen between the jaws of thetosing the clamps.
clamp connected to the loading cell and close it. Place the other . ) o
end though th jaw o he Second clamp and f a pretensiop 2 & 8ecauas of ey ofsecuy e same s o
Welg.h.t to the unglam.ped end or puII. the t.hread .SUCh that th e obtained when testing zero-twist multifilament y:';lrns unless a small
specified pretension in the test specimen is applied. Close theqount of twist is inserted prior to testing. A twist of 60 t/m (1.5 tpi)

second clamp and operate the testing machine at the rafigserted into zero-twist yarns of different sizes has been found satisfactory
specified in 15.1. When the specimen breaks (ruptures), reddr the purpose of tensile testing. Historically, tw cu iﬁ

of
100
200
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TABLE 2 Critical Differences, Expressed as Percent of Observed Average (Except as Noted) AB
Number of Critical Differences
Property Measured Observations Single- Between-
in Each Operator Laboratory
Average Precision Precision
Table 4a 840/2 Nylon Cord (12 X 12 twist): ©
Breaking strength, Ibf 10 1.41 4.57
Elongation at break, % 10 4.50 13.60
Load at specified elongation (LASE) 10 4.97 20.70
(reported at 14 % E), Ibf
Modulus, gf/den 10 5.05 8.31
Work-to-break, in.-Ibf/in. 10 6.69 10.41
Thickness of cords, mils 10 0.56° 1.46°
Twist, tpi: Cord 10 0.27° 0.43°P
Singles 10 0.12° 0.25
Linear density, den:©
From bobbin 5 1.07 4.49
From tabby 5 0.40 4.54
Table 4b 1000/3 Polyester Cord (10 X 10 twist):
Breaking Strength, Ibf 10 1.72 4.65
Elongation at break, % 10 2.66 9.95
Load at specified elongation (LASE) 10 5.15 5.59
(reported at 10 % E), Ibf
Modulus, gf/den 10 4.75 4.75
Work-to-break, in.:Ibf/in. 10 4.83 16.07
Thickness of cords, mils 10 0.52° 0.52°P
Twist, tpi: Cord 10 0.21P 0.47°
Singles 10 0.11°P 0.29°
Linear density, den:
From bobbin 5 0.47 1.86
From tabby 5 0.65 2.83
Table 4c¢ 1650/3 Rayon Cord (11 X 10 twist): £
Breaking strength, Ibf 10 2.73 5.62
Elongation at break, % 10 3.04 6.49
Load at Specified Elongation (LASE) 10 4.67 19.20
(reported at 6 % E), Ibf
Thickness of cords, mils 10 0.66° 2.07P
Twist, tpi: Cord 10 0.24P 0.51P
Singles 10 0.14° 0.30°
Linear density, den:
From bobbin 5 0.37 2.98
From tabby 5 0.41 1.58
Table 4d 1500/2 High-Modulus Aramid Cord (4 X 4 twist):
Breaking strength, Ibf 10 1.06 6.68
Elongation at Break, % 10 2.26 20.80
Modulus, gf/den 10 3.22 19.69
Work-to-break, in.-lbf/in. 10 3.89 48.99
Thickness of cords, mils 10 0.77° 10.73°
Twist, tpi: ~ Cord 10 0.09° 0.34P
Singles 10 0.097 0.24P
Table 4e 1500/2 High-Modulus Aramid Cord (7.5 X 7.5 twist):
Breaking strength, Ibf 10 211 9.79
Elongation at break, % 10 2.18 26.70
Modulus, gf/den 10 2.13 35.43
Work-to-break, in.-Ibf/in. 10 8.41 43.77
Thickness of cords, mils 10 0.77° 8.49°
Twist, tpi: Cord 10 0.09° 0.40°
Singles 10 0.09° 0.56°
Load at specified elongation (LASE) without Rosin 10 1.12 13.00
(reported at 2 % E), Ibf.
Table 4f 1500/1 High-Modulus Aramid Yarn:
Breaking strength, Ibf 10 1.33 9.46
Elongation at break, % 10 2.55 23.39
Modulus, gf/den 10 4.43 14.68

“The critical differences were calculated using t= 1.960 which is based on infinite degrees of freedom.

BTo convert the values of the critical difference expressed as a percent of the grand average to units of measure, multiply the average of the two specific sets of data
being compared by the critical differences expressed as a decimal fraction.

€1260/2 nylon cord for linear density.

Dproperties noted in this table have critical differences in the units shown rather than as a percent of the grand average.

ERayon data, except thickness, twist, and linear density, are for oven-dry cord.

have been used in some cases. For aramid yarns the amount of twist to be Ty = (80.3+ 4)/\/ (LDy) (12)
inserted shall be calculated using Eq 11 and Eq 12: o
Tyom = (1055+ 50// (LD apy e Documents
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Tom = twist, tpm, 17. Adjustment of Observed Breaking Strength (Force)
w = twist, tpi, of Rayon Yarns and Cords to a Specified Moisture
LD, = linear density, tex, and Regain Level
LDy = linear density, denier. . . .
Inserting some twist in zero-twist yamns for tensile testing has the 17.1 Scope—This test method is used to adjust the observed
following effects on the test results: breaking strength (force) of rayon yarns and cords to a
a. modestly increases breaking force; too much twist reducespecified moisture regain level.
breaking force, 17.2 Calculation—If the moisture regain of a rayon sample

b. increases elongation at break, and - . . - o .
c. reduces modulus (the slope of the force-elongation curve). at the time of testing is within0.3 % of the regain level

Manner of inserting the twist into the yarn, manually or with a twisting SpeCif.ication’ report the average Obsef,\’eq breal_(ing force as the
machine, can influence the test results, especially for the aramid yarnsPreaking strength. If the moisture regain is outsidetfe3 %

16.3.3 The velocity of conditioned air flowing across alimit, adjust the observed breaking strength to the specification

specimen while determining tensile properties can have jegain basis usin_g_asuital;_)le adjustm_ent factor_. Establish this
measurable effect on the breaking force and elongation at bre getor for a specific mate”al by_ making br_eakmg tests at a
because of the Gough-Joule effect. The magnitude ofthis effeétu.fﬁc'ent number of d|}“ferent.m0|sture regain levels to dete_r-
depends on the type of fiber, air velocity, and sample histor)/mne the_s!f)pe of the “breaking streng_th (force)'versus mois-
Interlaboratory testing of nylon, polyester, and rayon cordsture regain” curve. Apply the factor using Eq 13:

indicates that air velocities of less than 250 mm/s (50 ft/min) BS=BF X F (13)
across the specimen will not significantly bias the comparison here:
of cord properties between laboratorfes. s er(i. ; ; PP ;

16.3.4 As diameters and strengths of cords increase, cIampE’S - break |n|g stlrelr\]gtlhb, adjusted to specification moisture
with Igrger snubbing_surfaces and greater holding power orgp :)ebqsaelpve?jvz\’/era(gef)k,)reaking force, N (Ibf), and
capacity may be required to prevent slippage of cords in testing= factor for adjusting observed breaking forces to a
machine clamps or an excessive number of jaw breaks. The specified moisture regain level.
levels of cord size and strength at which such higher capacity
cIamp; are requ?red must be det_ermined by experiment becaugg Breaking Tenacity of Conditioned Yarns and Cords
they will vary with the type of fiber and construction. Some ) ) ]
clamps with larger snubbing surfaces and greater holding 18.-1 Scope-This test method is used to determine the
power or capacity may be too large to allow a 250 or 500-m reaking tenacity of_ yarns and_ cords after cqndmonmg in the
(10 or 20-in.) gage length. In those cases, use the appropria@émosphere for testing industrial yarns and tire cords.
gage length for the clamp in use. If slippage of cords cannot be 18.2 Calculation—Calculate the breaking tenacity of the
prevented with the highest capacity clamps available to théample in terms of millinewtons per tex (mN/tex) (grams-force
user, it has been found useful to apply powdered rosin to thger denier (gf/den)) from the breaking strength and the linear
two portions of the cord that will be held between the snubbinglensity using Eq 14 and Eq 15:
surfaces. Use of rosin has been found particularly useful in BT, = (BF, X 1000LD,) (14)
testing organic cords that have been adhesive treated. _

16.4 Calculation—Calculate the average breaking force BT, = (BF; x 454LDy) (13)
from the observed breaking forces of specimens read from th&vhere:
testing machine chart or dial to the nearest 0.5 N (0.1 Ibf). BT,

16.5 Report BT,

16.5.1 State that the specimens were tested as directed iBF,
Section 16 of Test Methods D 885. Describe the material orBF
product sampled and the method of sampling used. LD,

16.5.2 Report the option or procedure used; the number of-Pa
specimens tested; the amount of twist, if any, inserted into the 18.3 Report
yarn for the tensile testing; and the breaking force for the 18.3.1 State that the specimens were tested as directed in

breaking tenacity, mN/tex,
breaking tenacity, gf/den,
average breaking force, N,
average breaking force, Ibf,
measured linear density, tex, and
measured linear density, denier.

sample as the breaking strength. Section 18 of Test Methods D 885. Describe the material or
16.6 Precision and Bias product sampled and the method of sampling used.
16.6.1 Precision—See Section 39. 18.3.2 Report the option or procedure used, the number of
16.6.2 Bias—See 39.3. specimens tested, and the breaking tenacity for the sample.

18.4 Precision and Bias

¢ See Jones, R. E., and Desson, M. J., “Adiabatic Effects on Tensile Testing,” 18.4.1 P.reC|S|on—See Section 39.
Journal of the I.R.l. June 1967. 18.4.2 Bias—See 39.3.

Documents

Document Sharing Hub

Full document details: ASTM D885-02a


http://www.avadocuments.com/doc/astm-d885-02a
http://www.avadocuments.com/doc/astm-d885-02a

. . . .S,
NOTICE: This standard has either been superceded and replaced by a new version or discontinued.
Contact ASTM International (www.astm.org) for the latest information.

8% D 885 - 02a
“afl

19. Elongation at Break of Conditioned Yarns and Cords Epgrextension at breaking force

FASE=force at specified elongation
Fp = pretension force

19.1 Scope—This test method is used to determine the BF = breaking force
elongation at break of yarns and cords after conditioning in the tp = stack
atmosphere for testing industrial yarns and tire cords.

19.2 Procedure—Determine the elongation at break of each
conditioned specimen when determining its breaking force (see b
Section 16). Read the extension at the breaking force from thg,,..
autographic recorder or by electronic means. The general
equation for elongation at break is given in Eq 16:

EB = (EyfL,) X 100 (16)

FASE T =7 T T = =T ==X
where:
EB = elongation at break, %,
E,s = extension of specimen at the breaking force, mm .
(in.), and R
o length of the specimen, under specified pretension : Eve
measured from nip-to-nip of the holding clamps, mm @ |«
(in.). e
19.2.1 Pretension Start-Use Eq 16.
19.2.2 Slack Star—Calculate the gage length ) to in-
clude the slack using Eq 17: o o Tap g 47t

L, =L+ DP (17)

L

EXTENSION

Beyinning point (Zzero) on
extension axis for elongation
Where calculations (see 18.1.2)

L, = length of the specimen, under specified pretension, FIG. 1 Force-Extention Curve
measured from nip-to-nip of the holding clamps, mm
(in.), 19.4.2 Report the option or procedure used, the number of

Ls = gage length after clamping specimen (absolute dis'specimens tested, and the elongation for the sample.
tance nip-to-nip before movement of crosshead), mm 19.5 Precision a,md Bias
(in.), and ' s .

DP = displacement of crosshead to reach the specified 182; Eirggflé)ge—gge38ect|on 39.
pretension of the specimen (see Fig. 1), mm (in.). o o

The pretension for aramid corresponds with2a mN/tex o Adjustment of Observed Elongation of Rayon Yarns
(0.20 = 0.01 gf/den) and for other yarns and cord tao+51 and Cords to a Specified Moisture Regain Level

mN/tex (0.05* 0.01 gf/den). . . .
The general equation for elongation at break for the slack 20.1 Scope—This test method is used to adjust the observed

start procedure is given in Eq 18: elongation of rayon yarns and cords to a specified moisture

regain level.
EB = [E,d(Ls + DP)] * 100 (18) 20.2 Procedure—If the moisture regain of a rayon specimen
where: at the time of testing is withint0.3 % of the regain level
EB = elongation at break, %, specificat_ion, report .thg:- average observed t_alo_ngatipn at break.
E, = extension of specimen at the breaking force, mm If the moisture regain is outside _tr.reo..3 % I|m|'F, adjugt the
(in.), observed elongation to the specification regain basis using a
L. = gage length after clamping specimen (absolute dis-suitable adjustment factor. Establish this factor for a specific

tance nip-to-nip before movement of crosshead), material by making elongation tests at a sufficient number of
mm (in.), and different moisture regain levels to determine the slope of the
displacement of crosshead to reach the specified'elongation at break versus regain” curve. Apply the factor
pretension of the specinen (see Fig. 1), mm (in.). using Eq 19:

19.2.3 Elongation also may be determined from the force- E,=EXF (19)
elongation curve at any force.

19.3 Calculation—Calculate the average elongation of the Where: , , _— , ,
sample to the nearest 0.1 %. E, = elongation, adjusted to specification moisture regain

19.4 Report level, %, .

19.4.1 State that the specimens were tested as directed i observed elongation, %, and .
Section 19 of Test Methods D 885. Describe the material or ff”‘CIOf for ad;ystmg obsc_arved elongatlon to an elonga-
product sampled and the method of sampling used. tion at specification moisture regain level.

DP
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