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INTRODUCTION

The carbohydrates making up a major portion of biomass samples are polysaccharides constructed

primarily of glucose, xylose, arabinose, galactose, and mannose subunits. The polysaccharides present

in a biomass sample can be hydrolyzed to their component sugar monomers by sulfuric acid in a

two-stage hydrolysis process. These monosaccharides can then be quantified by ion-moderated

partition HPLC.

1. Scope*

1.1 This test method covers the determination of carbohy-

drates present in a biomass sample, expressed as the percent,

by mass, of each sugar on a 105 °C dried mass basis.

NOTE 1—The percent sugar must be corrected for the water of
hydrolysis before calculating the actual mass percent of the polysaccha-
ride in the original biomass sample.

1.2 Sample materials suitable for this procedure include

hard and soft woods, herbaceous materials (such as switchgrass

and sericea), agricultural residues (such as corn stover, wheat

straw, and bagasse), wastepaper (such as office waste,

boxboard, and newsprint), acid or alkaline-pretreated biomass

(washed free of any residual acid or alkali), and the solid

fraction of fermentation residues. All results are reported

relative to the mass of the 105 °C oven-dried solids of the

sample.

1.3 The options for the types of samples to be analyzed in

this test method are as follows:

1.3.1 Prepared Biomass Samples:

1.3.1.1 Air Dried (%Tad)—The percent, by mass, of total

solids of the air-dried sample.

1.3.1.2 45 °C Dried (%T45)—The percent, by mass, of total

solids of the 45 °C dried sample.

1.3.1.3 Freeze Dried (%Tfd)—The percent, by mass, of total

solids of the freeze dried sample.

1.3.2 Extractives-Free Sample (%T ext)—The percent, by

mass, of total solids of the extracted sample determined at

105 °C.

1.4 The values stated in SI units are to be regarded as the

standard.

1.5 This standard does not purport to address all of the

safety concerns, if any, associated with its use. It is the

responsibility of the user of this standard to establish appro-

priate safety, health, and environmental practices and deter-

mine the applicability of regulatory limitations prior to use.

Specific precautionary statements are given in 11.5 and 11.10.

1.6 This international standard was developed in accor-

dance with internationally recognized principles on standard-

ization established in the Decision on Principles for the

Development of International Standards, Guides and Recom-

mendations issued by the World Trade Organization Technical

Barriers to Trade (TBT) Committee.

2. Referenced Documents

2.1 ASTM Standards:2

D1193 Specification for Reagent Water

E1690 Test Method for Determination of Ethanol Extrac-

tives in Biomass

E1705 Terminology Relating to Bioenergy and Industrial

Chemicals from Biomass

E1721 Test Method for Determination of Acid-Insoluble

Residue in Biomass

E1756 Test Method for Determination of Total Solids in

Biomass

E1757 Practice for Preparation of Biomass for Composi-

tional Analysis

1 This test method is under the jurisdiction of ASTM Committee E48 on

Bioenergy and Industrial Chemicals from Biomass and is the direct responsibility of

Subcommittee E48.05 on Biomass Conversion.

Current edition approved May 1, 2024. Published May 2024. Originally

approved in 1995. Last previous edition approved in 2020 as E1758 – 01 (2020).

DOI: 10.1520/E1758-24.

2 For referenced ASTM standards, visit the ASTM website, www.astm.org, or

contact ASTM Customer Service at service@astm.org. For Annual Book of ASTM

Standards volume information, refer to the standard’s Document Summary page on

the ASTM website.
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3. Terminology

3.1 Definitions of Terms:

3.1.1 For definitions of terms used in this standard, refer to

Terminology E1705.

3.1.2 as received biomass, n—material as it is received in its

field or process collected state.

3.1.3 oven-dried solids, n—the solids remaining after heat-

ing the sample or material at a specific temperature in a forced

air convection oven until a constant mass is achieved.

3.1.3.1 Discussion—In this standard oven dried solids is

determined by Test Method E1756.

3.1.4 prepared biomass, n—biomass that has been changed

from the original condition by treatment according to specific

procedures.

3.1.4.1 Discussion—The material may be brought to spe-

cific moisture content or particle size.

3.1.4.2 Discussion—The material that has been treated ac-

cording to Practice E1757 in order to raise the total solids

content above 85 %, by mass, based on an oven-dried solids

mass.

3.2 Abbreviations:

3.2.1 C1—known concentration of sugar recovery standard

before hydrolysis, in mg/mL.

3.2.2 C2—concentration of sugar recovery standard detected

by HPLC after hydrolysis, in mg/mL.

3.2.3 Ccorr— concentration of sugar in hydrolyzed sample

corrected for hydrolysis, in mg/mL.

3.2.4 Cspl— concentration of sugar in hydrolyzed sample

detected by HPLC, in mg/mL.

3.2.5 CVS (calibration verification standard)—standards

used in determining the quality of the calibration curve as well

as the quality of the standard reagents used in preparing the

calibration standards.

3.2.6 m1—initial mass of sample, in mg.

3.2.7 % extractives—the percentage, by mass, of extractives

in the prepared biomass sample as described in Test Method

E1690.

3.2.8 %Rsrs— percent recovery of sugar recovery standard,

as determined in 13.2.

3.2.9 %sugarextractives-free—the percentage, by mass, of

sugar on an extractives-free 105 °C dry weight basis, as

determined in 13.6.1.

3.2.10 % sugarwhole sample—the corrected mass percent sugar

value on an extractives-free basis corrected to an as received

(whole sample) 105 °C dry mass basis.

3.2.11 %T45—percentage, by mass, of total solids of the

sample prepared by drying at 45 °C, as described by Practice

E1757.

3.2.12 %T105—percentage, by mass, of total solids in the

sample, dried at 105 °C, as determined by Test Method E1756.

3.2.13 %Tad— percentage, by mass, of total solids of the

air-dried sample determined at 105 °C as described by Test

Method E1756.

3.2.14 %Text— percentage, by mass, of total solids of the

extracted sample determined at 105 °C as described by Test

Method E1756.

3.2.15 %Tfd— percentage, by mass, of total solids of the

sample prepared by freeze drying, as described by Test Method

E1756.

3.2.16 %Tprep— percentage, by mass, of total solids of the

sample prepared by freeze drying, % Tfd, or by drying at 45 °C,

% T45, as determined by Practice E1757.

3.2.17 SRS (sugar recovery standards)—standards used to

determine sugar recovery after hydrolysis.

3.2.18 VF—volume of filtrate, 87.0 mL.

4. Significance and Use

4.1 The percentage, by mass, of sugar content is used in

conjunction with other assays to determine the total composi-

tion of biomass samples.

5. Interferences

5.1 Samples with high protein content may result in the

percentage, by mass, of sugar values being biased low, as a

consequence of protein binding with some monosaccharides.

5.2 Test specimens not suitable for analysis by this proce-

dure include alkaline and acid-pretreated biomass samples that

have not been washed. Unwashed pretreated biomass samples

containing free acid or alkali may change visibly on heating.

6. Apparatus

6.1 Analytical Balance, readable to 0.1 mg.

6.2 Autoclave, capable of maintaining 121 °C 6 3 °C.

6.3 Convection Ovens, temperature control to 45 °C 6 3 °C

and 105 °C 6 3 °C.

6.4 Desiccator, using anhydrous calcium sulfate.

6.5 Guard Columns, cartridges appropriate for the column

used.

NOTE 2—Deashing guard column cartridges from BioRad,3 of the ionic
form H+/CO3

−, are an option when using an HPX-87P3 column, or
equivalent. These cartridges are effective in eliminating baseline ramping.

6.6 Hewlett Packard4 Model 1090 HPLC, or equivalent,

with refractive index detector.

6.7 HPLC Columns, BioRad HPX-87C3 or HPX-87P,3 or

both, or equivalent.

6.8 Water Bath, set at 30 °C 6 1 °C.

7. Reagents and Materials

7.1 Chemicals:

3 The sole source of supply of the apparatus known to the committee at this time

is BioRad Aminex®, HPX-87C and Aminex® HPX-87P, available from BioRad,

Main Office, 3300 Regatta Boulevard, Richmond, CA 94804. If you are aware of

alternative suppliers, please provide this information to ASTM International

Headquarters. Your comments will receive careful consideration at a meeting of the

responsible technical committee,1 which you may attend.
4 Available from Hewlett-Packard, HP Analytical Direct, 2850 Centerville Road,

Wilmington, DE 19808.
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