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1. Scope

1.1 These test methods cover procedures for determining
the ability of photovoltaic modules to withstand the mechanical
loads, stresses and deflections used to simulate, on an acceler-
ated basis, high wind conditions, heavy snow and ice accumu-
lation, and non-planar installation effects.

1.1.1 A static load test to 2400 Pa (50 Ibf ft™2) is used to
simulate wind loads on both module surfaces corresponding to
a wind speed of 58 m s~'(130 mph).

1.1.2 A static load test to 5400 Pa (125 Ibf ft ~2) is used to
simulate heavy snow and ice accumulation on the module front
surface.

1.1.3 A twist test is used to simulate the non-planar mount-
ing of a photovoltaic module by subjecting it to a twist angle
of 1.2° (V4 in. per ft).

1.1.4 A cyclic load test of 10 000 cycles duration and peak
loading to 1440 Pa (30 Ibf ft™%) is used to simulate dynamic
wind or flex-type loading which might occur at highway speeds
for photovoltaic modules mounted, for example, on a truck,
recreational vehicle, or trailer.

1.2 The values stated in SI units are to be regarded as the
standard. The values given in parentheses are provided for
information purposes only.

1.3 These test methods define photovoltaic test specimens
and mounting methods, and specify parameters that must be
recorded and reported.

1.4 Any individual mechanical test may be performed
singly, or may be combined into a test sequence with other
mechanical or nonmechanical tests, or both. Certain precondi-
tioning test methods such as annealing or light soaking may
also be necessary or desirable as a part of such a sequence.
However, the determination of such test sequencing and
preconditioning is beyond the scope of these test methods.

1.5 These test methods do not establish pass or fail levels.
The determination of acceptable or unacceptable results is
beyond the scope of these test methods.

1.6 These test methods do not apply to concentrator mod-
ules.
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1.7 There is no similar or equivalent ISO standard.

1.8 The following precautionary caveat pertains only to the
hazards portion, Section 6, and the warning statements, 7.5.3.2
and 7.6.3.2, of these test methods. This standard does not
purport to address all of the safety concerns, if any, associated
with its use. It is the responsibility of the user of this standard
to establish appropriate safety and health practices and
determine the applicability of regulatory limitations prior to
use.

2. Referenced Documents

2.1 ASTM Standards:

E 772 Terminology Relating to Solar Energy Conversion?

E 1036/E 1036M Test Methods for Electrical Performance
of Nonconcentrator Terrestrial Photovoltaic Modules and
Arrays Using Reference Cells?

E 1328 Terminology Relating to Photovoltaic Solar Energy
Conversion?

E 1462 Test Methods for Insulation Integrity and Ground
Path Continuity of Photovoltaic Modules?

E 1799 Practice for Visual Inspection of Photovoltaic Mod-
ules

3. Terminology

3.1 Definitions—Definitions of terms used in these test
methods may be found in Terminology E 772 and Terminology
E 1328.

4. Significance and Use

4.1 The useful life of photovoltaic modules may depend on
their ability to withstand periodic exposure to high wind forces,
cyclic wind loads induced by vehicular motions, high loads
caused by accumulated snow and ice on the module surface,
and twisting deflections caused by mounting to non-planar
surfaces or structures. The effects on the module may be
physical or electrical, or both. Most importantly, the effects
may compromise the safety of the module, particularly in high
voltage applications, or where the public may be exposed to
broken glass or other debris.

4.2 These test methods describe procedures for mounting
the test specimen, conducting the prescribed mechanical tests,
and reporting the effects of the testing.
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4.2.1 The mounting and fastening method shall comply with
the manufacturer’s recommendations as closely as possible. If
slots or multiple mounting holes are provided on the module
frame for optional mounting point capability, the worst-case
mounting positions shall be selected in order to subject the
module to the maximum stresses.

4.2.2 If an unframed module is being tested, the module
shall be mounted in strict accordance with the manufacturer’s
instructions using the recommended attachment clips, brackets,
fasteners or other hardware, and tightened to the specified
torque.

4.2.3 The test specimen is mounted on a test base in a planar
manner (unless specified otherwise), simulating a field mount-
ing arrangement in order to ensure that modules are tested in a
configuration that is representative of their use in the field.

4.2.4 During the twist test, the module is mounted in a
manner simulating a non-planar field mounting where one of
the fastening points is displaced to create an intentional twist of
1.2°.

4.3 Data obtained during testing may be used to evaluate
and compare the effects of the simulated environments on the
test specimens. These test methods require analysis of both
visible effects and electrical performance effects.

4.3.1 Effects on modules may vary from no changes to
significant changes. Some physical changes in the module may
be visible even though there are no apparent electrical perfor-
mance changes. Conversely, electrical performance changes
may occur with no visible change in the module.

4.3.2 All conditions of measurement, effects of the test
exposure, and any deviations from these test methods must be
described in the report so that an assessment of their signifi-
cance can be made.

4.4 If these test methods are being performed as part of a
combined sequence with other mechanical or nonmechanical
tests, the results of the final electrical test (7.2) and visual
inspection (7.3) from one test may be used as the initial
electrical test and visual inspection for the next test; duplica-
tion of these tests is unnecessary unless so specified.

4.5 Some module designs may not use any external metallic
components and thus lack a ground point designation by the
module manufacturer. In these cases, the ground path continu-
ity test is not applicable.

5. Apparatus

5.1 In addition to the apparatus required for Test Methods
E 1036/E 1036M and E1462, the following apparatus is re-
quired.

5.2 Open Circuit Fault Detection—Instrumentation for
monitoring the module under test for open circuit conditions
during the mechanical integrity tests. An acceptable apparatus
is described in Annex Al.

5.3 Static Load Test Apparatus:

5.3.1 Test Base—A rigid test base shall be provided that
enables the module to be mounted front-side up or front-side
down in accordance with the requirements of 4.2.1 through
4.2.3. The test base shall enable the module to deflect freely
during load application to preclude any inadvertent interfer-

5.3.2 Load Measurement Equipment—Means shall be pro-
vided for measuring the applied load to within the prescribed
tolerances.

5.3.3 Loads—Suitable masses or means of applying pres-
sure shall be provided that enable the load to be applied in a
gradual, uniform manner. Some examples of loads that can be
used are:

5.3.3.1 Stacks of paper or small canvas or plastic bags filled
with several kilograms of sand, loose stones, or lead shot in a
sufficient quantity to meet the total load requirement,

5.3.3.2 A water bag that can be progressively filled to
increase the load,

5.3.3.3 A pneumatic bag that can be inflated to a controlled
pressure and that is located between the module and a fixed
surface (see 5.5, Cyclic Load Test Apparatus),

5.3.3.4 Loose sand can be used provided that a perimeter
retaining skirt of cardboard or thin plywood, for example, is
employed around the module perimeter to retain the sand and
maintain load uniformity to the module edges, or

5.3.3.5 Bricks or cement blocks may be used, but a pad
should first be placed on the module to prevent scratch or
particle damage. With such rigid load elements, care should be
exercised to minimize load concentration points.

5.3.3.6 If the applied load is comprised of discrete load
elements such as bags, bricks, or blocks, the individual units
shall weigh within 5 % of one another to ensure the application
of a uniform load on the module.

5.3.3.7 The applied load may be measured by pre-weighing
the load elements, or the load may be measured in-situ during
the test by the use of load scales incorporated into the test
apparatus. If a pneumatic bag is used, the load can be measured
with a pressure gage because the load is provided by pneumatic
pressure.

5.4 Twist Test Apparatus:

5.4.1 A rigid test fixture shall be provided that allows the
module to be installed in a flat, planar configuration, and that
permits the displacement of one of the attachment points such
that a twist is induced in the module (see Fig. 1). The test
fixture must meet the requirements of 4.2.1-4.2.4.

5.4.2 Acceptable test fixtures capable of meeting this re-
quirement include a simple table and shim arrangement, or a
more complicated rack structure with a special screw adjust-
ment for imposing the twist-inducing displacement.

5.5 Cyclic Load Test Apparatus—Several schemes are
available for conducting the cyclic load test. Whichever
scheme is selected must adhere to the requirements of 4.2.1
through 4.2.3. Schemes that have been found acceptable are:

5.5.1 Air Bag Scheme— With this scheme, pressure is
applied by inflatable air bags. The module is sandwiched
between two inflatable air bags which in turn are sandwiched
between rigid or semirigid backing plates. By pressurizing the
bag on one side of the module while the bag on the opposite
side is vented to the atmosphere, a uniform pressure load equal
to the pressure in the bag is applied to the module. By reversing
which bag is pressurized and which is vented, an alternating or
cyclic load is applied.

5.5.1.1 The distance between the module and the backing
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