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Standard Practice for
Mechanized Ultrasonic Examination of Girth Welds Using
Zonal Discrimination with Focused Search Units 1

This standard is issued under the fixed designation E 1961; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.

1. Scope 2.4 Military Standard:
1.1 This practice covers the requirements for mechanized MIL-Std-410 Nondestructive Testing Personnel Qualifica-

ultrasonic examination of girth welds. Evaluation is based  tion and Certificatiof
upon the results of mechanized ultrasonic examination. Accep- 2-5 APl Standard: o .
tance criteria are based upon defect limits defined by an AP!STD-1104 Welding of Pipeline and Related Facillties

Engineering Critical Assessment (ECA) or other accept/reject 2:6 CSA Standard: o
criteria defined by the Contracting Agency. CSA Z-662 Oil and Gas Pipelines Systéms
1.2 This practice shall be applicable to the development og Terminology
an examination procedure agreed upon between the users of L
this practice. 3.1 Definitions
1.3 The values stated in SI units are to be regarded as the 3.1.1 _Definiti_ons relating to ultrasonic examination, tha_t
standard. The inch-pound units given in parentheses are féPPear in Terminology E 1316 shall apply to the terms used in
information only. this practice.

1.4 This standard does not purport to address all of the 3-2 Definitions of Terms Specific to This Standard:
safety concerns, if any, associated with its use. It is the 3-2-1 acceptance criteria-definition of acceptable/

responsibility of the user of this standard to establish aploro_rejectable defects as defined by an Engineering Critical Assess-

priate safety and health practices and determine the applicaMent (ECA), such as defined in CSA-Z662 or API 1104, or
bility of regulatory limitations prior to use. workmanship criteria as defined by the contracting agency.

3.2.2 contract documentany document specified in the

2. Referenced Documents contract between the contracting agency and contractor, includ-
2.1 The following documents form a part of this practice toind the purchase order, specification, drawings or other written
the extent specified herein: material. _ _
2.2 ASTM Standards: 3.2.3 contracting agency-a government agency, prime
E 164 Practice for Ultrasonic Contact Examination of Weld-contractor or subcontractor procuring ultrasonic examination
mentg services.

E 317 Practice for Evaluating Performance Characteristics 3-2-4 contractor—the nondestructive examination contrac-
of Pulse-Echo Testing Systems Without the Use of Elec{or engaged by the contracting agency in work covered by this

tronic Measurement Instruments practice. _ _ o
E 1316 Terminology for Nondestructive Examinati®ns 3.2.5 mapping type presentationsan ultrasonic image pre-
2.3 ANSI/ASNT Standards: sentation whereby the digitized A-scan signal is represented as
ASNT Practice SNT-TC-1A Personnel Qualification andcolors or grayscale for amplitude variation along one axis
Certification in Nondestructive Testifg representing time of flight and the other axis is the sampling
ANSI/ASNT-CP-189 Standard for Qualification and Certi- POSition, or the distance along the weld. o
fication of Nondestructive Testing Persorihel 3.2.6 operator(s}—the term “operator(s)” as used in this

practice shall mean the operator(s) of ultrasonic equipment

L This practice is under the jurisdiction of ASTM Committee E-7 on Nonde-
structive Testing and is the direct responsibility of Subcommittee E07.06 on * Available from Standardization Documents Order Desk, Bldg. 4 Section D, 700

Ultrasonic Method. Robbins Ave., Philadelphia, PA 19111-5094, Attn: NPODS
Current edition approved July 10, 1998. Published September 1998. S Available from American Petroleum Institute, 1220 L Street, Northwest,
2 Annual Book of ASTM Standardgol 03.03. Washington, DC 20005.
3 Available from American National Standards Institute, 11 W. 42nd St., 13th  © Available from Canadian Standards Association, 178 Rexdale Boulevard,
Floor, New York, NY 10036. Etobicoke, Ontario, Canada M9W 1R3.
Copyright © ASTM International, 100 Barr Harbor Drive, PO Box C700, West Conshohocken, PA 19428-2959, United States. Doc u m ents
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who is (are) certified according to the requirements in 6.6 angrocedure. This examination should be combined with scribing
at a level deemed acceptable to the contracting agency. the reference line as described in 9.3.

5.1.2 Any items of non-compliance shall be referred to the
4. Significance and Use contracting agency representative for corrective action.

4.1 This practice is intended primarily for the mechanized 5.2 Ultrasonic Examinatior-All girth welds identified for
ultrasonic examination of pipe girth welds used in the con-mechanized ultrasonic examination should be examined for
struction of gas and oil pipelines. This practice, with appropri-100 % of their circumference and assessed in accordance with
ate modifications due to changes in weld profile, may also b&e contracting agency’s acceptance criteria. Examination
used to examine repaired welds. Manual techniques such &ould be conducted in accordance with procedures approved
described in Practice E 164 may also be used to examiney the contracting agency.
production or repaired welds. This practice, with appropriate
modifications, may also be used to examine other forms of but. Ultrasonic Equipment

welds including long seams. _ .. 6.1 Ultrasonic System-The system shall provide an ad-
4.2 Techniques used are to be based on zonal discriminatiqfyyate number of examination channels to ensure the complete
whereby the weld is divided into approximately equal verticalyq|ymetric examination of the weld through thickness in one
examination sections (zones) each being assessed by a pair@fcumferential scan. The instrument should provide a linear
ultrasonic search units. See Fig. 1 for typical zones. “A” scan presentation for each channel selected. The exami-
4.3 Thicknesses of material examined are normally 7 t0 2%,4tion channels will allow the volume of the weld scanned to
mm (0.28 to 1.00 in.) and pipe diameters 15 cm (6.0 in.) anthe assessed in accordance with the examination zones as
greater but this standard may apply to other thicknesses angically defined in Fig. 1. Instrument linearity should be
diameters if the techniques can be proven to provide th@etermined according to the procedures detailed in Practice
required zonal discrimination. E 317, within six months of the intended end use date. The
_ 4.4 Examination zones are typically 2 to 3 mm (0.08 10 0.12:ontractor shall retain a copy of the calibration certificate.
in.) in height. For most applications this will require the use of |nstrument linearity should be such that the accuracy of any
contact focused search units to avoid interfering signals origiingicated amplitude is within 5% of the actual full scale

nating from off-axis geometric reflectors and to avoid excesamplitude. This should apply to both linear and logarithmic

sive overlap with adjacent zones. amplifiers. Each examination channel should be selective for:
o pulse-echo or through-transmission mode, gate position and
5. Examination Methods length for a minimum of two gates, and gain. Recording

5.1 Visual Examination-All welds should be visually ex- thresholds should be selectable to display signals between 0
amined after completion and assessed in accordance with tleed 100 % of full screen height for simple amplitude and
requirements of surface conditions for ultrasonic examinationtransit time recording and should be from 0 to 100 % for

5.1.1 All bevels should be examined immediately afterB-scan or “mapping” type recording of data. Two recordable
machining to ensure compliance with the applicable weldingsignal outputs per gate should be available, being either analog

Zones  Zone |dentification

Discontinuity

8 2ndFil & Cap Solidification Crack

1st & 2nd Fill

5 1st Fill
*~— Non Fusiontst Fill

4 Hot Pass (Upper)

3 Hot Pass (Lower)

Lack of Cross Penetration
2 Land for Cross Penetration

1 Root Root Bead Porosity
N
Bum Thru
Hi-Lo
FIG. 1 Schematic Representation of Weld Zones and Discontinuities DOCU ments
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or digital and representative of signal height and time of flight.for field examination and to monitor the system’s performance
These will be suitable for recording on a multi-channelon an ongoing basis. Reference standards shall be manufac-
recorder or computer data acquisition software display. tured from a section of unflawed project-specific line pipe
6.2 Recording System supplied by the contracting agency. The contracting agency
6.2.1 A distance measuring circuit or device suitable forwill provide the contractor with details of project-specific weld
connection to the recorder or acquisition system shall providgeometries and the reference reflectors required in specific
a means of electronically determining circumferential weldareas. The contractor shall then provide a reference standard
distance to an accuracy of typically 1 cm (0.4 in.) or better, design that must be submitted to the contracting agency for
as required by the contracting agency, over the circumferencapproval before manufacturing. No design changes to the
of the weld (an optical encoder is typically used for suchreference standard shall be made without prior approval of the
distance measurement). Programmed scan lengths shall bentracting agency. Annex A3 provides an example of a typical
sufficient to ensure all probes will travel the maximum circum-reference standard.
ferential distance required for a pipe having a diameter with the 6.6 Personnel Qualification-If specified in the contractual
maximum tolerance allowed by the contracting agency’s speciagreement, personnel performing examinations to this practice
fication. For equipment with encoders traveling on a track oshall be qualified in accordance with a nationally recognized
welding guide-band a correction factor will be incorporated toNDT personnel qualification practice or standard such as
ensure the circumferential distance recorded on the chagNSI/ASNT-CP-189, SNT-TC-1A, MIL-STD-410, or a Simi-
corresponds to the search unit position on the pipe outdar document and certified by the employer or certifying
surface. The recording or marking system shall clearly indicatagency as applicable. The practice or standard used and its
the location of discontinuities relative to the marked startingapplicable version shall be identified in the contractual agree-
position of the scan, with & 1 cm (0.4 in.) accuracy. There ment between the using parties.
shall be recordings from each search unit for weld discontinui- 6.7 Ultrasonic Examination ProcedureThe contractor
ties and confirmation of the acoustic coupling arranged on thehould provide a procedure that will provide examination
chart or display in a manner acceptable to the contractingriteria for the ultrasonic examination of the weld in a single
agency. pass. It must allow for characteristic Hi/Lo fit-ups (edge
6.2.2 B-scan or other form of “mapping” displays will be misalignment), weld shrinkage and be pipe size specific.
used for volumetric flaw detection and characterizations angrocedures submitted will allow zonal defect characterization
Time of Flight Diffraction (TOFD) techniques may be added tothat permits use of the contracting agency’s engineering critical
improve characterization and sizing. TOFD techniques mawssessment acceptance criteria. It should include but not be
augment pulse-echo techniques but shall not replace pulsémited to describing the following requirements:
echo techniques. 6.7.1 The mechanized variable speed scanner mountable on
6.2.3 Where TOFD techniques are employed the recordingnechanical welding bands or other tracking mechanism,
system should be capable of a 256-level grayscale display andg 7.2 The encoder capable of accurately indicating any
be capable of recording full R-F wave forms for the TOFD gefect location about the girth weld,
search unit pairs. _ _ _ 6.7.3 Independently loaded ultrasonic search units mounted
6.3 Coupling—The coupling shall be obtained by using a iy an array that provides independent examination of the weld
medium suitable for the purpose. An environmentally safeom hoth sides,
wetting agent may be required to enhance acoustic coupling. ¢ 7 4 provisions for adjusting and maintaining the align-
No residue should remain on the pipe surface after the liqui¢h,ant of these search units,
has evaporated. For examination where ambient temperaturesg
are below 0°C (32°F) a methyl alcohol washer fluid or a similar_.
medium may be used. This liquid medium may be recovereg
and filtered for re-use. For examination where pipe cool-dowr}h

may be required after welding, water spray or other agents may 6.7.7 A technique summary stating beam angles, wave

be used with contracting agency approval. types, search unit frequencies, beam sizes and profiles with

6.4 Search Units sketches for each geometry to be examined
6.4.1 Each search unit shall be marked with a method to 9 y - ) ! .
6.7.8 Record analog or digital signals from the multi-

identify the manufacturer’'s name, search unit type, exit point, h Is t dist f rotai

incident beam angle or refracted beam angle for a specifig anneis to a common distance o r;) ilon, . i

wedge/steel velocity ratio, frequency, and crystal size. _ 6.7.9 Provide permanent copy of the scans in an easily
interpretable format to meet archival and audit needs,

Note 1—For phased array and EMAT probes, not all of the listed items g 7.10 Provide construction and accuracy details of the
may be applicable. reference standard,

6.4.2 The search unit array design shall be specific to the 6.7.11 Provide the standardization procedures to be used in

7.5 Provisions for recording the continuity of the cou-
ling,

6.7.6 Provisions for ensuring the mechanical reliability of
e equipment,

project where the examination is to be performed. the field, and
6.4.3 All search units shall be contoured to match the 6.7.12 Standardization checks should be established and
curvature of the pipe surface. verified on a time or weld cycle defined by the contracting

6.5 Reference StandardsReference standards shall be agency. System performance between standardization checks
used to establish sensitivity and qualify the examination systershould be continually monitored.for degB@ﬁu ments
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7. Ultrasonic Examination Set-Up use a threshold for evaluation or patterns in mapping type
7.1 Search Unit Positioning and Primary Reference channels and transit time may be used to characterize porosity.

Sensitivity—The system shall be optimized for field examina- /-4 Recording Set-Up-Channel output signals should be
tion using the reference standard. Each search unit shall &ranged on the recording display in a manner that allows the
positioned at its operating distance from the simulated weldVeld to be presented symmetrically either side of the weld
centerline on the reference standard and adjusted to provideCgnterline. In addition, delays should be applied to the signals
peak signal from its target reference reflector in the searcflOmM €ach search unit to compensate for the various circum-
unit's examination zone. The peak signal response shall pferential positions relative to the circumferential zero point.
adjusted to 80 % full-screen height (FSH) for each channelPeétails of the delays applied and the chart arrangement shall be

The gain level determined for each search unit shall be thgecorded in the procedure.

primary reference. 7.5 Circumferential Scanning VelociyThe circumferen-
7.2 Gate Settings tial scanning velocityv, shall be determined by:
7.2.1 Fusion-Zone Search UnitsUsing the reference stan- V. =W, X P_stF 1)

dard, each detection gate shall be set to cover a sound path

distance that starts at least 3 mm (012 |n) before the weld Where:Wc is the narrowest -6dB beam width at the appro-
preparation and ends at least 1 mm (0.04 in.) past the welgriate operating distance(s) of the all search units and PRF is
centerline. The gate start position with respect to the wel he effective pulse repetition frequency per search unit.
preparation and gate length for each channel shall be recorded
in the procedure. 8. Dynamic Standardization

7.2.2 Porosity Detection Search Units (Fill Regior)

; . - . 8.1 Detection Channels
Porosity provides a weak and characteristically different re- 8.1.1 With the svstem optimized the reference standard shall
flected signal compared to perpendicular reflection from non: e éc;anneld at theéame speleézat hich the examination will be
fusion discontinuities. Dedicated channels using B-scan op P whl xamination wi

mapping type presentations are recommended for detecting aﬁﬁrrzozmegd O;I' hﬁsﬁn?rm?n or ?\'gr't?lrrﬁcor?'?ﬁ tshralrl m%czztei‘n
characterizing porosity and other volumetric defects. One o giraS,rr t° i 7n 0 ier?Cd enethe g? T ecT% eicro neﬁ -
the fusion-zone search units can be used for porosity detectio €lr correct position assigned on the dispiay. 1he circumte

or (an) extra search unit(s) may be added to the array. Using the(:'rntlal positional accuracy of the recorded reflectors relative to

reference standard, each mapping gate should be set to cove?%Ch other should be within typicaly 2 mm (0.080 in.), and

sound path distance which starts at least 1 mm (0.04 in.) befo%'th respect to the zero start they should be within typicadly

the weld preparation and long enough to encompass the we cm (0.4 in.). . L
bevel on the opposite side of the weld centerline. For test piece 8-1-2 Acceptability of a system to produce a standardization
thickness greater than about 12 mm (0.5 in.), beam charactefhart or record will be based on its ability to discriminate
istics may require the use of more than one search unit fofxamination zones typical of those described in Fig. 1. This
porosity detection in the fill regions. Scanning sensitivity Wil P€ demonstrated by signals from adjacent zones being at
should be typically 8 to 14 dB over that required to achieve ari¢ast 6 dB and not more than 14 dB lower than from the zone
80 % FSH signal from a flat-bottom hole (FBH) typically 1.5 & search unit chan.nel is standardized for. Failure to ensure the
to 2.0 mm (0.060 to 0.080 in.) diameter, but should not be s& 0 14 dB separation between zones may be unacceptable and

great as to cause interfering electrical or geometric noise th&2uld require repositioning of the search unit or a complete
could be misinterpreted. search un_lt replacement. Actual QB separation requirements
7.2.3 Porosity Detection Search Units (Root Regien) may be stipulated by the contracting agency.

Using the reference standard each detection gate shall be set $-2 Coupling Monitor Channeis-A met.hod. shouI.d be em-
cover a sound path distance which starts at least 1 mm (0. oyed to determine that constant coupling is achieved during

in.) before the weld preparation and long enough to ensurgXaminations. An examination of the test piece with its surface

coverage of the weld root area. Fusion-zone search units in téiP€d dry (lack of couplant) should produce a record showing

lowest examination zone(s) can be used for porosity detectiofi @Psence of the couplant recording signal.

in the root region or (an) extra search unit(s) may be added to o

the array. Scanning sensitivity requirements for porosity detec?- Field Examination

tion in the root region should be adequate to ensure detection 9.1 Weld Identificatior—Each weld shall be identified by a

of porosity in this region. Scanning sensitivity should beunique number, a “0” mark and arrow, designating start point

typically 4 to 14dB over that required to achieve an 80 % FSHand direction of travel. The mark shall not interfere with

signal from a FBH typically 1.5 to 2.0 mm (0.060 to 0.080 in.) scanning.

diameter but should not be so great as to cause interfering 9.2 Surface Conditioa-A 10 cm (4.0 in.) wide scanning

electrical or geometric noise that could be misinterpreted. area on each side of the weld shall be clear of weld spatter and
7.3 Evaluation Threshold-The evaluation threshold for other conditions which may interfere with the movement of the

each detection channel shall be typically 20 % of full screersearch units, the coupling liquid, or the transmission of

height or greater for fusion zones. All signals above thisacoustic energy into the material. Any surface condition such

amplitude will be evaluated in accordance with the contractingas geometry, coating, etc., impeding the ultrasonic examination

agency’s acceptance criteria. Porosity detection channels maall be noted for corrective action prior t Q@Ud‘nents

Document Sharing Hub

Full document details: ASTM E1961-98


http://www.avadocuments.com/doc/astm-e1961-98
http://www.avadocuments.com/doc/astm-e1961-98

