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QH“y) Designation: E 338 — 91 (Reapproved 1997)

Standard Test Method of
Sharp-Notch Tension Testing of High-Strength Sheet
Materials *

This standard is issued under the fixed designation E 338; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilone] indicates an editorial change since the last revision or reapproval.

This standard has been approved for use by agencies of the Department of Defense.

1. Scope 1.5 This standard does not purport to address all of the

1.1 This test method covers the determination of a comparsi@fety concerns, if any, associated with its use. It is the
tive measure of the resistance of sheet materials to unstabigsponsibility of the user of this standard to establish appro-
fracture originating from a very sharp stress-concentrator opriate safety and health practices and determine the applica-
crack. It relates specifically to fracture under continuously?ility of regulatory limitations prior to use.
increasing load and excludes conditions of loading that pros,
duce creep or fatigue. The quantity determined is the sharp-
notch strength of a specimen of particular dimensions, and this 2-1 ASTM Standards: o _
value depends upon these dimensions as well as the characterE 4 Practices for Force Verification of Testing Machihes
istics of the material. The sharp-notch strength:yield strength E 8 Test Methods for Tension Test of Metallic Materfals
ratio is also determined. E 602 Test Method for Sharp-Notch Tension Testing with

1.2 This test method is restricted to one specimen width _Cylindrical _Spemmer?s _
which is generally suitable for evaluation of high-strength E 616 Terminology Relating to Fracture Tesfing
materials (yield strength-to-density ratio above 700 000 psi
Ib-in.3 or (18 kgf/mnt)/(g/cnt)). The test will discriminate o
differences in resistance to unstable fracture when the sharp-3-1 Definitions: o :
notch strength is less than the tensile yield strength. The 3-1.1 crack strengthg, [FL™]—the maximum value of the
discrimination increases as the ratio of the notch strength to thg°minal (net-section) stress that a cracked specimen is capable
yield strength decreases. of sustaining. _ .

1.3 This test method is restricted to sheet materials not less 3-1-1.1 Discussior—See definition ofnominal (net-
than 0.64 mm (0.025 in.) and not exceeding 6 mm (0.25 in.) ib€ction) stressn Terminology E 616.
thickness. Since the notch strength may depend on the sheet3:1-1.2 Discussior—Crack strength is calculated on the

thickness, comparison of various material conditions must b82SiS Of the maximum load and the original minimum cross-
based on tests of specimens having the same nominal thicRectional area (net cross section or ligament). Thus, it takes into
ness. account the original size of the crack, but ignores any crack

1.4 The sharp-notch strength may depend strongly upofiXtension that may occur during the test.
temperature within a certain range depending upon the char- 3-1.1.3 Discussior—Crack strength is analogous to the
acteristics of the material. The test method is suitable for testd!imate tensile strength, as it is based on the ratio of the
at any appropriate temperature. However, comparisons ¢paXimum load to the minimum cross-sectional area of the

various material conditions must be based on tests conducted SRECIMeN at the start of the test. . .
the same temperature. 3.1.2 sharp-notch strengthi, [FL ™= ]—the maximum nomi-

nal (net-section) stress that a sharply notched specimen is
Note 1—Further information on background and need for this type Ofcapable of sustaining.
test is given in the first report by the ASTM Committee on Fracture 3.1.2.1 Discussior—See definition of nominal (net-

Testing of High-Strength Sheet Materigls. ; . .
NOTS 2—Tﬁe valuegstated in S| (metric) units are to be regarded as thgecuon) Str.essn TermmOIOQy E 616.
standard. 3.1.2.2 Discussior—Values of sharp-notch strength may
depend on notch and specimen configuration as these affect the
T _ o . ' net cross section and the elastic stress concentration.
This method is under the jurisdiction of ASTM Committee E-8 on Fatigue and 3.1.2.3 Discussior—The tension specimens used in Test

Fracture and is the direct responsibility of Subcommittee E08.02 on Standards and . ..
Terminology. P Y "Method E 602 and this test method have notch root radii that
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approach the limit of machining capability. For these speci5. Apparatus

mens, the radius is believed to be small enough that any 51 The test shall be conducted with a tension testing
smaller radius that is obtainable by standard machining methnachine that conforms to the requirements of Practices E 4.
ods would not produce changes, in notch strength, that are 5 2 The devices for transmitting load to the specimen shall
significant from an engineering viewpoint. be such that the major axis of the specimen coincides with the
3.1.2.4 Discussior—In these test methods, the notch rootload axis. A satisfactory arrangement incorporates clevises
radii are very small (approaching the limit for machining carrying hardened pins which pass through holes in the ends of
capability), and values of sharp-notch strength may depend othe specimen, the diameter of the pins being only slightly
notch root radius. See definition abtch tensile strengthin ~ smaller than that of the holes. Spacing washers of the necessary
Terminology E 616. thickness shall be used to center the specimen in the clevises.
A typical arrangement is shown in Fig. 1.
4. Significance and Use

4.1 The test method provides a comparative measure of the
resistance of sheet materials to unstable fracture originating
from the presence of cracks or crack-like stress concentrators.
It is not intended to provide an absolute measure of resistance
to crack propagation which might be used in calculations of the
strength of structures. However, it can serve the following
purposes:

4.1.1 Inresearch and development of materials, to study the
effects of the variables of composition, processing, heat-
treatment, etc.;

4.1.2 In service evaluation, to compare the relative crack-
propagation resistance of a number of materials which are
otherwise equally suitable for an application, or to eliminate
materials when an arbitrary minimum acceptable sharp-notch

Space for head reinforcing
plates and centering
washers.

strength can be established on the basis of service performance \ -+

correlation, or some other adequate basis; Specimen RN ¢
4.1.3 For specifications of acceptance and manufacturing \\

quality control when there is a sound basis for establishing a N

minimum acceptable sharp-notch strength. Detailed discussion FIG. 1 Specimen Loading Clevis with Hardened Pin

of the basis for setting a minimum in a particular case is
beyond the scope of this method. 5.3 Temperature Contrel-For the tests at other than room

4.2 The sharp-notch strength may decrease rapidly througi§MpPerature, any suitable means may be used to heat or cool
a narrow range of decreasing temperature. This temperatuf8€ SPecimen and to maintain a uniform temperature over the
range and the rate of decrease depend on the material and i@9ion that includes the notch or crack. The ability of the
thickness. The temperature of the specimen during each te§fluiPment to provide a region of uniform temperature shall be
shall therefore be controlled and recorded. Tests shall bgStablished by measurements of the temperature at positions on
conducted throughout the range of expected service temperBOth faces of a specimen as shown in Fig. 2. The temperature
tures to ascertain the relation between notch strength angHrveys shall be conducted either at each temperature level at

temperature. Care shall be taken that the lowest and highe‘é’@_iCh tests are to be made, or at a series of temperature levels
anticipated service temperatures are included. at intervals of 30°C (50°F) over the range of test temperatures.

o ) The test temperature shall be held withirl¥2°C (=2%2 °F)

4.3 Limited results suggest that the sharp-notch strengths%{ fing the course of the test. At the test temperature the

stable high-strength steels are not appreciably sensitive to ra o
of Ioadin% within%he range of Ioadinzprates n)(/)rmally used in ifference between the indicated temperatures at any two of the
;our thermocouple positions shall not exceed 3°C (5°F).

conventional tension tests. Where very low or high rates o
loading are expected in service, the effect of loading rate Nore 3—A convenient means of heating or cooling flat specimens

should be investigated using special procedures that are beyopehsists of a pair of flat copper or brass plates which contact the surfaces
the scope of this method. of the specimen. The plates are fitted with heating or cooling devices

h _ f sh h h designed to maintain uniformity of temperature of the contact surfaces.
4.4 The precision of sharp-notch strengt rneasuremer’\'thermocouples may be permanently incorporated with their junctions at

should be equivalent to that of the ordinary tensile strength ofhe contact surfaces. Such devices have been found convenient and
a sheet specimen since both depend upon measurementsrefable for temperatures from that of liquid nitrogen to at least 330°C
load and of dimensions of comparable magnitude. Howeve(800°F)* The use of liquid baths for heating specimens shall be avoided
the sharp-notch strength is more sensitive to local flaws thaknless it can be estab_lished that the liquid has no effect on the sharp-notch
the tensile strength and normally shows more scatter. The'ength of the material.

influence of this scatter should be reduced by testing duplicate

specimens and averaging the results. +Srawley, J. E., and Beachem, C. BR. Report sEXNQGANNLRNLS
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