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Standard Test Method for
Measuring Pavement Macrotexture Depth Using a
Volumetric Technique *

This standard is issued under the fixed designation E 965; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.

1. Scope 4. Summary of Test Method

1.1 This test method describes a procedure for determining 4.1 The standard materials and test apparatus consist of a
the average depth of pavement surface macrotexture (see 3dgantity of uniform material, a container of known volume, a
(1)? by careful application of a known volume of material on suitable wind screen or shield, brushes for cleaning the
the surface and subsequent measurement of the total arpavement surface, a flat disk for spreading the material on the
covered. The technique is designed to provide an average demhrface, and a ruler or other measuring device for determining
value of only the pavement macrotexture and is considerethe area covered by the material. A laboratory balance is also
insensitive to pavement microtexture characteristics. recommended for further ensuring consistent amounts for each

1.2 The results obtained using this procedure to determinmeasurement sample.
average pavement macrotexture depths do not necessarily4.2 The test procedure involves spreading a known volume
agree or correlate directly with those obtained by othefof material on a clean and dry pavement surface, measuring the

pavement macrotexture measuring meth(ﬂ§). area covered, and subsequently calculating the average depth
1.3 The values stated in inch-pound units are to be regardegetween the bottom of the pavement surface voids and the tops
as the standard. of surface aggregate particles. This measurement of pavement

1.4 This standard does not purport to address all of thesurface texture depth reflects the pavement macrotexture char-
safety concerns, if any, associated with its use. It is thexcteristics(1, 5).
responsibility of the user of this standard to establish appro-

: ; ; :.~_ Note 1—In spreading the material specified in this test method, the
E{Ili?)t/eo??;ztglaatr;(:yi}?n?::{[gti%?s(:t[l)?ﬁ)sr ?gisdeetermlne the appllcasurface voids are completely filled flush to the tips of the surrounding

aggregate particles. This test method is not considered suitable for use on
grooved surfaces or pavements with largel(0 in. (25 mm)) surface

2. Referenced Documents X
voids.

2.1 ASTM Standards:
D 1155 Test Method for Roundness of Glass Spieres 5. Significance and Use

E 178 Practice for Dealing with Outlying Observatiéns 5.1 This test method is suitable for field tests to determine
E 867 Terminology Relating to Traveled Surface Characteryhe average macrotexture depth of a pavement surface. The
istics’ knowledge of pavement macrotexture depth serves as a tool in

3. Terminology cha_racte_rizing_ the pavement surface texture. When used in
: . . . conjunction with other physical tests, the macrotexture depth
?'1 Terg16|nology used in this standard conforms to Term"values derived from this test method may be used to determine
nosogyDEfinigbn of Term Specific to This Standard: the pavement skid r.egist_ance capability and the suita_lbility of
' o ) paving materials or finishing techniques. When used with other
3.2.1 pavement macrotexturethe dewapons ofa pavement tests, care should be taken that all tests are applied at the same
sgrface_ from a true planar surfacg with the Ch"’lraCte”St'(’focation. Improvements in pavement finishing practices and
?rllmen:tséor:s Ofl waveler;fgtht ?nd amplltud(ta.frtom 0,['.5 mm up tomaintenance schedules may result from use of this test method.
0se that no longer aflect tire-pavement interaction. 5.2 The texture depth measurements produced using this
test method are influenced by pavement macrotexture charac-
1 This test method is under the jurisdiction of ASTM Committee E-17 on teristics and not significantly affected by pavement microtex-
Vehicle-Pavement Systems and is the direct responsibility of Subcommittee E17.28 re. Pavement aggregate particle shape, size, and distribution

on Surface Characteristics Related to Tire—Pavement Slip Resistance. : : :
Current edition approved Nov. 10, 1996. Published January 1997. Originallyare texture features not addressed in this procedure' This test

published as E 965 — 83. Last previous edition E 965 — 87 (¥395) method is not meant to provide a complete assessment of
2 The boldface numbers in parentheses refer to the list of references at the end plavement surface texture characteristics.
this test method.
2 Annual Book of ASTM Standarddl 06.02. _5.3 The pavement macrotexture depth values measured by
4 Annual Book of ASTM Standardéol 14.02. this test method, with the equipment and procedures stated
5 Annual Book of ASTM Standardgol 04.03. herein, do not necessarily agree or correlate directly with other
Documents
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techniques of surface texture measurements. This test method6.1.5 Wind Screer-A suitable screen or shield shall be
is also suitable for research and development purposes, whepéaced on the pavement surface to protect the material sample
direct comparisons between pavement surfaces are to be mafilem the wind and turbulence created by traffic. An example is
within the same test program. shown in Fig. 1.

NoTte 2—The pavement surface to be measured using this test methaod 6.1.6 Scale_A Standafrd scale 12 in. (305-mm) or g.reate_r I.n
must be dry and free of any construction residue, surface debris, and loo ngth and having 0.1-in. (2.5-mm) or 1-mm (0.04-in.) divi-

aggregate particles that would be displaced or removed during norm&0Ns should be used. - .
environmental and traffic conditions. 6.2 Use of a laboratory balance, sensitive to 0.1 g, is

. recommended with this test method to provide additional
6. Materials and Apparatus control and to ensure that the amount of material used for each
6.1 The essential elements of the apparatus, shown in Fig. $urface macrotexture depth measurement is equal in both mass
consist of the following material and equipment: and volume.
6.1.1 Material®—Solid glass spheres having 90 % round-
ness in accordance with Test Method D 1155. The spheres shdll Procedure

be graded to have a minimum of 90 % by weight passing a No. 7 1 Test Area—Inspect the pavement surface to be measured
60 sieve and retained on a No. 80 siéve _and select a dry, homogeneous area that contains no unique,
6.1.2 Sample ContainerA cylindrical metal or plastic |ocalized features such as cracks and joints. Thoroughly clean
container with a predetermined internal volume of at least 1.8ne surface using the stiff wire brush first and subsequently the
cubic in. (25 000 mrf) shall be used to determine the volume soft pristle brush to remove any residue, debris, or loosely
of sand spread. _ _ . bonded aggregate particles from the surface. Position the
6.1.3 Spreader Toet-A flat, hard disc approximately 1 in.  nortaple wind screen around the surface test area.
(25 mm) thick and 2.5 to 3.0 in. (60 to 75 mm) in diameter 7 > Mmaterial Sample—Fill the cylinder of known volume
shall be used to spread the sand. The bottom surface or face @fih dry material and gently tap the base of the cylinder several
the disc shall be covered with a hard rubber material and §mes on a rigid surface. Add more material to fill the cylinder
suitable handle may be attached to the top surface of the disg, he top, and level with a straightedge. If a laboratory balance

Note 3—An ice hockey puck is considered suitable for use as the hardS aVai!ab|E, determine t_he mass of material in the cylinder and
rubber material in this test method. use this mass of material sample for each measurement.

6.1.4 Brushes—A stiff wire brush and a soft bristle brush /-3 Test MeasurementPour the measured volume or

shall be used to clean thoroughly the pavement surface prior #§€ight of material onto the cleaned surface within the area
application of the material sample. protected by the wind screen. Carefully spread the material into

a circular patch with the disk tool, rubber-covered side down,
filling the surface voids flush with the aggregate particle tips.
¢ Historically Ottawa natural silica sand was used for this test method. Glasdvleasure anc_i record the diameter of the circular area CO\_/ered
spheres have been found to provide an equivalent measurement but with grealgly the material at a minimum of four equally spaced locations
precision, both within laboratory and between laboratories. An additional motivationground the sample circumference. Compute and record the

to use glass spheres is the difficulty of preparing Ottawa sand meeting the gradation

requirements of passing a No. 50 sieve and retained on a No. 100 sieve. Manuglverage diameter.

sieving is necessary and is time consuming producing low yields of usable material Note 4—For very smooth pavement surfaces where the patch diam-
from most sources of sand. However, when sand meeting the gradation requirementf ter than 12 in. (305 it i ded that half th
is used, the resulting texture depth approximates that obtained with glass sphere%.erS are greater than in. ( mm), it is recommende at ha €

7 Commercially available material may be used, but must be graded and tt—“:ste'aormal volume of material be used.
for roundness to assure that they conform to this test method. 7.4 Number of Test MeasurementShe same operator
should perform at least four, randomly-spaced measurements
of average macrotexture depth on a given test pavement
EARLE WM SR N surface type. The arithmetic average of the individual macro-
texture depth values shall be considered to be the average
macrotexture depth of the test pavement surface.

8. Calculation

8.1 Cylinder Volume—Calculate the internal volume of the
sample cylinder as follows:

_ wd?h
V=-7
1
where:
V = internal cylinder volume, id(mm?®),
d = internal cylinder diameter, in. (mm), and
h = cylinder height, in. (mm).
FIG. 1 Apparatus for Measuring Surface Macrotexture Depth 8.2 Average Pavement Macrotexture [%éwh!fé'nts
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