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Standard Test Method for

Dimensions of Notches on Silicon Wafers 1

This standard is issued under the fixed designation F 1152; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilone} indicates an editorial change since the last revision or reapproval.

1. Scope maximum and minimum lines on the template.
1.1 This test method covers a nondestructive procedure to 3-4 The image of the notch sides are compared with a series

determine whether or not the dimensions of fiducial notches off @ngles on the notch angle template and the angle that makes
silicon wafers fall within specified limits. the best fit is chosen as the value of the notch angle.

standard. The values given in parentheses are for informatidfPtch.

only. S
1.3 This standard does not purport to address all of the4' Significance and Use

safety concerns, if any, associated with its use. It is the 4-1 Wafers mustbe accurately aligned in various processing
responsibility of the user of this standard to establish appro-duipment during integrated circuit manufacture.

priate safety and health practices and determine the applica- 4-2 A notch ground into the edge of the wafer at a specified
bility of regulatory limitations prior to use. orientation provides a positive method for such alignment. The

accuracy of the critical dimensions of the notch controls the
2. Referenced Documents possible accuracy of the alignment.
2.1 ASTM Standards: 4.3 This test method is specifically directed to the notch
E 122 Practice for Choice of Sample Size to Estimate glimensions specified in SEMI Specifications M 1, but with
Measure of Quality of a Lot or Proceds suitable modifications, the principles of this test method may
2.2 Military Standard: be applied to any desired notch dimensions.
MIL-STD-105E Sampling Procedures and Tables for In- 4-4 This test method may be used for process control,
spection by Attributes quality control, and incoming or outgoing inspection.
2.3 SEMI Standard: 4.5 Until an index of precision is determined based on an
M 1 Specifications for Monocrystalline Silicon Wafeks interlaboratory evaluation, this test method is not recom-
mended for use in decisions between purchasers and suppliers.
3. Summary of Test Method
. . " . 5. Interferences
3.1 The wafer is aligned in position on an optical compara- i . i
tor and the image of the notch is compared with a series of 5-1 Any foreign material or rough spots on the notch edge in
templates projected on the screen of the comparator. the light path may present a distorted image which can result in
3.2 First, the wafer is aligned so that the sides of the imag&€ determination of incorrect dimensions.
of the notch contact the image of the alignment pin used to fix 9-2 Alignment of the notch position with respect to the
the position of the wafer in use. In this case, the image of th&enter of the wafer is important in achieving an accurate
notch bottom must lie on or below the designated line on thélétermination of the notch characteristics.
notch form/depth template and the image of the wafer edge -3 Wear of grinding tools and process variations may result
must lie on or above another designated line on the templaté? Notch edges which are not exactly straight and a nonunique
3.3 The wafer is then aligned so that the image of the wafefadius at the apex of the _notch. l_Jnder these conditions, great
edge coincides with the wafer periphery line on the templateSaré must be taken to align the image of the notch correctly
In this case the image of the notch bottom must lie betweeR9ainst the appropriate portions of the template.

6. Apparatus

1 This test method is under the jurisdiction of ASTM Committee FO1 on 6.1 Optical Comparator capable of 20 and 50 magnifi-
Electronics and is the direct responsibility of Subcommittee F01.06 on Siliconcgtion with a Viewing screen |arge enough to d|Sp|ay an area 5

Materials and Process Control.
Current edition approved Aug. 15, 1993. Published October 1993. Originallyby S mr_n at 2 or 2 t?y 2 mm at 5&. .
pub"shed as F 1152 — 88. Last previous edition F 1152 — 88. 62 FIXtUI’e, fOi’ h0|d|ng the Wafel’ to be teSted The fIXtUI’e
2 Annual Book of ASTM Standardeol 14.02. must provide means for positioning the wafer such that the

3 Available from Standardization Documents Order Desk, Bldg. 4 Section D,700p|ane of the surface of the wafer is perpendicular to the

Robbins Ave., Philadelphia, PA 19111-5094, Attn: NPODS. . . di . d th h f b d ab .
4 Available from the Semiconductor Equipment and Materials Institute, gosViewing Irection and that the water can be rotated about Its

Middlefield Rd., Mountain View, CA 94043. center. The horizontal and vertical motions are parallel or
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perpendicular to the diameter of the wafer that passes through 6.3.3 Instructions for constructing templates are given in
the notch. Section 9.

6.3 Templateshaving lines which define the limits of the 6.4 Gage Block or Precision Rodwith dimensions ap-
notch dimensions. Two templates are required. proximately the same as the depth of the notch and accurately
6.3.1 The notch form and depth template has two sectionknown for use in establishing the magnification of the appara-

that define (1) the locations of the notch bottom and wafetus.

periphery relative to the center of the alignment pin, and (2) the 6.5 Rule 150 mm long with scale gradations of 0.5 mm or
location of the notch bottom relative to the wafer periphery.less.

Separate templates are required for each wafer diameter to be )

tested. An example of a notch form and depth template is giverf- Sampling

in Fig. 1. 7.1 Unless otherwise specified, Practice E 122 shall be used
6.3.2 The notch angle template contains angles from 88 tto select sample sizes. When so specified, appropriate sample
96° in 1° increments. sizes shall be selected from each lot in accordance with
152.4 (ACT DiM) 1524 (AT D)
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Note 1—In use the template is rotated 90° counterclockwise.

FIG. 1 Example of Notch Form and Depth Template DOCLI mentS
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