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superscript epsilon (€) indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 This specification covers machine made reinforced ther-
mosetting epoxy resin pipe and fittings, nominal pipe size
(NPS) 1 through 48 in. in diameter, to be used in marine piping
systems in which resistance to corrosion, aging, and deterio-
ration from seawater, gas, chemicals, and sea environment is
required.

1.2 When invoked by military or other procurement activi-
ties, MIL-P-24608 (SH) shall apply.

1.3 The values stated in inch-pound units are to be regarded
as the standard. The values given in parentheses are for
information only.

1.4 The dimensionless designator NPS has been substituted
in this standard for such traditional terms as ‘“nominal diam-
eter,” “size,” and “nominal size.”

1.5 The specific maximum temperature and pressure cov-
ered by this specification is 240°F (115.6°C) and 225 psi (15.5
bar).

1.6 The following safety hazards caveat pertains to the test
methods portion, Section 11, of this specification. This stan-
dard does not purport to address all of the safety concerns, if
any, associated with its use. It is the responsibility of the user
of this standard to establish appropriate safety and health
practices and determine the applicability of regulatory limita-
tions prior to use.

2. Referenced Documents

2.1 ASTM Standards:

D 257 Test Methods for dc Resistance or Conductance of
Insulating Materials®

D 618 Practice for Conditioning Plastics for Testing®

D 883 Terminology Relating to Plastics®

D 1141 Practice for the Preparation of Substitute Ocean
Water*

D 1599 Test Method for Resistance to Short-Time Hydrau-

! This specification is under the jurisdiction of ASTM Committee F-25 on Ships
and Marine Technology and is the direct responsibility of Subcommittee F25.13 on
Piping Systems.

Current edition approved Feb. 15, 1995. Published April 1995. Originally
published as F 1173 — 88. Last previous edition F 1173 — 88 (1993)<'.

2 Annual Book of ASTM Standards, Vol 10.01.

3 Annual Book of ASTM Standards, Vol 08.01.

* Annual Book of ASTM Standards, Vol 11.02.
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lic Pressure of Plastic Pipe, Tubing, and Fittings®

D 1600 Terminology for Abbreviated Terms Relating to
Plastics®

D 1898 Practice for Sampling of Plastics®

D 2105 Test Method for Longitudinal Tensile Properties of
“Fiberglass” (Glass-Fiber-Reinforced Thermosetting-
Resin) Pipe and Tube®

D 2310 Classification for Machine-Made Fiberglass (Glass-
Fiber-Reinforced Thermosetting-Resin) Pipe’

D 2924 Test Method for External Pressure Resistance of
Fiberglass®

D 2925 Test Method for Beam Deflection of “Fiberglass”
(Glass-Fiber-Reinforced Thermosetting-Resin) Pipe Under
Full Bore Flow®

D 2996 Specification for Filament-Wound “Fiberglass”
(Glass-Fiber-Reinforced Thermosetting-Resin) Pipe’

D 2997 Specification for Centrifugally Cast “Fiberglass”
(Glass-Fiber-Reinforced Thermosetting-Resin) Pipe’

D 3567 Practice for Determining Dimensions of “Fiber-
glass” (Glass-Fiber-Reinforced Thermosetting-Resin) Pipe
and Fittings’

D 4024 Specification for Machine Made “Fiberglass”
(Glass-Fiber-Reinforced Thermosetting Resin) Flanges®
D 4496 Test Method for dc Resistance or Conductance of

Moderately Conductive Materials®

E 162 Test Method for Surface Flammability of Materials
Using a Radiant Heat Energy Source’

E 662 Test Method for Specific Optical Density of Smoke
Generated by Solid Materials’

E 800 Guide for Measurement of Gases Present or Gener-
ated During Fires’

F 412 Terminology Relating to Plastic Piping Systems®

2.2 ANSI Standards:®

B16.1 Cast Iron Pipe Flanges and Flanged Fittings

B16.5 Steel Pipe Flanges, Flanges, Flanged Fittings

2.3 ISO Standards:®

13 Grey Iron Pipe, Special Castings and Grey Iron Parts for

3 Annual Book of ASTM Standards, Vol 08.04.
© Annual Book of ASTM Standards, Vol 10.02.
7 Annual Book of ASTM Standards, Vol 04.07.
8 Available from American National Standards Institute, 11 W. 42nd St., 13th

Floor, New York, NY 10036.
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Pressure Main Lines

559 Welded or Seamless Steel Tubes for Water, Sewage and
Gas

2.4  Other Documents:

National Sanitation Foundation Standard 14 °

MIL-P-24608 (SH) Pipe, Fittings, and Adhesive Kits, Glass
Reinforced Thermosetting Epoxy Resin for Shipboard
Piping Systems'®

IMO Assembly Resolution A.753(18) '°

3. Terminology

3.1 Definitions—Definitions are in accordance with Termi-
nologies D 883 or F 412D 883F 412, and abbreviations are in
accordance with Terminology D 1600D 1600, unless otherwise
indicated.

3.2 Definitions of Terms Specific to This Standard:

3.2.1 maximum operating pressure—the highest pressure
that can exist in a system or subsystem under normal operating
conditions. This pressure is determined by such influences as
pump or compressor shut-off pressures, pressure regulating
valve lockup (no flow) pressure, and maximum chosen pres-
sure at the system source.

3.2.2 representative piping system—a system composed of a
single manufacturer’s pipes, fittings, joints, and adhesives that
would normally be used by a customer or installer. If the
system is conductive, any devices normally supplied by the
manufacturer (either as electromechanical attachments or inte-
grated into the composite structure) for electrical continuity or
grounding are to be included as well.

4. Classification

4.1 General:

4.1.1 Pipe meeting this specification is classified by type,
grade, and class similar to Classification D 2310D 2310.

4.1.2 Fittings meeting this specification are also classified
by types (method of manufacture), grades (generic type of
resin), and classes (joining system).

4.1.3 Joints meeting this specification are classified only as
being conductive or non-conductive.

4.2 Types:

4.2.1 Type [—Filament-wound (pipe and fittings).

4.2.2 Type II—Centrifugally cast (pipe and fittings).

4.2.3 Type III—Molded (fittings only).

4.3 Grades:

4.3.1 Grade I—Epoxy/epoxy vinyl ester resin (pipe and
fittings).

4.3.2 Grade II—Polyester resins (pipe and fittings).

4.3.3 Grade IlI—Customer specified thermosetting resin
(pipe and fittings).

4.4 Classes:

4.4.1 Pipe and Fittings Only:

4.4.1.1 Class A—No liner.

4.4.1.2 Class B—Liner, reinforced.

4.4.1.3 Class C—Conductive, no liner.

? Available from the National Sanitation Foundation, 3475 Plymouth Rd., Ann
Arbor, MI 48105.

' Available from Standardization Documents Order Desk, Bldg. 4 Section D,
700 Robbins Ave., Philadelphia, PA 19111-5094, Attn: NPODS.
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4.4.1.4 Class D—Reinforced with conductive outer layer.

4.4.2 Joining System:

4.42.1 Class E—Nonconductive joint.

4.42.2 Class F—Conductive joint.

4.5 Piping Systems, including pipes, joints, and fittings,
along with any applicable fire protection coatings or coverings
shall meet at least one of the following three levels of full-scale
fire endurance.

4.5.1 Level 1—Piping systems must satisfy the acceptance
criteria defined in Annex A4 and pass the fire endurance test
method specified in Annex A4 for a duration of a minimum of
1 h.

4.5.2 Level 2—Piping systems must satisfy the acceptance
criteria defined in Annex A4 and pass the fire endurance test
method specified in Annex A4 for a duration of a minimum of
30 min.

4.5.3 Level 3—Piping systems must satisfy the acceptance
criteria defined in Annex A5 and pass the fire endurance test
method specified in Annex A5 for a duration of a minimum of
30 min.

4.5.4 Piping and insulation systems should not drip during
full-scale evaluations for Levels 1, 2, or 3.

5. Ordering Information

5.1 When ordering pipe and fittings under this specification,
the following should be specified:

5.1.1 Designation and date of this specification.

5.1.2 Type.

5.1.3 Grade.

5.1.4 Class.

5.1.5 NPS.

5.1.6 Manufacturer’s identification (for example, part num-
ber, product’s name, and so forth).

5.1.7 Specific customer requirements, if any.

6. Materials and Manufacture

6.1 Materials:

6.1.1 General—The resins, reinforcements, colorants, fill-
ers, and other materials, when combined as a composite
structure, shall produce a pipe that shall meet the performance
requirements of this specification.

6.1.2 Joining Systems—The joining system used shall be
rated for the same design conditions as the pipe and fittings.
This includes design for internal pressure, tensile strength,
bending strength, electrical resistance, etc., as called for in
Section 7.

6.2 Manufacture:

6.2.1 Pipe manufactured by the filament winding process
shall be in accordance with Specification D 2996D 2996.

6.2.2 Pipe manufactured by the centrifugal casting process
shall be in accordance with Specification D 2997D 2997.

6.2.3 Fittings shall be manufactured by the filament wound,
molded, or centrifugally cast process, using thermosetting resin
and glass reinforcement.

7. Performance Requirements

7.1 General:
7.1.1 The requirements of this section apply to all piping
and piping systems independent of serDOciments
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7.1.2 The specification of the piping shall meet the perfor-
mance guidelines that follow.

7.1.3 The structural wall of the piping system shall have
sufficient strength to take account of the most severe coincident
conditions of pressure, temperature, the weight of the piping
itself, and any static and dynamic loads imposed by the design
or environment. Once the structural wall thickness is calcu-
lated, the corrosion liner is added to obtain the pipe’s total wall
thickness.

7.1.4 For the purpose of assuring adequate robustness for all
piping systems, including open-ended piping, all pipe, fittings,
and joints shall have a minimum structural wall thickness able
to withstand loads caused by transportation, handling, instal-
lation, personnel traffic, and so forth. This may require the
pipe, fittings, and joints to have additional structural thickness
than otherwise required by service considerations.

7.1.5 The performance requirements for any component of a
piping system such as fittings and joints are the same as those
requirements for the piping system they are installed in.

7.2 Hydrostatic Strength:

7.2.1 A piping system shall be designed for a maximum
operating pressure not less than the maximum working pres-
sure to be expected under operating conditions nor less than the
highest set pressure of any safety valve or pressure relief
device on the system, if fitted.

7.2.2 The maximum operating pressure for a pipe system
shall be determined by dividing the short-term hydrostatic test
failure pressure by a minimum safety factor of 4 or the
long-term hydrostatic (>100 000 h) test failure pressure by a
minimum safety factor of 2.5, whichever is the lesser of the
two. Special design cases, such as where pressure surges can
not be accurately estimated or where dynamic loads cannot be
accurately accounted for, may warrant safety factors in excess
of these values, in some cases as great as 10:1. Either the
short-term or the long-term hydrostatic test pressures, which-
ever is used, shall be verified experimentally or by a combi-
nation of testing and calculations to the satisfaction of the
approving authority. In all designs, the maximum allowable
internal pressure shall be based on the weakest part of the
system, be it the pipe, fittings, and flanges or the joining
method used.

7.2.2.1 The maximum operating pressure shall be based on
the structural wall thickness, not the total wall thickness.

7.3 External Pressure:

7.3.1 External pressure shall be taken into account in the
design of the piping system for any installation which may be
subject to vacuum conditions inside the pipe or a pressure head
acting on the outside of the pipe.

7.3.2 A piping system shall be designed for a maximum
allowable external pressure not less than the sum of the
maximum potential pressure head outside the pipe plus the
design vacuum pressure. The maximum allowable external
pressure for a piping system shall be determined by dividing
the collapse test pressure by a minimum safety factor of 3.
Special design cases, such as where pressure surges cannot be
accurately estimated or where dynamic loads cannot be accu-
rately accounted for, may warrant safety factors in excess of
these values, in some cases as great as 10:1. The collapse test
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pressure shall be verified experimentally or by a combination
of testing and calculation methods to the satisfaction of the
approving authority.

7.3.2.1 The maximum allowable external pressure shall be
based on the structural wall thickness, not the total wall
thickness.

7.4 Longitudinal Tensile Properties:

7.4.1 The sum of the longitudinal stresses due to pressure,
weight and other dynamic and sustained loads shall not exceed
the maximum allowable stress in the longitudinal direction.
Forces caused by thermal expansion, contraction, and external
loads, such as wind loads, seismic loads, and so forth shall be
considered when determining longitudinal stresses in the
system. Internal shock, or pressure surge, commonly known as
water hammer, shall also be considered when determining the
stresses in the system.

7.4.2 The sum of the longitudinal stresses shall not exceed
half of the nominal circumferential stress derived from the
nominal internal pressure determined according to 2.2, unless
the maximum allowable longitudinal stress is verified experi-
mentally or by a combination of testing and calculation
methods to the satisfaction of the approving authority.

7.4.2.1 The maximum allowable maximum longitudinal
stress shall be based on the structural wall thickness, not the
total wall thickness.

7.5 Bending Strength:

7.5.1 A piping system shall be designed for a maximum
allowable bending stress not less than the sum of all bending
stress due to dead weight, expansion loads, external loads, and
any other static or dynamic loads imposed on the piping
system.

7.5.1.1 The maximum allowable maximum bending stress
shall be based on the structural wall thickness, not the total
wall thickness.

7.6 Beam Stiffness:

7.6.1 The piping system shall be supported properly to limit
the vertical deflection in any part of the piping system to 0.5 in.
(12.7 mm).

7.6.2 The calculation of support spacing shall take into
account the dead weight of the pipe and its fluid contents as
well as any other static external loads.

7.6.2.1 The maximum allowable maximum support spacing
shall be based on the structural wall thickness, not the total
wall thickness.

7.7 Temperature:

7.7.1 The piping system shall meet the design requirements
of these guidelines over the range of service temperatures it
will experience.

7.7.2 The maximum working temperature should be at least
36°F (20°C) less than the minimum heat distortion temperature
(determined according to ISO 75 Method A, or equivalent) of
the resin or plastic material. The minimum heat distortion
temperature should not be less than 176°F (80°C).

7.7.3 Where high- or low-temperature services are encoun-
tered, special attention should be paid to material properties.
Material properties such as strength, modulus, and so forth will
change with temperature, therefore, they shall be modified

according to the pipe system’s.desien EX@QUENENtS
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7.8 Impact Resistance:

7.8.1 A piping system shall have a minimum resistance to
impact to the satisfaction of the approving authority. The
impact resistance needs to satisfy all impact loading as a result
of transportation and installation, not just under normal opera-
tion.

7.9 Ageing:

7.9.1 Before selection of a piping system material, the
manufacturer shall confirm that the environmental effects
including, but not limited to, ultraviolet rays, saltwater expo-
sure, oil and grease exposure, temperature, and humidity, will
not degrade the mechanical, electrical, or physical properties of
the piping system material below the values necessary to meet
these guidelines.

7.10 Fatigue:

7.10.1 In the cases in which design loadings incorporate a
significant cyclic or fluctuating component, fatigue shall be
considered in the material selection process and taken into
account in the installation design.

7.10.2 In addressing material fatigue, the designer may rely
on experience with similar materials in similar service or only
laboratory evaluation with mechanical test specimens. How-
ever, the designer is cautioned that small changes in the
material composition may significantly affect fatigue behavior.

7.11 Erosion Resistance:

7.11.1 In the cases in which fluid in the system has high
flow velocities, abrasive characteristics, or there are flow path
discontinuities producing excessive turbulence, the possible
effect of erosion shall be considered. If erosion cannot be
avoided, then adequate measures shall be taken such as special
liners, change of materials, and so forth.

7.12 Fluid Absorption:

7.12.1 Absorption of fluid by the piping system material
shall not cause a reduction of mechanical, electrical, or
physical properties of the material below that required by these
guidelines.

7.13 Material Compatibility:

7.13.1 The piping material shall be compatible with the
fluid being carried or in which it is immersed such that its
design strength does not degenerate below that recognized by
these guidelines. Where the reaction between the pipe material
and the fluid is unknown, the compatibility should be demon-
strated to the satisfaction of the approving authority.

7.14 Potable Water Usage:

7.14.1 The material, including pipe, fittings, and joints shall
have no adverse effect on the health of personnel when used for
potable water service. The material used for such purposes
shall be to the satisfaction of the authority.

7.15 Electrical Resistance—Classes C and D pipe and
fittings, and F joints and representative systems assembled
from such components shall have a resistance per unit length
not to exceed 1 X 10°Q/m (3.281 X 10°Q/ft) when tested in
accordance with 11.12.

7.16 Static Charge Shielding—Classes C and D pipe and
fittings and F joints shall have a maximum resulting voltage not
to exceed 100 V induced on the exterior surface of the pipe
when tested in accordance with 11.13.
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7.17 Grounding Resistance—Resistance to ground should
not exceed 1 X 10° Q when tested in accordance with 11.14.

7.18 Flame Spread—Piping shall have a flame spread index
of 25 or less when tested in accordance with 11.9. Nominal
6-in. pipe should be cut into three 2- by 18-in. sections,
measured along its chord and axially, respectively, (19.5°) to
approximate the flat 6- by 18-in. panel required in Test Method
E 162E 162. Edges of each of these sections should be cut so
that they are completely flush (0.001-in. gap maximum) to each
other along the entire length of the sections. Where protective
coatings or coverings are used, they shall also be tested while
coated on or attached to the pipe sections. The outer surface
should be orthogonal to the fire direction. The IMO Assembly
Resolution A.753(18) is an alternative test method.

7.19 Smoke Generation—The maximum specific optical
density under uncorrected flaming and nonflaming conditions
for pipe should be 200 when tested in accordance with 11.10.
Measured axially and along its chord (29° segment), 3- by 3-in.
square pieces should be cut from 12-in. pipe. Where protective
coatings or coverings are used, they shall also be tested while
coated or attached to the pipe sections. The outer surface
should be orthogonal to the fire direction.

7.20 Toxic Products of Combustion—The following gases
should have concentrations less than or equal to the limits
listed in Table 1 when measured in accordance with Guide
E 800E 800 or equivalent during smoke generation (Test 3).
Samples should be drawn from the smoke chamber either at the
point of maximum smoke concentration, or at the end of the
test. The point of maximum smoke concentration is explained
in Guide E 800E 800. For purposes of sampling, it may be
defined as the point in time up to 2 min after the smoke
concentration begins to decline or flatten out in a straight line.
Burning of the pipe samples shall be done with Test Method
E 662E 662.

8. Other Requirements

8.1 Flanges—Fiberglass flanges for merchant vessels shall
conform to Specification D 4024D 4024, ANSI B16.1, and
ANSI B16.5.

8.2 Potable Water Piping Systems—TFiberglass pipe and
fittings to be used on potable water systems must conform with
National Sanitation Foundation Standard 14.

8.3 Conductive Systems and Components:

8.3.1 Conductive pipes, fittings, and joints meeting this
specification and systems constructed thereof are preferred to
be homogeneously conductive throughout.

TABLE 1 Gas Concentrations

Gas Maximum Concentration, ppm
CcO 500
CO, 15 000
HCI 20
HF 8
HCN 10
SO, 10
NO, 5
NH5 200
COCl, 1

H,S 15
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8.3.2 Conductivity may be achieved through the use of
conductive layers. In this case, the following applies:

8.3.2.1 Two conductive layers, as a minimum, are
required—one on the interior and one on the exterior.

8.3.2.2 Conductive connections between the layers are re-
quired to equalize potential between the layers. The resistance
of these connections shall meet the requirements of 7.15 and
7.17.

8.3.2.3 Test points must be included that are easily acces-
sible on the exterior surface to permit measurement of the
interior layer’s resistance per unit length after installation.
These test points must be electrically isolated from the exterior
conductive layer.

8.3.2.4 The internal and external conductive layers, conduc-
tive connections, and test points shall be suitable for the
system’s intended service and have a lifetime expectation no
less than the nonconductive materials of the system.

9. Dimensions and Tolerances

9.1 Dimensions and tolerances of pipe and fittings shall
meet the requirements of Annex A6, unless otherwise agreed
upon by the buyer and seller.

10. Workmanship, Finish, and Appearance

10.1 The pipe and fittings shall be free from defects includ-
ing indentations, delaminations, bubbles, pinholes, foreign
inclusions, cracks, porosity, and resin-starved areas which,
because of their nature, degree, or extent, detrimentally affect
the strength, serviceability, and conductivity (as applicable) of
the pipe and fittings. The pipe and fittings shall be as uniform
as commercially practicable in color, opacity, density, and
other physical properties. The pipe and fittings shall be smooth
and uniform. All pipe and fittings ends shall be cut at right
angles to the axis of the pipe and any sharp edges removed. The
bore of each fitting shall have a smooth uniform surface, and
protrusion exceeding Yis in. (1.6 mm) of material into the
internal fittings flow area shall be removed and blended with
adjacent smooth surfaces.

11. Test Methods

11.1 Conditioning—Condition test specimens at 73 = 4°F
(23 = 2°C) and 50 = 5 % relative humidity for not less than 48
h before testing, in accordance with Procedure A of Practice
D 618D 618, for those tests in which conditioning is required
and in all cases of disagreement.

11.2 Test Conditions—Conduct tests at ambient temperature
and humidity, unless otherwise specified in the test method or
in this specification.

11.3 Sampling—To determine conformance of the material
to the hydrostatic strength requirements of 7.2, take samples of
pipe at random on a monthly basis or on each production run,
whichever is the most frequent. The rate of sampling for the
other tests listed shall be in accordance with accepted statistical
practice.

11.4 Dimensions and Tolerances—Determine wall thick-
ness, length, diameter, and liner thickness in accordance with
Practice D 3567D 3567.

11.5 Hydrostatic Strength—Determine hydrostatic strength
in accordance with Test Method D 1599D 1599 (free ends test).
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11.6 Impact Resistance—Determine impact resistance in
accordance with the recommended test method in Annex Al.

11.7 Beam Stiffness—Test the pipe samples at a minimum
temperature of 240°F (116°C) in accordance with Test Method
D 2925D 2925. After determining EI from the test results,
calculate the permissible simple span for '2-in. (25-mm)
deflection. The calculated span after 1000 h at 240°F (116°C)
shall not be less than those given by the manufacturer’s
literature, assuming the pipe to be full of water.

11.8 External Pressure Resistance—Test the pipe samples
at 240°F (116°C) in accordance with Test Method
D 2924D 2924. The failure pressure for the manufacturer’s
minimum wall thickness shall not be less than three times the
rate of external pressure resistance published by the manufac-
turer’s product specifications. Calculate the failure pressure for
all pipe sizes of identical construction using the following
equation:

8K’
(0D —1)?

where:

pressure at collapse or leak, psi (kPa);

KE, psi (kPa);

buckling scaling constant determined by Test Method
D 2924D 2924;

circumferential modulus of elasticity as defined in
Test Method D 2924D 2924,

minimum reinforced wall thickness, in. (mm); and
oD outside diameter of pipe, in. (mm).

11.9 Flame Spread—Test samples cut from pipe in accor-
dance with 7.18 and tested per Test Method E 162E 162 or
equivalent.

11.10 Smoke Generation—Test samples cut from pipe in
accordance with 7.19 and tested per Test Method E 662E 662
or equivalent.

11.11 Toxic Products of Combustion—Determine the toxic
products of combustion during smoke generation Test 3 of Test
Method E 800E 800 or equivalent.

11.12 Electrical Resistance Per Unit Length—Determine
electrical resistance in accordance with the recommended test
method in Annex A3.

11.13 Static Charge Shielding Capability—Determine static
charge shielding capability in accordance with the recom-
mended test method in Annex A2.

11.14 Grounding Resistance—Determine grounding resis-
tance in accordance with the recommended test method in
Annex A2.

11.15 Longitudinal Tensile Properties—Determine longitu-
dinal tensile properties in accordance with Test Method
D 2105D 2105.

P
K
K
E

~

12. Inspection and Sampling

12.1 Inspection and sampling of the material shall be in
accordance with Practice D 1898D 1898 and agreed upon
between the purchaser and the supplier as part of the purchase
contract.

13. Certification

13.1 General: Documents
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13.1.1 A producer’s certification shall be furnished to the
purchaser stating that the material was manufactured, sampled,
tested, and inspected in accordance with this specification and
has been found to meet the requirements. A report of the test
results shall be furnished.

13.2 If the supplier has in his possession bonafide test
certification data acceptable to the purchaser, the purchaser
may extend initial approval under 13.1 of this specification.

14. Product Marking

14.1 Pipe and fittings shall be marked with the name, brand
or trademark of the manufacturer, NPS, weight (type, grade,

and class), specification designation, and date and any other
information that may be desired for a specific material.
15. Keywords

15.1 epoxy resin fittings; epoxy resin pipe; marine piping;
nominal pipe size; thermoset epoxy resin pipe

ANNEXES

(Mandatory Information)

Al. TEST METHOD FOR IMPACT RESISTANCE OF FIBERGLASS PIPE AND FITTINGS BY MEANS OF A FALLING STEEL
BALL

Al.1 Scope

Al.1.1 This test method covers the determination of the
energy required to produce failure in fiberglass pipe and fittings
under specified conditions of impact by means of a falling steel
ball. Balls of differing diameter and weight may be used.

A1.2 Significance and Use

Al.2.1 The testing procedures in this test method are
applicable over a range of impact energies and ball diameters.
The specific ball weight and diameter must be selected for each
size and type of product.

A1.2.2 This test method is intended to represent service
conditions wherein the product may be subjected to damage
from impact by falling objects such as tools. Low-velocity
impact, such as that caused by dropping a full length of pipe or
fitting for a small distance onto a support surface, may not be
accurately represented by this test method.

A1.3 Apparatus

Al1.3.1
Fig. Al.1.

A1.3.2 Steel Ball—Two different balls may be used. The
ball designated A is 2.30 in. (58.4 mm) in diameter with a
weight of 29.15 oz (826.5 g). The ball designated B has a
diameter of 3.00 in. (76.2 mm) and a weight of 63.5 oz (1800
g). Other ball sizes may be used upon agreement between the
buyer and the seller.

A1.3.3 Support Surface—The test stand from which the
ball is dropped shall be resting firmly on a concrete slab floor.

Al1.3.4 Vertical Drop—A plump bob shall be used to ensure
that the ball will drop squarely on the test specimen when
released.

A1.3.5 Drop heights in increments of 1, 2, or 3 in. (25.4, 51,
or 76 mm) are normally used. Means shall be provided to hold
the ball at the appropriate drop heights above the test specimen
as measured from the bottom of the ball to the surface of the
specimen, to release the ball in a reproducible manner and to

General—One type of impact tester is illustrated in
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allow the ball to fall freely. Mechanical means may be used to
catch the rebounding ball, or it may be caught by hand.

A1.3.6 Specimen Holder:

A1.3.6.1 For testing pipe, the specimen shall rest for its full
length on a flat steel plate at least 0.5 in. (13 mm) thick.

A1.3.6.2 For testing fittings, a steel saddle plate curved to fit
the part may be required to produce line bearing, as, for
example, when the ball is being dropped onto the outer radius
of a 90° elbow.

A1.3.6.3 Means shall be provided to clamp the specimen
firmly into proper position at each end.

Al.4 Test Specimens

Al.4.1 The test specimens of pipe shall be equal in length to
the nominal diameter but not less than 12 in. (305 mm) long.
If impact resistance can vary along the pipe length, select test
specimens from at least three widely s cuiments
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A1.4.2 Fittings shall be tested as a single unassembled unit.

A1.5 Number of Specimens

A1.5.1 The approximate starting point can usually be deter-
mined on one preliminary specimen.

A1.5.2 Sufficient specimens shall be used thereafter to
produce a minimum of four drops at each of three different
drop heights. Usable data are obtained only when, at a given
drop height, at least one drop causes a failure and at least one
drop does not cause a failure. If usable data are obtained at only
one or two of the selected drop heights, reduce the drop height
increments and continue testing within the range of heights
yielding usable data.

A1.6 Conditioning

A1.6.1 The test specimens shall be conditioned at 73 + 4°F
(23 + 3°C) for a minimum of 8 h before testing for those tests
in which conditioning is required.

A1.6.2 Tests made at other temperatures shall be made in an
enclosure maintained at the test temperature.

A1.7 Procedure

Al.7.1 Measure the dimensions of the test specimens in
accordance with Practice D 3567D 3567. Include measure-
ments of liner thickness and external coating thickness if
applicable.

A1.7.2 Mount the specimen so the ball will strike no less
than 3 in. (76 mm) from its end. The point of impact shall be
at the top of the vertical diameter. Mark the point of impact and
drop height on the outside of the specimen with a marking pen.

A1.7.3 Make preliminary tests to determine the approxi-
mate height of fall to produce failure in the particular pipe or
fitting being tested. At this point, it will usually not be
necessary to cut the specimen in order to examine the inside
surface.

Al1.7.4 Select a ball weight and size that will produce
failures between NPS 6 and 60. Using additional specimens
test at three different drop heights that bracket the approximate
height determined previously.

A1.7.5 Pipe less than NPS 2 in diameter are impacted twice
at diametrically opposite points. Pipe NPS 2 or more in
diameter can be impacted at each cross section a minimum of
four times equally spaced around the circumference, using
equal drop heights. As permitted by specimen diameter, addi-
tional drop points may be used with a circumferential spacing
of 3 in. (76 mm). With a specimen 12 in. (305 mm) in length,
drops may be made at three different cross sections (at the
quarter points).

A1.7.6 For testing fittings, use diametrically opposite drop
points or points in a line separated by a minimum of 3 in. (76
mm), depending on specimen geometry. For example, a 90°
elbow may be laid on its side and tested at diametrically
opposite points every 3 in. (76 mm) along its length, or it may
be supported on a curved saddle plate and tested at points every
3 in. (76 mm) along its outer radius.

A1.7.6.1 Impact resistance of certain fittings will be a
function of the fitting geometry at the point of impact. For

Full document details: ASTM F1173-95

example, testing on a 90° elbow may be limited to drops only
on the outside radius when the test results reveal this as the
critical area.

A1.7.7 A minimum of four impacts at each of three different
drop heights that produce usable data are required (see A5.2).

Al1.7.8 After a specimen has been impacted in as many
places as permitted herein, cut the specimen lengthwise along
its axis to examine the inside surface for failure. If a leakage
test is to be performed on the impacted specimen, this can be
carried out using water or air before cutting. The test pressure
shall be 1'% times the rated pressure for the part.

A1.7.9 Swab the inside surface with fluorescent dye and use
an ultraviolet light to detect failure. As an alternative, it may be
possible to use other dyes or inks to highlight cracks.

A1.8 Definition of Failure

A1.8.1 Failure in the test specimen shall be shattering or any
crack or split on the inside that was created by the impact
which, when highlighted with dyes or inks, can be seen by the
naked eye.

A1.8.2 Leaking of the specimen as a result of impact shall
also be defined as failure. Because of difficulty in observing
damage on the inside, failure in an unlined pipe or fitting will
normally be defined as leakage in a pressure test.

A1.8.3 Damage to an external coating is not considered
failure unless agreed upon between the buyer and the seller.

A1.9 Determination of Average and Standard Deviation

A1.9.1 Calculate the percentage of failures at each drop
height.

A1.9.2 Plot the percentage of failures versus drop height on
probability paper and draw a best-fit line representing the trend
of the data. Read off the mean drop height, &s,, and drop height
standard deviation hs, —

A1.9.3 Calculate the impact resistance as ball weight in
pounds (newtons) times drop height in feet (metres). Calculate
the standard deviation of impact resistance as ball weight times
drop height standard deviation.

h15A9°'

A1.10 Report

A1.10.1 Report the following information:

Al1.10.1.1 Complete identification of the pipe or fitting
tested including manufacturer’s name and code, NPS, and
average wall, liner, and coating thicknesses.

A1.10.1.2 Location of test specimens along pipe length, if
applicable.

A1.10.1.3 Atmosphere in which the test was made and
conditioning procedure.

A1.10.1.4 Ball diameter and weight.

A1.10.1.5 Average impact resistance in ft-Ibf (N-m).

A1.10.1.6 Standard deviation in ft-Ibf (N-m).

A1.10.1.7 Point of impact on fittings.

A1.10.1.8 Mode of failure (visible crack or leak) and
appearance of impact area.

A1.10.1.9 Results of pressure test if applicable.

A1.10.1.10 Date of test.
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A2. TEST METHOD FOR DETERMINING THE STATIC CHARGE SHIELDING CAPABILITY AND SYSTEM RESISTANCE
OF REINFORCED THERMOSETTING RESIN PIPE, FITTINGS, AND JOINTS AFTER EXPOSURE TO VARIOUS CHEMICAL
ENVIRONMENTS

A2.1 Scope

A2.1.1 This test method determines the static charge, if any,
present on the exterior surface of a grounded fiberglass pipe,
fitting, or joint when a charge is applied to the interior surface.
It is also used to measure the resistance of the associated
grounding techniques and to determine the effect of typical
chemical exposures on the shielding capability of the pipe and
grounding system.

A2.2 Summary of Test Methods

A2.2.1 Grounding Resistance—The test method consists of
electrically isolating the pipe, fitting, or joint, then grounding
the system using its associated grounding technique, and
measuring the resistance of the system from an interior surface
to a common ground.

A2.2.2 Static Charge Shielding Capability—This test
method consists of applying a static charge to the interior
surface of a grounded reinforced thermosetting resin pipe,
fitting, or joint and then measuring the resulting voltage, if any,
induced on the exterior surface.

A2.3 Test Equipment (see Fig. A2.1)

A2.3.1 Static Generator—An instrument capable of pro-
ducing clouds of either negative or positive charges having a
controlled voltage of 0 to 1000 V.!!

A2.3.2 Electrostatic Voltmeter—An electrostatic voltmeter
having a range of 0 to +3000 V and an accuracy of 0.1 %.'?

A2.3.3 Exposure Tank—An exposure tank of nonmetallic
construction and resistant to the test environment. It shall be
maintained at a temperature of 60 to 80°F (15.6 to 26.7°C)
throughout the duration of the test.

A2.3.4 Oven—An oven capable of being controlled to a
temperature of 150 + 10°F (65.6 + 10°C).

A2.3.5 Megohmmeter—A megohmmeter having an accu-
racy of =2 %.

A2.4 Test Specimens (see Fig. A2.2)

A2.4.1 Specimen Size:

A2.4.1.1 Diameter—Unless otherwise specified, the nomi-
nal diameter of the pipe, fitting, or joint tested shall be 2 in.
(Fig. A2.2).

A2.4.1.2 Length—The length of the specimen shall be a
minimum of seven times the nominal diameter of the pipe. To
achieve this length, additional sections of conductive pipe shall
be added as necessary, using the manufacturer’s normally
recommended assembly methods. If the additional sections are
needed, resistance measurements shall be taken across the
joints to ensure that the resistance per unit length does not

' A static eliminator has been found to meet these requirements.
'2 An instrument manufactured by Monroe Electronics, Model No. 244, has been
found to meet this requirement.
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exceed 1 X 10° Q/m (3.281 X 10° Q/ft). The procedures in
Annex A3 shall be used.

A2.5 Conditioning

A2.5.1 No special conditioning of the samples before ini-
tiation of the test is required.

A2.6 Procedure

A2.6.1 Apply a suitable paint-on electrode around the
interior circumference of the specimen on the end to which the
grounding system will be installed. The distance of the
electrode from the end of the specimen shall be greater than or
equal to twice the specimen thickness. The width of the
electrode shall be greater than four times the specimen wall
thickness. Dimensional tolerances of the electrode with and its
distance to the end shall not exceed =10 % separately or
combined. Allow the electrode to dry, then install the ground-
ing clamp of the ground system on the exterior of the specimen

at one end in accordance with the man@@ﬁumwt&.
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Any surface preparation shall not exceed that normally re-
quired when assembling a piping system using a fitting. If it is
desired to compute surface or volume resistivity, then the
procedures in Test Methods D 257 and D 4496D 257D 4496
shall be adhered to.

A2.6.2 Position the specimen vertically on a nonconducting
surface. Ground the specimen through the grounding system,
and using the megohmmeter measure the resistance of the
ground system from ground to a position on the interior surface
of the electrode. The power applied should neither exceed 1W
nor should the electrification time exceed 1 min unless other-
wise specified. Record the reading of the megohmmeter and its
accuracy at that range.

A2.6.3 Thoroughly remove the electrode, then lower the
static emitter into the interior of the pipe, fitting, or joint so that
it is equidistant from each end. The emitter must be located as
close to the interior surface of the pipe, fitting, or joint as
possible.

A2.6.4 Approximately "5 in. (3.2 mm) from the exterior
surface of the pipe, fitting, or joint, and opposite the static
emitter, position the probe from the electrostatic voltmeter. Fig.
A2.1 shows a typical test setup.

A2.6.5 With the specimen ungrounded, turn the static elimi-
nator on and adjust its output via a powerstat to obtain a
voltage reading of 2500 permissible deviation (for example,
+10 V) on the electrostatic voltmeter.

A2.6.6 Ground the test specimen by closing a switch
connecting the test specimen to ground and record the residual
voltage.

A2.6.7 If the effect of a chemical on the shielding charac-
teristics of the pipe, fitting, or joint and grounding technique is
being studied, place the test specimen in a test tank so that it is
completely immersed in the test fluid after initial measurement.
Maintain the temperature of the bath at 60 to 80°F (15.6 to
26.7°C) throughout the duration of the test. Suggested test

environments include but are not limited to (/) saltwater per
Practice D 1141D 1141, (2) gasoline, (3) Bunker C, and (4)
1 % sulfuric acid.

A2.6.8 At the end of one, three, six, and twelve months,
remove the test specimen from the bath and rinse thoroughly
with tap water if the specimen has been exposed to a
water-soluble product or a hydrocarbon solvent if the specimen
has been exposed to a petroleum product.

A2.6.9 Wipe dry and place the test specimen in an oven at
150 + 10°F for a period of 2 h.

A2.6.10 At the end of 2 h, remove the specimen from the
oven and allow it to cool to 70 to 80°F (21.1 to 26.7°C) in a 50
* 5 % relative humidity environment for 60 = 5 min before
retesting.

A2.6.11 Repeat A2.6.1-A2.6.6.

A2.6.12 Note the appearance of the test specimens and the
condition of the grounding clamp.

A2.7 Report

A2.7.1 Report the following information:

A2.7.1.1 Manufacturer of pipe, fitting, or joint.

A2.7.1.2 Designation of product being tested.

A2.7.1.3 Description of the test sample including diameter
of pipe, fitting, or joint and lengths of pipe extenders (when
needed).

A2.7.1.4 Description of grounding details.

A2.7.1.5 Initial resistance reading of grounding system and
accuracy and those before and after exposure periods of one,
three, six, and twelve months when the exposure periods are
used.

A2.7.1.6 Test media.

A2.7.1.7 Initial exterior voltage readings before and after
grounding and the exterior voltage reading before and after
grounding following exposure periods of one, three, six, and
twelve months when the exposure periods are used.

A2.7.1.8 Appearance of test specimen.

A2.7.1.9 Date of test.

A3. TEST METHOD FOR DETERMINING THE ELECTRICAL RESISTANCE PER UNIT LENGTH OF FIBERGLASS PIPE,
FITTINGS, AND JOINTS AND REPRESENTATIVE PIPING SYSTEMS AFTER
EXPOSURE TO VARIOUS CHEMICAL ENVIRONMENTS

A3.1 Scope

A3.1.1 This test method covers the determination of the
electrical resistance per unit length of conductive pipe, fittings,
and joints in air before and after exposure to various chemical
environments and the electrical resistance per unit length in air
of a representative piping system assembled from such com-
ponents. The components and systems are hereafter referred to
in this Annex as the specimen.

A3.2 Summary of Test Method

A3.2.1 In this test method, the length of the potential current
path is measured and then a potential difference of 1500 V is
applied across the test specimen and a resistor of known value,
which are connected in series. The voltage drop across the test
specimen is then accurately measured and the resistance of the
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specimen calculated followed by calculation of resistance per
unit length. Fig. A3.1 shows a drawing of a typical test setup.

A3.3 Significance

A3.3.1 This test method is suitable for measuring resistance
between 2 and 1 X 10'° Q using an applied voltage of 1500 V.

A3.4 Test Equipment

A3.4.1 Exposure Tank—An exposure tank of nonmetallic
construction and resistant to the environment being tested. It
shall be maintained at a temperature of 60 to 80°F (15.6 to
26.7°C) throughout the duration of the test.

A3.4.2 Oven—An oven capable of being controlled to a
temperature of 150 + 10°F (66.6.= 1E@CcUmMents
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