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QH”) Designation: F 1940 — 99

Standard Test Method for
Process Control Verification to Prevent Hydrogen
Embrittlement in Plated or Coated Fasteners 1

This standard is issued under the fixed designation F 1940; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.

1. Scope demonstrated. A specimen made of AISI E4340 steel heat
1.1 This test method covers a procedure to prevent, to theated to a hardness range of 50-52 HRC is used to produce
extent possible, internal hydrogen embrittlement (IHE) of@ “worst case” condition and maximize sensitivity to IHE.
fasteners by monitoring the plating or coating process, such as 1-8 A notched four point bend specimen undergoes sus-
those described in Specifications F 1137 and F 1941. Thidined load and slow strain rate testing by using incremental
process is quantitatively monitored on a periodic basis with 40ads and hold times under displacement control to measure a
minimum number of specimens as compared to qualifying eacHreshold stress in an acceleratec_i manner in accordance with
lot of fasteners being plated or coated. Trend analysis igeSt Method F1624. The Test is an accelerated 24h)
utilized to ensure quality as compared to statistical Samp"n%pcrementally increasing step load test method that measures
analysis of each lot of fasteners. This test method consists of @€ threshold for hydrogen stress cracking that is used to
mechanical test for the evaluation and control of the potentiafluantify the amount of residual hydrogen in the specimen.
for IHE that may arise from various sources of hydrogen in a 1.9 In this test method bending is used instead of tension
plating or coating process. _because it produces the maximum local limit Ipad tensile stress
1.2 This test method applies to externally threaded tensild? @ notched bar of up to 2.3 times the yield strength as
fasteners that can also be loaded in bending during installatiof?€@sured in accordance with Test Method E 8. A fastener that
1.3 This test method is limited to evaluating hydrogenls_umnter_wtlonally exposeq to bending on installation may attain
induced embrittlement due only to processing (IHE) and nothiS maximum local tensile stress. _
due to environmental exposure (EHE, see Test Method 1-10 The values stated in inch-pound units are to be re-

F 1624). garded as standard. The values given in parentheses are
1.4 This test method is not intended to measure the relativB'athematical conversions to SI units that are provided for
susceptibility of steels to either IHE or EHE. information only and are not considered standard.

1.5 This test method is limited to ferrous fasteners that are 1.11 This standard does not purport to address all of the
susceptible to time-delayed fracture caused by the diffusion ofafety concerns, if any, associated with its use. It is the
hydrogen under stress. re§p0n3|b|llty of the user of th|s standard to e;tabhsh appro-

1.6 This test method uses a notched square bar specim@ﬁ_ate safety and hea!th 'practlc_es and determine the applica-
that conforms to Test Method F 519, Type 1e, except that th&llity of regulatory limitations prior to use.
radius is increased to accommodate the deposition of a larg
range of platings and coatings. For the background on F 51
testing see publications ASTM STP 84hmd ASTM STP 968, 2.1 ASTM Standards:

The stress concentration factor is aka= 3.1 + 0.2. The D 1193 Specification for Reagent Water _

sensitivity is demonstrated with a constant imposed cathodic E 4 Practices for Force Verifications of Testing Machihes
potential to control the amount of hydrogen. Both the sensi- E 8 Test Methods for Tension Testing of Metallic Materfals
tivity and the baseline for residual hydrogen will be established E 18 Test Methods of Rockwell Hardness and Rockwell
with tests on bare metal specimens in air. Superficial Hardness of Metallic Materials

1.7 The sensitivity of each lot of specimens to IHE shall be E 29 Practice for Using Significant Digits in Test Data to

Determine Conformance with Specificatiéns

— E 399 Test Method for Plane-Strain Fracture Toughness of
' This test method is under the jurisdiction of ASTM Committee F-16 on Metallic Material$

Fasteners and is the direct responsibility of Subcommittee F16.93 on Quality

Assurance Provisions for Fasteners.
Current edition approved Oct. 10, 1999. Published December 1999. Originally

published as F 1940 — 98. Last previous edition F 1940 — 98. -
2 Hydrogen Embrittlement Testing, ASTM STP 543TM, 1974. 4 Annual Book of ASTM Standardgol 11.01.
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E 1823 Terminology Related to Fatigue and Fracture Testensure that the threshold stress will be detected if deleterious
ing® amounts of hydrogen are present in “worst case” sensitized
F 519 Test Method for Mechanical Hydrogen Embrittle- specimens. Loading rate protocols are defined in 9.2 and Test
ment Evaluation of Plating Processes and Service EnvironMethod F 1624.
mentg 4.3 If the threshold in air of the specimen s 75 %
F 1137 Specification for Phosphate/Oil and PhosphateNFS(B)- ;4,4 then the process is considered as to not produce
Organic Corrosion Protective Coatings for Fastéhers sufficient hydrogen to induce time delayed IHE failures in the
F 1941 Specification for Electrodeposited Coatings orplated or coated fasteners. See 9.3 for optional limits.
Threaded Fasteners (Unified Inch Screw Threads (UN/ 4.4 If the threshold in air of the specimen is < 75 %
UNR))® NFS(B) 1624 then the process is considered potentially em-
F 1624 Test Method for Measurement of Hydrogen Em-prittling. Actual fasteners made with steel having a hardness
brittlement in Steel by the Incremental Loading Technique lower than that of the square bar specimen have more tolerance
G 5 Reference Test Method for Making Potentiostatic andior residual hydrogen due to the process. Therefore, threshold
Potentiodynamic Anodic Polarization Measurem&nts  requirements must be adjusted based upon the correlation
2.2 SAE Standards: between the specimen fracture strength NBg¢RB), and
AMS 2759 Hot Drawn, Normalized and Tempered Steelactual fastener hardness. An example of this adjustment is
Bars. UNS G43406 (AISI E 4348) presented in Appendix X1.
AMS 3078 Corrosion Preventive Compound, Solvent Cut-
back, Cold-Applicatiof 5. Significance and Use

5.1 This test method establishes a means to verify the
o . ] prevention, to the extent possible, of IHE in steel fasteners
gi Iermg and Syrr;bholz Specific tg TT'S Standlgfé during manufacture by maintaining strict controls during

-1.1 environmental hydrogen embrittiement ( Jtest roduction operations such as surface preparation, pretreat-
conducted in a specified environment — embrittlement due t ents, and plating or coating. It is intended to be used as a
hygrf%e_” tlntro?uhcedd Into steelbfrglm extetzrnﬁ\_l| SOTCE;S' qualification test for new or revised plating or coating pro-

-+.< INternal nydrogen emorittiemen _( E) test con- cesses and as a periodic inspection audit for the control of a
ducted in air — embrittlement due to residual hydrogen fronbIating or coating process
prc:;Cfsésllgg threshold from an incremental step load test on 5.2 Passing this test allows fasteners to be stressed in
a pl.at.ed ol;{?)Toceizeg spe?cimizn cremental step 10ad test 0Myaysion to the minimum specified tensile load in air with almost

: o no possibility of time delayed fracture in air due to IHE from
S i};l-ﬁe'\rﬁE;Be)ﬁjnﬁtcQ?figgaﬁturrzt;trgpgéhténzgc')rsz/ra-r?azgg rocessing. If the amount of residual hydrogen is not sufficient
tc?l?loo MIPa/m'n)I 9 Ing /min ( o induce cracking or fracture in the specimen under worst case
315 NES(B n). notched fracture strenath in air of conditions, then it can be concluded that all of the lots of

o . ( }.1624_ otched fracture streng ar ol a asteners processed during that period will not have sufficient

bare specimen in bending at Test Method F 1624 step Ioadlnl%Sidual hydrogen from processing to induce hydrogen em-

rat3e51.6 rocess—a defined event or sequence of events whic brittlement of the fasteners under stress in air if the process
40P q rkemains in control, unchanged and stable.

may include pretreatments, plating or coating, and post treat- 5.3 If certified specimens with demonstrated sensitivity to

ments that are being evaluated or qualified. X
0,
3.1.7 threshold—the maximum load at the onset of cracking IHE’. processed with the fasteners have a threskolth % of
L - . the incremental step load notched bend fracture stress, NB-

that is identified by a 5 % drop in load of NSF(B) ¢.,under L

: S(B)e 1624 it is assumed that all fasteners processed the same
displacement control. g . . .

way during the period will also pass any sustained load IHE

4. Summary of Test Method test.

4.1 Specimens of fixed geometry, certified to have been he%t Apparatus
treated to a hardness range of 50 to 52 HRC, and which have P i _ ) )
been certified to exhibit sensitivity to embrittlement from trace 6.1 Testing Machine- A computerized, four point bend,

amounts of residual hydrogen in steel are processed with actugligital displacement controlled loading frame that is capable of
parts. holding 0.5 % of the NFS(B) and is programmed to incremen-

4.2 An unstressed test specimen is processed in accordani@y increase in steps of load and time to vary the %ff_elctive
with the plating or coating process being qualified. TheStrain rate at the root of the notch between®s0" and 10°
specimen is then tested under incremental step load to meastferequired to conduct these tests. Testing machines shall be

the threshold stress. The loading rate must be slow enough within the guidelines of calibration, force range, resolution,
and verification of Practice E 4.

_ 6.2 Gripping Devices— Pin loading devices consistent with
;Annual Book of ASTM Standardeol 15.03. Test Method E 399 four point bend fixtures shall be used to
Annual Book of ASTM Standardeol 01.08. transmit the measured load applied by the testing machine to

° Annual Book of ASTM Standardgol 03.02. the test .
10 Available from Society of Automotive Engineers (SAE), 400 Commonwealth € (est specimen.

Drive, Warrendale, PA 15096. 6.3 Potentiostatic Contre-For verificatmmmgms

3. Terminology
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sensitivity of the specimens to residual hydrogen from process- Nore 2—For the relationship between geometry ands¢e Peterson,
ing, an inert container and potentiostat shall be used to impod® E., Stress Concentration Factor3phn Wiley and Sons, 1974.

a cathodic potential on the specimen. The cathodic charging 8. 4 Manufacture

potential of the specimen can be controlled with a reference g 4 1 The test specimen blanks shall be heat treated in

Saturated Calomel Electrode (SCE) or equivalent referencgqcordance with AMS 2759 to meet the hardness requirement
electrode such as with A/AgCl in accordance with Practice G 54¢ 50 HRC - 52 HRC in accordance with E 18. Rounding in

Note 1—A loading device, that meets the displacement control stepg@Ccordance with Practice E 29 permits an absolute hardness
load test requirements and the potentiostatic control requirements of Tesange of 49.6 to 52.5 HRC. The hardness shall be determined
Method F 1624 and Test Method F 519 is available. by the average of three measurements made approximately
mid-way between the notch and the end of the specimen.

) ) 8.4.2 The surface finish of all notches shall be finished with
7.1 Materials—UNS G43406 (AISI E 4340) in accordance j o] capable of attaining a surface roughness of 16 RMS or

with AMS 6415. better. The other surfaces shall have a finish of 32 RMS or
7.2 Reagents better.
7.2.1 Corrosion preventive compound, meeting require- 8.4.3 All dimensions except for the length shall be produced
ments of AMS. 3078. . . _..after quenching and tempering to final hardness. The 0.40 in.
7_.2.2 Solution of reagent Watoer in accordance with SpeC|f|-(1Omm) dimension shall be produced by low stress grinding.
cation D 1193 Type IV, and 3.5 % reagent grade NaCl. The notch shall be rough machined by wire EDM to within
8. Test Specimen 0.020 in. (0.5 mm) of the final notch depth and low stress
round to the final depth. No chemical or mechanical cleaning

7. Materials and Reagents

8.1 The test specimen shall be a 0.4W-notched square bgﬁ . L
. A all be allowed after final machining.
bend specimen: 0.4W-SqB(B), as shown in Fig. 1. . . ) .
8.2 The notch shall be in the LS-orientation in accordanc% h?nﬁn‘l i?tr?gghfilé?trggg after final heat treatment prior to ma-
with Terminology E 1823. g1sp '

8.3 The stress concentration factor for the specimenis K 8.5 Storage—Pr_ior to plating or coating, all spe_cimens shall
31+0.2. be protected during storage to prevent corrosion. A suitable

means of protection is to coat the specimen with a corrosion
preventive compound meeting the requirements of ASM 3078.
1 The sole source of supply of the apparatus known to the committee at this time 8.6 Inspectiom

is available from Fracture Diagnostics, Inc., P.O. Box 6401, Denver, CO, 80206. If 8.6.1 A lot shall consist of onIy those specimens cut from
you are aware of alternative suppliers, please provide this information to ASTM T

Headquarters. Your comments will receive careful consideration at a meeting of th[%he same heat of steel in the same orientation, heat treated

responsible technical committéeyhich you may attend. together in the same furnace, quenched and tempered together,
\ 90° £ 1°
¥
| | | | 0.40" (10 mm)
t 1.1 ..| [ t
(27.9mm)
Grind Opposite Sides
2.2" (55.9mm} Parallel and 90° + 10’
to Adjacent Sides
0.14" (3.6 mm)
v N ) 44

a
‘f—i_% | 0.40" (10 mm} il
j ¥ oswd
0.020" (0.5 mm)

root radius at base of slot

Tolerances unless otherwise
specified are:

XX  #0.1 inch (+2 mm)

XXX 0.01 inch (+0.2 mm)
X.XXX *0.001 inch (+0.02mm)

FIG. 1 Dimensional Requirements for a 0.4W-Notched Square Bar Bend Specimen Docu ments

Document Sharing Hub

Full document details: ASTM F1940-99


http://www.avadocuments.com/doc/astm-f1940-99
http://www.avadocuments.com/doc/astm-f1940-99

