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Standard Test Methods for
Measuring Crystallographic Orientation of Flats on Single
Crystal Silicon Wafers by X-Ray Techniques *

This standard is issued under the fixed designation F 847; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonej indicates an editorial change since the last revision or reapproval.

1. Scope desiring to carry out such interpretation should refer to Test Method E 82

L and to DIN 50 433, Part 3, or to a standard X-ray textbGoR. With
1.1 These test methods cover the determinatiom,ofhe gifferent wafer holding fixturing, Test Method B is also applicable to

angu[ar d_eviation bet\_/veen the crystallograph@c or.ientation Ojetermination of the orientation of a wafer surface.
the direction perpendicular to the plane of a fiducial flat on a 15 Th | tated in inch d unit b ded
circular silicon wafer, and the specified orientation of the flatin_ ™ € values stated in Inch-pound units are to be regarde
the plane of the wafer surface as the standard. The values given in parentheses are for
s ; ; information only.
1.2 These test methods are applicable for wafers with fla )
length values in the range of those specified for silicon wafers 1.6 This standard does not purport to address all of the

in SEMI Specification M 1. They are suitable for use only Onsafety concerns, it any, assquated with its use. It is the
wafers with angular deviations of less tharb®. responsibility of the user of this standard to establish appro-

giate safety and health practices and determine the applica-

1.3 The orientation accuracy achieved by these test methodls, A : L
depends directly on the accuracy with which the flat surfac ility of regulatory limitations prior to usef-or specific hazard

can be aligned with a reference fence and the accuracy of thséatements see Section 6
orientation of the reference fence with respect to the X-ray, Referenced Documents

beam.
) 2.1 ASTM Standards:
1.4 Two test methods are covered as follows: E 82 Test Method for Determining the Orientation of a

Sections
Test Method A—X-Ray Edge Diffraction Method 81013 Metal Crys_ta‘f . i X
Test Method B—Laue Back Reflection X-Ray Method 14 to 18 E 122 Practice for Choice of Sample Size to Estimate a

Measure of Quality for a Lot or Procéss

F 26 Test Methods for Determining the Orientation of a
Semiconductive Single Crysfal

2.2 Other Standards:

Code of Federal Regulations, Title 10, Part 20, Standards
for Protection Against Radiatidn

SEMI Specification M 1, Polished Monocrystalline Silicon
Wafer$

DIN 50 433, Part 3, Testing of Materials for Semiconductor

1.4.1 Test Method A is nondestructive and is similar to Test
Method A of Test Methods F 26 except that it uses special
wafer holding fixtures to orient the wafer uniquely with respect
to the X-ray goniometer. The technique is capable of measur-
ing the crystallographic direction of flats to a greater precision
than the Laue back reflection method.

1.4.2 Test Method B is also nondestructive, and is similar to
Test Method E 82, and to DIN 50 433, Part 3, except that it
uses" instant” film and special fixturing to orient the flat with
respect to the X-ray beam. Although it is simpler and more
rapid, it does not have the precision of Test Method A because
it uses less precise and less expensive fixturing and equipment.. Wood, E. A.,Crystal Orientation Manual Columbia University Press, New

It produces a permanent film record of the test. York, NY, 1963.

. L SBarret, C. S., and Massalski, T. BThe Structure of Metals3rd edition
Note 1—The Laue photograph may be interpreted to provide informa-y,.craw-Hill New York. NY. 1966.

tion regarding the crystallographic directions of wafer misorientation; 4 annual Book of ASTM Standardgol 03.01.
however, this is beyond the scope of the present test method. Users 5 Annual Book of ASTM Standardgol 14.02.
% Annual Book of ASTM Standardggl 10.05.
“ Published in Federal Register, Nov. 16, 1960. Available from Superintendent of

1 These test methods are under the jurisdiction of ASTM Committee FO1 orPoCUMenNts, U.S. Government Printing Office, Washington, DC 20402.

S e ! ) ‘ )
Electronics and are the direct responsibility of Subcommittee FO1.06 on Silicon Available from the Semiconductor Equipment and Materials Institute, 3081
Materials and Process Control. Zanker Road, San Jose, CA 95134 (www.semi.org).
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FIG. 1 Wafer Holding Fixture for X-Ray Edge Diffraction Method

Technology: Determining the Orientation of Single Crys-3. Terminology

tals Using the Laue Back-Scattering Metfdd N - .
ANSVASQC 2141993 Sampling Procedures and Tables 31 Defintions of Terms Specific to This Standard:
for Inspection by Attribute®® 3.1._1 onentatmn—o_f a S|_ngle crystal _surfagehe_ crystallo-_
graphic plane, described in terms of its Miller indices, with
which the surface is ideally coincident. The orientation of a
° Available from Beuth Verlag GmbH Burgrafenstrasse 4-10, D-1000 Berlin 30, wafer flat is the orientation of the surface of the flat (on the

Germany. . .

10 available from American National Standards Institute, 1819 | Street N.w, S19€ O the wafer). Flats are usually specified with respect to a

Washington, CD 20036. low-index plane, such as a {110} plane. In such cases the
Documents
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FIG. 2 Schematic of the Diffraction Geometry for the X-Ray Edge Diffraction Method
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FIG. 3 Photograph of Assembled View of Laue Camera and Wafer Holder

orientation of the flat may be described in terms of its angulaconductor device processing to provide consistent alignment of
deviation from the low-index plane. device geometries with respect to crystallographic planes and
directions.

4.2 Either one of these test methods is appropriate for
4.1 The orientation of flats on silicon wafers is an importantprocess development and quality assurance applications. Until

materials acceptance requirement. The flats are used in sentite interlaboratory precision of thesD@Wﬁq@ﬁtsbeen

4. Significance and Use
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