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Standard Specification for
Polyethylene (PE) Corrugated Pipe With a Smooth Interior
and Fittings *

This standard is issued under the fixed designation F 892; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.

1. Scope D 3212 Specification for Joints for Drain and Sewer Plastic

1.1 This specification includes requirements, test methods, _PiPes Using Flexible Elastomeric Seals
and materials for a polyethylene (PE) corrugated pipe with a D 3350 Specification for Polyethylene Plastic Pipe and
smooth interior. The pipe consists of an outer corrugated wall _Fittings Material$ _ .
connected to a smooth inner wall. Joints and fitings are F#412 Terminology Relating to Plastic Piping Systéms
included in this specification. F 449 Practice for Subsurface Installation of Corrugated
1.2 The requirements of this specification are intended to 1 hermoplastic Tubing for Agricultural Drainage or Water
provide pipe and fitings suitable for underground use in _1able Controf .
nonpressure applications such as sewers, conduit, and landF 477 Specification for Elastomeric Seals (Gaskets) for
drainage. Joining Plastic Pipe . o
1.3 The values stated in inch-pound units are to be regarded F 481 Practice for Installation of Thermoplastic Pipe and
as the standard. The values given in parentheses are for COrrugated Tubing in Septic Tank Leach Fiélds

information only. 2.2 Federal Standard:
1.4 The following safety hazards caveat pertains only to the Fed. Std. No. 123 Marking for Shipment (Civil Agencits)
test methods portion, Section 11, of this specificatidhis 2.3 Military Standard:

standard does not purport to address all of the safety concerns, MIL-STD-129 Marking for Shipment and Storage
if any, associated with its use. It is the responsibility of the Usen o inolo
of this standard to establish appropriate safety and health™ . ,QV o _ . _
practices and determine the applicability of regulatory limita- 3.1 Definitions— Definitions are in accordance with Termi-

tions prior to use. nology F 412, and abbreviations are in accordance with Ter-
minology D 1600, unless otherwise specified. The abbreviation
2. Referenced Documents for polyethylene is PE.
2.1 ASTM Standards: 3.1.1 crease—a deformation that cannot be removed like a
D 618 Practice for Conditioning Plastics and Electricaldent; generally associated with wall buckling.
Insulating Materials for Testirfg 3.1.2 parting line—a slight mark or surface irregularity in
D 1600 Terminology for Abbreviated Terms Relating to the pipe or fitting surface as a result of a mold separation at that
Plasticg location.

D 2122 Test Method for Determining Dimensions of Ther- L
moplastic Pipe and Fittings 4. Classification
D 2321 Practice for Underground Installation of Flexible 4.1 Pipe and fittings produced in accordance with this
Thermoplastic Sewer Pipe specification shall be classified as Type R or Type NR, based
D 2412 Test Method for Determination of External Loading upon the compounds used in the manufacture.
Characteristics of Plastic Pipe by Parallel-Plate Loatling 4.1.1 Type R pipe or fittings shall be produced from
D 2444 Test Method for Impact Resistance of Thermoplascompounds for which a hydrostatic design basis has been
tic Pipe and Fittings by Means of a Tup (Falling Weight) established in accordance with Test Method D 2837.
D 2837 Test Method for Obtaining Hydrostatic Design 4.1.2 Type NR pipe or fittings may be produced from
Basis for Thermoplastic Pipe Materidls compounds for which no hydrostatic design basis exists.
4.2 Pipe and fittings classified as Type R or Type NR are
— intended for nonpressure applications only. Users should con-
* This specification is under the jurisdiction of ASTM Committee F-17 on Plastic gy|t the manufacturer for information regarding the effects of

Piping Systems and is the direct responsibility of Subcommittee F17.26 on Olefi : : :
Based Pipe. 'bther environments, such as exposure to sunlight, weathering,
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v F 892
etc., during use or storage. TABLE 2 Minimum Pipe Stiffness at 5 % Deflection
ial f Pipe Size, in. Pipe Stiffness, psi (kPa)
5. Materials and Manufacture 2 7 B1) 120 G27)

5.1 Compoundsused in the manufacture of pipe and fittings
shall conform to Table 1 for Type R and Type NR classes of

pipe. Compounds listed under Type R may also be used in the. TABLE 3 Minimum Impact Strength at 73°F (23°C)

Impact, ft-Ib (J), Pipe Stiffness

manufacture of Type NR pipe. Pipe Size, in.
5.2 Rework MateriaClean rework material, generated 75 psi 120 psi
from the manufacturer’s own production, may be used by the 4 45 (61.0) 50 (67.8)

manufacturer, provided that the pipe or fittings produced meets
all requirements of this specification.

5.3 Gaskets—Elastomeric gaskets shall comply with the 8.2 Socket Dimensionshall meet the requirements given in
requirements in Specification F 477. Table 5, when measured in accordance with 11.7.1.

5.4 Pipe shall be manufactured by simultaneous extrusion 8.3 Coupling bands, when fully closed, shall meet the
of the smooth and corrugated walls with the smooth inner walFommon socket dimensions and shall provide a band width

fused to the outer corrugated wall. meeting the coupling dimension, L, given in Table 5, when
5.5 Fittings shall be molded or fabricated. measured in accordance with 11.7.1.
8.4 Fitting Dimensions—Molded fittings shall meet the
6. Joining requirements given in Table 5 for Fig. 1, when measured in

6.1 Gasketed joints shall meet the requirements of Specifiaccordance with 11.7.1. Fabricated fittings shall meet the pipe
cation D 3212 and be assembled to place the gasket in radignd socket dimensional requirements of the components from
compression between the pipe spigot and either a formed beihich they are built.
or attached coupling. Lubricant and assembly instructions shall 8.5 Laying Lengthsof pipe shall be as agreed upon between
be in accordance with the manufacturer's recommendations the purchaser and the manufacturer. Lengths shall be supplied

6.2 Joints without gaskets shall be assembled with bells ovith no plus variation and a maximum -1-in. (-25-mm)

couplings manufactured in accordance with this specificationtolerance, when measured in accordance with 11.7.1.
8.6 Perforations—Perforations shall be cleanly cut and

7. Requirements uniformly spaced along the length of the pipe. Holes shall be
7.1 Pipe Stiffness-Pipe shall have the minimum pipe stiff- centered at the outside corrugation valleys in a size, shape, and
ness listed in Table 2, when tested in accordance with 11.3. pattern to suit the needs of the specifier. Unless otherwise
7.2 Flattening—There shall be no evidence of splitting, specified, leach bed piping shall have at least two rows of holes
cracking, breaking, or separation of the two walls when thegnominally ¥2 to %4 in. in diameter at a maximum of 5-in.
pipe is tested in accordance with 11.3. (125-mm) centers, when measured in accordance with 11.7.2.
7.3 Pipe Impact Strength-Pipe shall have the minimum This pipe shall be clearly marked with a locating stripe or
pipe impact strengths in Table 3, when tested in accordanc@mbossment.

with 11.4. _
7.4 Joint Tightness-Gasketed pipe joints shall show no 9- Workmanship
leakage when tested in accordance with 11.5. 9.1 The pipe and fittings shall be homogeneous throughout

7.4.1 Testing for joint tightness is not intended to be aand free of foreign inclusions or visible defects. The pipe and
routine quality control test. The test is used to qualify pipefittings shall be as uniform as commercially practicable in
fitting joints at a specific level of performance. color, opacity, density, and other physical properties. The ends

7.5 Bond—The bond between the inner and outer walls (atshall be cut squarely and cleanly. They shall be free of internal
the corrugation valley) shall not separate, when tested ibstructions, including defective seams. The product function

accordance with 11.6. shall be considered when judging external defects. Holes
i . deliberately placed in perforated pipe are acceptable.
8. Dimensions 9.1.1 Visible Defects such as, but not limited to cracks,
8.1 Pipe Dimensionsshall meet the requirements given in creases, splits, obstructions to flow in pipe, and uncolored or
Table 4, when measured in accordance with 11.7.1. “pale” pipe, are not permitted.

TABLE 1 Classification of Polyethylene Compounds
Specification D 3350

Property
Type R Resins Type NR Resins
Density (base resin) 2 3 3 3 4
Melt index 1,2,0r3 2o0r3 2,3,4,5 0r6 3,4,0r5 2,3,4,50r6
Flexural modulus 3or4 4o0r5 4o0r5 4or5 4or5
Tensile strength 3or4 4o0r5 4o0r5 4o0r5 4,5, 0r6
ESCR 2or3 2 3 3 24
HDB 3 3 3 4 0
Color and UV stabilizer code CorE CorE CorE CorE CorE
AUse 10 % “Igepal” CO630P instead of 100 %. DOC uments
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