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QHny) Designation: F 910 — 86 (Reapproved 1992) <!

Standard Specification for

Face Guards for Youth Baseball 1

This standard is issued under the fixed designation F 910; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonej indicates an editorial change since the last revision or reapproval.

€' Note—Footnotes 2 and 3 were corrected in January 1993.

INTRODUCTION

In baseball, or similar sports, where the force of a pitched, hit, or deflected ball can cause facial
injury, there is a need for head, facial, eye, and teeth protection. After careful consideration of the
mechanisms and forces involved in this context, this specification for eye and facial protective
equipment has been prepared.

The impact test is designed to approximate the impact of a direct perpendicular blow from a baseball
traveling at 31 m/s (70 mph). These speeds have been confirmed by actual measurements on baseballs
thrown by youth league pitchers. Performance and design requirements developed on this basis are
intended to minimize injury and to prolong the useful life of the equipment. However, because of
complex interactions of variables such as ball speed, direction and point of impact, and particularly,
individual differences in reaction to impact forces, it must be kept in mind that some injuries, even
some serious injuries, are still possible.

1. Scope 2.1.2 Materials coming into contact with the wearer’s face

1.1 This specification covers protective face guards foshall not be a type known to cause skin irritation or disease,
sports such as youth baseball (batters and baserunners). and shall not undergo significant loss of strength, flexibility, or

1.2 This type of face guard is designed to be attached to gther physical change as a result of contact with perspiration,
pre-existing helmet. oil, or grease from the wearer’s head or skin.

1.3 The equipment covered by this specification is intended 2-2 Finishes—All points shall be well finished, and free of
to reduce hazards of injury to the face, including eyes an@harp edges or other irregularities that would present potential
mouth, due to impacts from baseballs, or other objects. hazards of scratching and cutting the user or an opposing

1.4 The values stated in S units are to be regarded as tHayer.

standard. The values given in parentheses are for information 2-3 Padding—Where padded chin straps are used, the
only. padding material shall be attached to the device in such a way

1.5 The following precautionary caveat pertains only to the@S to cover all the hard surfac_es that come into contact v_vith the
test method portion, Section 5, of this specificatidfhis ~ chin. The method of securing padding shall maintain the
standard does not purport to address all of the safety problemd?@dding material in position under normal conditions of heat,
if any, associated with its use. It is the responsibility of the usef0ld, moisture, or force distortion by the wearer. Any adhesive
of this standard to establish appropriate safety and healtiSed to attach the padding to the face guard shall be of such a
practices and determine the applicability of regulatory limita- tyP€ as to cause no deterioration or stress of the face guard

tions prior to use. material.
2.4 Attachment SystemFace guards shall be attached to

2. General Requirements the helmet in such a way as to avoid reduction of the degree of
2.1 Materials protection offered by the helmet or the combination of helmet
2.1.1 The design of the face guards and the choice ofnd guard. The protection offered by the helmet or guard shall

materials shall be such as to combine mechanical strength af§ considered impaired if there is visual evidence of stress to

durability consistent with the intended use of the equipment.the helmet or guard or any disengagement of the guard
following the tests as set forth in 5.3 or while in use.

1 This specification is under the jurisdiction of ASTM Committee F-8 on Sports 3. Performance Requirements

Equipment, Surfaces, and Facilities and is the direct responsibility of Subcommittee . .
F08.53 on Headgear 3.1 Alltesting shall be done with the face guard mounted on

Current edition approved July 25, 1986. Published October 1986. Originallyd helmet of a make or model specified by the face guard
published as F 910 — 85. Last previous edition F 910 — 85.
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FIG. 1 Face Protector and Helmet on Headform

manufacturer and placed on a headform as specified in 5.1.1. 5.1.1 Headform and Mounting-Face guards shall be fitted
3.2 Impact Requiremertts on appropriate size Alderson research headfoi®ee Fig. 1)
3.2.1 When tested in accordance with Section 5, all facdor impact tests as follows:

guards shall remain intact with no crazing or cracking, either in Fifth Percentile—Small Size (6% to 6%4)

the material or at testing points_ Fiftieth _Percentile—_Medium Si;e (675 to 7Ya4)
3.2.2 No paste shall be left on the ball or on any part of the Ninety-Fifth Percentile—Large Size (7% to 7+2)

face protector as a result of the impacts as specified in 5.3.1. Attach the headform to a heavy wire coil sprirguggested

Paste residue will constitute a failure. size 11.1 to 12.7 mm%s to %2 in.)) that is fixed to a rigid
mounting offering some resistance to the force of the baseball
4. Sample Preparation on impact but also allowing some rebound of the headform to
4.1 Test only face guards as offered for sale and only whe@ccur.
attached to an appropriate helmet. 5.1.2 Ball Propelling Device—The ball propelling device

4.2 Condition face guards at the temperatures of-38°C  shall consist of a pneumatic apparatus which has the capability
(97 + 4°F) and at 10+ 2°C (50 4°F) for a minimum period of propelling a regulation baseball at velocities up to 36 m/s
of 4 h prior to test. (80 mph). The accuracy of this device shall be such that

4.3 Assemble face guards to the helmets in accordance with

instructions provided. (See 7.1.)
2 Headform available from Alderson Research Laboratories, 390 Ludlow St.,

Im T Meth Stamford, CT 06904, has been found suitable.
> pact Test Met od 2 The coil spring available from McMaster-Carr Supply Co., P.O. Box 4355,
5.1 Apparatus for Impact Tests Chicago, IL 60680. Catalogue 87, cc No. 9624K61 (1QBOCU ments
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