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Standard Specification for
Compressible-Washer-Type Direct Tension Indicators for
Use With Structural Fasteners [Metric] *

This standard is issued under the fixed designation F 959M; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.

1. Scope * D 3951 Practice for Commercial Packaging
compressible-washer-type direct tension indicators capable of F 436M Specification for Hardened Steel Washers [Métric]
indicating the achievement of a specified minimum bolt tension F 1470 Guide for Fastener Sampling for Specified Mechani-

in a structural bolt. cal Properties and Performance Inspection
1.2 Two types of direct tension indicators in nominal 2.2 Research Council on Structural Connections Standard:
diameter sizes M16 through M36 are covered: Specification for Structural Joints Using ASTM A 325 or A
1.2.1 Type 8.8-Direct tension indicators for use with 490 Bolt®
Specification A 325M bolts, and 2.3 ANSI Standards:
1.2.2 Type 10.9-Direct tension indicators for use with B 18.2.3.7M Metric Heavy Hex Structural Bolts
Specification A 490M bolts. B 18.2.3.4.6M Metric Heavy Hex Nuts

1.3 Direct tension indicators are intended for installation3
under either a bolt head or a hardened washer. (See Research

Council on Structural Connections: Specification for Structural 3-1 Definitions of Terms Specific to This Standard:
Joints Using ASTM A 325 or A 490 Bolts.) 3.1.1 compressible-washer-type direct tension indicatar

1.4 The following precautionary statement pertains only tovasher-type element inserted under the bolt head or hardened
the test methods portion, Section 12 and Annex Al, of thiéNashe'r, haw_ng the capablllty of indicating the ach!evement_ of
specificationThis standard does not purport to address all of & réquired minimum bolt tension by the degree of direct tension
the safety concerns, if any, associated with its use. It is thédicator plastic deformation. Hereinafter referred todasct
responsibility of the user of this standard to establish appro-€nsion indicator
priate safety and health practices and determine the applica
bility of regulatory limitations prior to use.

Terminology

4. Ordering Information

4.1 Orders for direct tension indicators under this specifica-
2. Referenced Documents tion shall include the following:
21 ASTM Standards: 4.1.1 Quantity (number of pieces);
A 325M Specification for Structural Bolts, Steel, Heat- 4-1.2 Name of product (direct tension indicator);
Treated, 120/105 ksi Minimum Tensile Strength [Meftic] ~ 4-1-3 Size, thatis, nominal diameter; , .
A 490M Specification for High-Strength Steel Bolts, 4.1.4 ASTM designation and year of issue, if not specified,

Classes 10.9 and 10.9.3, for Structural Steel Joints [MetCurrent issue shall be used;
ric] 4.1.5 Type_ reqmred,_ 8.8 or 10.9 (see 1.2);
A 563 Specification for Carbon and Alloy Steel Niits 4.1.6 Coating type, if required (see 5.4);

B 695 Specification for Coatings of Zinc Mechanically ~4-1.7 Source inspection, if required (Section 13); .
Deposited on Iron and Stéel 4.1.8 Certificates of compliance or test reports, if required

(Section 15); and
4.1.9 Any special requirements.

1 This specification is under the jurisdiction of ASTM Committee F16 on —————————————
Fasteners and is the direct responsibility of Subcommittee F16.02 Steel Bolts, Nuts, * Annual Book of ASTM Standardgol 15.09.

Rivets, and Washers. 4 Annual Book of ASTM Standardgol 03.01.

Current edition approved Oct. 10, 2001. Published December 2001. Originally * Available from Research Council on Structural Connections, c/o Industrial
published as F 959M — 94. Last previous edition F 959M — 01. Fasteners Institute, 1717 East 9th Street, Cleveland, OH 44114.

2 Annual Book of ASTM Standardgol 01.08. ® Available from American National Standards Institute, 11 West 42nd St., 13th

Floor, New York, NY 10036.

*A Summary of Changes section appears at the end of this standard. Docu ments
Copyright © ASTM International, 100 Barr Harbor Drive, PO Box C700, West Conshohocken, PA 19428-2959, United States.
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5. Materials and Manufacture TABLE 2 Direct Tension Indicator Gap for Compression Load
Testing

5.1 Steel used in the manufacture of direct tension indica
tors shall be produced by the basic-oxygen or electric-furnace

Gap, mm
process. ) Direct Tension Indicator Finish Specification Specification
5.2 Design 8.8 10.9
5.2.1 Direct tension indicators shall have a configuratiorpiain finish 0.4 0.4
produced by extrusion, punching, pressing, or similar formingMefh:nica"y galvanized 0.4

: . . ed epoxy coating on
to permit a measurable decrease in thickness when placed ?ﬁMechanically deposited zinc 04
compression.

5.2.2 The design shall be such that the degree of plastic
deformation shall indicate the tension in a tightened structural TABLE 3 Acceptable Range of Compression Loads
bolt.

5.3 Heat Treatment-The process used for heat treatment of  pirect Tension Indicator Size Compression Load Range, kN
DTls shall be through-hardening by heating to a temperature  (Nominal Diameter, mm) Type 8.8 Type 10.9
above the upper transformation temperature, quenching in a M16 91-109 114-131
liquid medium, and then retempering by reheating to a suitable M ;‘23 142—;70 ;;9—506

: : : M 176-211 1-254

temperature to attain desired mechanical/performance proper- M 24 205245 257296
ties. M 27 267-320 334-384
5.4 Protective Coatings M 30 326-391 408-469

M 36 475-570 595-684

5.4.1 Unless otherwise specified, the direct tension indica:
tors shall be furnished “plain,” with the “as fabricated” surface
finish without protective coatings. 8. Dimensions
5.4.2 When “zinc coated” is specified, the direct tension
indicators shall be zinc coated by the mechanical depositio
process in accordance with the requirements of Class 50 o
Specification B 695. 9. Workmanship, Finish, and Appearance

5.4.3 When “baked epoxy” is specified, the epoxy shall be 9.1 The direct tension indicators shall be commercially

0.025- to 0.05-mm thick applied over the zinc coating specifiedmooth and free of injurious material or manufacturing defects
in 5.4.2. The epoxy shall not flake off exposed surfaces duringhat would affect their performance.

installation.
5.4.4 Other coatings are to be used only when approved b¥0- Number of Tests and Retests

8.1 The direct tension indicators shall conform to the
imensions specified in Table 4.

the direct tension indicator manufacturer. 10.1 Responsibility
10.1.1 The direct tension indicator manufacturer shall in-
6. Chemical Composition spect each lot of direct tension indicators prior to shipment in

6.1 The direct tension indicators shall conform in chemicaf@ccordance with the quality assurance procedures described in
composition to the limits given in Table 1. i i ) )

6.2 Product analysis may be made by the purchaser from 10.1.2 The purpose of a lot inspection testing program is to
finished direct tension indicators representing each lot. ThENSure that each lot conforms to the requirements of this

chemical composition shall conform to the requirements giversPecification. For such a plan to be fully effective, it is essential
in Table 1, Product Analysis. that the purchaser continue to maintain the identification and

integrity of each lot following delivery until the product is

7. Performance Requirements installed in its service application.

. . o 10.2 Production Lot Method
7.1 Compression LoadsDirect tension indicators shall be 10.2.1 All direct tension indicators shall be processed in

tested in accordance with Annex Al of this specification. Whe.rhccordance with a lot identification control-quality assurance

fomprﬁsied t(f) the gaﬁ specifjed in Table 2.,f.the'comp|re35|%an' The manufacturer shall identify and maintain the integrity
oad shall conform to the requirements specified in Table 3. ¢ oach production lot of direct tension indicators from raw

material selection through all processing operations and treat-
ments to final packing and shipment. Each lot shall be assigned
its own lot-identification number, each lot shall be tested, and
the inspection test reports for each lot shall be retained.
10.2.2 For purposes of assigning an identification number

TABLE 1 Chemical Requirements

Composition, %

Element Heat Product . -
Analysis Analysis and from which test samples shall be selected, a production lot,
Carbon 0.30-0.50 0.27-053 shall consist of all direct tension indicators processed essen-
Manganese 0.50-0.90 0.47-0.93 tially together through all operations to placing in the shipping
Phosphorus, max 0.035 0.043 container that are of the same nominal size, produced from the
Sulfur, max 0.040 0.048 . .
silicon 0.15-0.35 0.13-037 same mill heat of steel, and heat treated_in the same heat

treatment cycle. Documents
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