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Standard Test Method for

Separating an lonizing Radiation-Induced MOSFET
Threshold Voltage Shift Into Components Due to Oxide
Trapped Holes and Interface States Using the Subthreshold
Current-Voltage Characteristics

This standard is issued under the fixed designation F 996; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonej indicates an editorial change since the last revision or reapproval.

1. Scope bility of regulatory limitations prior to use.

1.1 This test method covers the use of the subthresholg Terminology
charge separation technique for analysis of ionizing radiation” o . ) .
degradation of a gate dielectric in a metal-oxide- 2.1 Definitions of Terms Specific to This Standard:

semiconducter-field-effect transistor (MOSFET) and an isola- 2-1.1 anneal conditions-the bias and temperature of the
tion dielectic in a parasitic MOSFET. 3 4 The subthreshold MOSFET in the time period between irradiation and measure-
technique is used to separate the ionizing radiation-induceghent. , , o
inversion voltage shiftAV , into voltage shifts due to oxide ~ 2-1.2 doping concentration, N-N- or P-type doping, is the
trapped charga, V, and interface trapa, V. This technique ~COncentration of the MOSFET channel region adjacent to the
uses the pre- and post-irradiation drain to source current vers@ide/silicon interface.
gate voltage characteristics in the MOSFET subthreshold 2-1-3 inversion current, \,,—the MOSFET channel current
region. at a gate-source voltage equal to the inversion voltage.

1.2 Procedures are given for measuring the MOSFET sub- 2-1.4 inversion voltage, ¥,,—the gate-source voltage cor-
threshold current-voltage characteristics and for the calculatiofSPonding to a surface potential abg

of results. 2.1.5irradiation biases—the biases on the gate, drain,
1.3 The application of this test method requires the MOSSOUrce, and substrate of the MOSFET during irradiation.
FET to have a substrate (body) contact. 2.1.6 midgap current, |,c—the MOSFET channel current

1.4 Both pre- and post-irradiation MOSFET subthresholdft @ gate-source voltage equal to the midgap voltage.
source or drain curves must follow an exponential dependence 2-1-7 midgap voltage, Ms—the gate-source voltage corre-
on gate voltage for a minimum of two decades of current. SPonding to a surface potential 6. .

1.5 The values given in Sl units are to be regarded as 218 oxide thickness j—the thickness of the oxide of the

standard. No other units of measurement are included in thi¥IOSFET under test. S
test method. 2.1.9 potential, g—the potential difference between the

1.6 This standard does not purport to address all of theermi level and the intrinsic Fermi level.
safety concerns, if any, associated with its use. It is the 2-1.10subthreshold swingthe change in the gate-source
responsibility of the user of this standard to establish appro-voltage per change in the log source or drain current of the
priate safety and health practices and determine the applicaMOSFET channel current below the inversion current. The
value of the subthreshold swing is expressed in V/decade (of
current).
1This test method is under the jurisdiction of ASTM Committee F-1 on  2.1.11 surface potentialp—the potential at the MOSFET

Electronics and is the direct responsibility of Subcommittee F01.11 on Quality angemiconductor surface measured with respect to the intrinsic
Hardness Assurance. il |
Current edition approved May 10, 1998. Published September 1998. Originalbl:erml evel.
published as F 996 — 91. Last previous edition F 996 — 92.
2 For formulation of subthreshold charge separation technique see McWhorter, 3 Summary of Test Method
J. and P. S. Winokur, “Simple Technique for Separating the Effects of Interface Traps 3.1 The subthreshold charge separation technique is based

and Trapped Oxide Charge in MOS Transisto lied Physics Letterd/ol 48,
1086, pp. 133135 P Y ' on standard MOSFET subthreshold current-voltage character-

3 DNA-TR-89-157, Subthreshold Technique for Fixed and Interface TrappediStics. The subthreshold drain or source current at a fixed drain
Charge Separation in Irradiated MOSFETs, available from National Technicatg source voltageVps, is measured as a function of gate

Information Service, 5285 Port Royal Rd., Springfield, VA 22161. P .
4Saks, N. S., and Anacona, M. G., “Generation of Interface States by IonizingVOIta'ge from the Ieakage current (OI‘ Ilmltmg resolution of the

Radiation at 80K Measured by Charge Pumping and Subthreshold Slope Teck€asurement apparatus) through inversion. The drain current
niques,” IEEE Transactions on Nuclear Sciencdgl NS-34, No. 6, 1987, pp. and gate voltage are related yx 10 Ve. When plotted as log
1348-1354.
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|5 versusVg, the linearl-V characteristic can be extrapolated old swing is required for the determination of a MOSFET
to a calculated midgap curremt,. By comparing the pre- and midgap voltage. Extrapolation of ideal linear MOSFET sub-
post-irradiation characteristics, the midgap voltage shi,,;  threshold current-voltage characteristics is unambiguous, be-
can be determined. The valued¥,,; is equal toAV,,, which  cause of the constant subthreshold swing. An example of near
is the voltage shift due to oxide trapped charge. The differenc&leal subthreshold characteristics is given in Fig. 2, where the
between the inversion voltage shifty,,,,, and\ Vg is equal  subthreshold swing is relatively constant between'i@nd

to AV, which is the voltage shift due to interface traps. This10° A. Nonideal subthreshold characteristics, that are aberra-

procedure is shown in Fig. 1 for@channel MOSFET. tions from the theoretical linear subthreshold swing, can
o complicate the subthreshold swing extrapolation to the midgap
4. Significance and Use voltage. For subthreshold characteristics that have multiple

4.1 The electrical properties of gate and field oxides aresubthreshold swings, the value of the midgap voltage would be
altered by ionizing radiation. The time dependent and dose ratgependent on the values of the subthreshold current from
effects of the ionizing radiation can be determined by comparwhich the extrapolation is made. Nonideal subthreshold char-
ing pre- and post-irradiation voltage shiftsy,, andA V;.. This  acteristics are caused by MOSFET leakage currents that can be
test method provides a means for evaluation of the ionizingither independent of, or a function of, gate-source voltage.
radiation response of MOSFETSs and isolation parasitic MOS- 5.4.1 Junction Leakage CurrertThis leakage current is
FETs. from the drain to the substrate and is independent of gate-

4.2 The measured voltage shiftsy,, andA V;;, can provide source voltage. Junction leakage current masks the actual
a measure of the effectiveness of processing variations on ttdOSFET channel subthreshold current below the leakage

ionizing radiation response. current level. Junction leakage current is easily distinguished
4.3 This technique can be used to monitor the total-dos&om the channel subthreshold current as is shown in Fig. 2 by
response of a process technology. the flat section of the drain currerit,, below 107** A. This
figure also shows the advantage of using the source cutgent,
5. Interferences for extrapolation. The source current is not affected by junction

5.1 Temperature EffectsThe subthreshold drain current leakage so that a measure of the MOSFET channel current is
varies as the exponential @fbg/kT, and other terms which obtained to the instrumentation noise level. However, if there is
vary as a function of temperature. Therefore, the temperatuneot a separate source and substrate contact (for example, power
of the measurement should be controlled to withia°C, since  MOSFETS), the drain current must be used. Only the part of the
the technique requires a comparison of pre- and postsubthreshold curve above the junction leakage or instrumenta-
irradiation data. At cryogenic temperatures, this test methodion noise level should be used for extrapolation. A minimum
may give misleading result§. of two decades of source or drain current above the leakage or

5.2 Floating Body (Kink) Effects-Floating body effects noise is required for application of this test method.
occur in MOSFETs without body (substrate) ties. This test 5.4.2 Gate Leakage-Gate leakage can be any combination
method should not be applied to a MOSFET without aof leakage from the gate to source, drain, or substrate.
substrate or substrate/source contact. Typically this leakage will be a function of the gate-source

5.3 Short Channel EffectsTo minimize drain voltage de- voltage. If gate leakage is greater than 1.0 pA for any
pendence on the subthreshold curve, a small drain measurgate-source voltage, the test method should not be applied.
ment voltage is recommended but not necessary. Gate leakages less than 1.0 pA can still cause nonideal

5.4 Leakage Current-Because the MOSFET midgap cur- subthreshold characteristics. The minimum value of the sub-
rent is below the capabilities of practical current-voltagethreshold source or drain current used for extrapolation to the
measurement instrumentation, extrapolation of the subthresimidgap voltage must be above any changes in the subthreshold

swing that can be attributed to gate leakage. Plotting the log of
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FIG. 1 Determination of Radiation Induced Voltage Shift for FIG. 2 Near Ideal Subthreshold Characteristics from an
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