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Standard Guide for
Development and Use of a Galvanic Series for Predicting
Galvanic Corrosion Performance *
This standard is issued under the fixed designation G 82; the number immediately following the designation indicates the year of original
adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A superscript
epsilon €) indicates an editorial change since the last revision or reapproval.
1. Scope 3.5 galvanic series-a list of metals and alloys arranged

1.1 This guide covers the development of a galvanic Serie@ccprding to their relative corrosion potentials in a given
and its subsequent use as a method of predicting the effect th@@vironment. o . o o
one metal can have upon another metal when they are in 3:6 noble—the positive (increasingly oxidizing) direction of

electrical contact while immersed in an electrolyte. Sugges€lectrode potential. _

tions for avoiding known pitfalls are included. 3.7 pass[ve—the state of the me_tal surf_ace chara}cterlzed by
1.2 This standard does not purport to address all of thelow corrosion rates in a potential region that is strongly

safety concerns, if any, associated with its use. It is théXidizing for the metal. o

responsibility of the user of this standard to establish appro- 3.8 polarization—the change from the open-circuit elec-

priate safety and health practices and determine the applicalfode potential as the result of the passage of current.

bility of regulatory limitations prior to useSpecific precau-

. . . ; 4. Significance and Use
tionary statements are given in Section 5. 9

4.1 When two dissimilar metals in electrical contact are

2. Referenced Documents exposed to a common electrolyte, one of the metals can
2.1 ASTM Standards: undergo increased corrosion while the other can show de-
G 3 Practice for Conventions Applicable to Electrochemicalcreased corrosion. This type of accelerated corrosion is referred

Measurements in Corrosion Testing to as galvanic corrosion. Because galvanic corrosion can occur
G 15 Terminology Relating to Corrosion and Corrosionat @ high rate, it is important that a means be available to alert
Testing the user of products or equipment that involve the use of
G 16 Guide for Applying Statistics to Analysis of Corrosion dissimilar metal combinations in an electrolyte of the possible
Dat& effects of galvanic corrosion.
G 71 Guide for Conducting and Evaluating Galvanic Cor- 4.2 One method thatis used to predict the effects of galvanic
rosion Tests in Electrolytés corrosion is to develop a galvanic series by arranging a list of
the materials of interest in order of observed corrosion poten-

3. Terminology tials in the environment and conditions of interest. The metal
3.1 Definitions of terms used in this guide are from Termi-that will suffer increased corrosion in a galvanic couple in that

nology G 15. environment can then be predicted from the relative position of
3.2 active—the negative (decreasingly oxidizing) direction the two metals in the series.

of electrode potential. 4.3 Types of Galvanic Series

3.3 corrosion potential_the potentia' of a Corroding sur- ] 4.3.1 One type of Ga!VaniC SeriQS lists the met.a.ls of interest
face in an electrolyte relative to a reference electrode measurd@ order of their corrosion potentials, starting with the most
under open-circuit conditions. active (electronegative) and proceeding in order to the most

3.4 galvanic corrosior—accelerated corrosion of a metal noble (electropositive). The potentials themselves (versus an

because of an electrical contact with a more noble metal oRPPropriate reference half-cell) are listed so that the potential
nonmetallic conductor in a corrosive electrolyte. difference between metals in the series can be determined. This
type of Galvanic Series has been put in graphical form as a

- series of bars displaying the range of potentials exhibited by
1 This guide is under the jurisdiction of ASTM Committee G-1 on Corrosion of the metal listed opposite each bar. Such a series is illustrated in

Metals and is the direct responsibility of Subcommittee G01.11 on EIectrochemicaFig, 1.

Measurements in Corrosion Testing. ; fneic cimi :
Current edition approved Sept. 10, 1998. Published January 1999. Originall¥ 4'3'2. T.he second type of_galvanlq SEries1s Slml|§.r to the .ﬂrSt

published as G 82-83. Last previous edition G 82-83 (1993). n that it lists the metals of interest in order of their corrosion

2 Annual Book of ASTM Standardgol 03.02. potentials. The actual potentials themselves are not specified,
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VOLTS VERSUS SATURATED CALOMEL REFERENCE ELECTRODE
(Active) (Noble)
-1.6 -1.4 -1.2 -1.0 -0.8 -0.6 -0.4 -02 0 +0.2

]
IGraphite

Platinum ﬂ:

Ni-Cr-Molalon C
Titanium

Ni-Cr-Mo-Cul-Si alioy 8 [0
Nickel-lron-Ch'vomium alloy 825

Alloy "20" Stainless Steels, cast and wrought
Stainless SleeIlLTypes 316,317 | —
Nickel-Copper alloys 400,K-500 ]
Stainless Steel—Types 302, 304, 321, 347 [ l 3
Silver [
Nicke! 200 ]
Silver Bvolze Alloys |1
ckel-Chromium alloy 600 O
Nickel-Aluminum Bronze
70-30 Coppe: Nickel
Lead

N

Stoiniess Steel—Type 430 N
80-20 Copper-Nlickel —
90-10 Copper-Nickel ]
Nickel Silver (J
Stoinless Steel—Types 410, 416 [ | —
Tin Br:)nzes (cam [
Silicon Bronze [J
Mongolnese Bronze []
Admiralty Bross, Alumlinum Bro;s —
Pb-Sn Sollder(50/5(l;) —
Copper[_1
Tlin O
Novol Brass, Yellow Brass, Red Brass E
| l Aluminur:\ Bronze C
Austenitic Nickel Cast lu')n —
Low Alioy Steel [ ]
Mild Steel,Cast Ilron —
Cudmitlxm (]

Atuminum Alloys |

Berytium|O

Zinc [j;

MugnesiuT

Note 1—Dark boxes indicate active behavior of active-passive alloys.
FIG. 1 Galvanic Series of Various Metals in Flowing Seawater at 2.4 to 4.0 m/s for 5 to 15 Days at 5 to 30°C (Redrawn from Original) s

however. Thus, only the relative position of materials in thetendency to undergo increased corrosion while the more noble
series is known and not the magnitude of their potentialelectropositive) metal will have a tendency to undergo re-
difference. Such a series is shown in Fig. 2. duced corrosion.
4.4 Use of a Galvanic Series 4.4.2 Usually, the further apart two metals are in the series,
4.4.1 Generally, upon coupling two metals in the Galvanicand thus the greater the potential difference between them, the
Series, the more active (electronegative) metal will have areater is the driving force for galvanic cBQ@umelnitS
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5.3 Corrosion potentials can change with time and with

ACTIVE END Magnesium
) Magnesium Alloys environmental changes. These changes can affect the potential
TI é‘;f/amze 4 Steel difference between the metals of interest and, in some cases,
| Aluminum 1100 can reverse relative positions. It is thus imperative that the
| Aluminum 6053 series used for the prediction be obtained under similar
: Aoad conditions of exposure duration and electrolyte composition as
| Aluminum 2024 (4.5 Cu, 1.5 Mg, 0.6 Mn) the situation being predicted.
| Mild Steel 5.4 Galvanic corrosion can occur between two identical
: ‘é’ggt“ﬁ';'“’” materials in different environments. The galvanic series gen-
| 13 % Chromium Stainless Steel erated herein cannot be applied to this situation.
| Type 410 (Active) 5.5 Use of a galvanic series provides qualitative prediction
: 18%3328':?2255' of galvanic corrosion. It should not be used for quantitative
| 18-12-3 Stainless Steel predictions of galvanic corrosion rate. A more precise determi-
| Type 316 (Active) nation of the effect of galvanic coupling can be obtained by the
: reactTin Solders measurement of the corrosion currents involved as outlined in
| Tin Guide G 7134
| Muntz Metal 5.6 Some published Galvanic Series, such as those in Fig. 1
I m;‘\',‘aglagf’;;mo”ze and 2, consider the possibility of there being more than one
| Nickel (Active) potential range for the same material, depending on whether
| 76 Ni-16 Cr-7 Fe alloy (Active) the material is in the active or the passive state. Knowledge of
: o0 g0 Moo Fe-d Mn conditions affecting passivity of these materials is necessary to
| Admirality Brass determine which potential range to use in a particular applica-
| Aluminum Brass tion.
| Red Brass . . ..
| Copper 5.7 Galvanic corrosion behavior is affected by many factors
| Silicon Bronze besides corrosion potentials. These factors must also be con-
| é?ggfzipro Nickel sidered in judging the performance of a galvanic couple. They
I M-Bronze include, but are not limited to, the following:
| Silver Solder 5.7.1 Anode-to-cathode area ratio,
| Nickel (Passive) 5.7.2 Electrolyte conductivity,
| 76 Ni-16 Cr-7 Fe .
| Alloy (Passive) 5.7.3 Distance between coupled metals,
| 67 Ni-33 Cu Alloy (Monel) 5.7.4 Shielding of metal surfaces by marine growth, sedi-
| 13_;/0 Cflrf(;nil;m S_tainless Steel ments, and so fOI‘th,
: Titaﬁfm (Passive) 5.7.5 Localized electrolyte concentration changes in
| 18-8 Stainless Steel shielded areas, and
: Lo pe 20a assie) 5.7.6 Polarization characteristics of the metals involved.
! Type 316 (Passive) 5.8 Some materials that are subject to chemical attack in
*) Silver alkaline solutions may suffer increased attack when made the

N D Sraphite cathode in a galvanic couple due to generation of hydroxyl ions

Platinum by the cathodic reaction. Use of a galvanic series will not

predict this behavior.

5.9 A more detailed discussion of the theory of galvanic
corrosion prediction is presented in Appendix X1 and in ASTM
§TP 576

FIG. 2 Galvanic Series of Various Metals Exposed to Sea Water

factors being equal, and subject to the precautions in Section
this increased driving force frequently, although not always,

results in a greater degree of galvanic corrosion. 6. Development of a Galvanic Series

6.1 The development of a Galvanic Series may be divided
into several steps. First is the selection of the environment and

5.1 The galvanic series should not be confused with thgonditions of interest. During the exposures, the environment

electromotive force series, which, although of a similar appear"’md conditions should be as close as possible to service
ance to the galvanic series, is based on standard electrodep@nd't'ons A list of environmental factors and conditions that
tentials of elements and not on corrosion potentials of metals.
The electromotive force series should not be used for galvanic
corrosion predICtlon 3Brasunas, A., EditorNACE Basic Corrosion CourseChapter 3, NACE,

5.2 Each series is specific to the environment for which itHouston, TX, 1970.
was comp|led, For example, a series developed in a f|0W|ng 4 Baboian, R., “Electrochemical Techniques for Predicting Galvanic Corrosion,”
ambient temperature seawater should not be used to predictt élvanlc and Pitting Corrosion-Field and Laboratory StudieSTM STP 576Am.

. . . oc. Testing Mats., 1976, pp. 5-19.

performance of galvanic couples in fresh water or in heate

5LaQue, F. L., Marine Corrosion, Causes and Prevﬁlon John Wiley and lions
seawater. New York, NY, 1975. cuments
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