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Designation: G 85 – 98

Standard Practice for
Modified Salt Spray (Fog) Testing 1

This standard is issued under the fixed designation G 85; the number immediately following the designation indicates the year of original
adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A superscript
epsilon (e) indicates an editorial change since the last revision or reapproval.

This standard has been approved for use by agencies of the Department of Defense.

1. Scope

1.1 This practice sets forth conditions for five modifications
in salt spray (fog) testing for specification purposes. These are
in chronological order of their development:
1.1.1 Annex A1, acetic acid-salt spray test, continuous.
1.1.2 Annex A2, cyclic acidified salt spray test.
1.1.3 Annex A3, seawater acidified test, cyclic (SWAAT).
1.1.4 Annex A4, SO2 salt spray test, cyclic.
1.1.5 Annex A5, dilute electrolyte cyclic fog dry test.
1.2 This practice does not prescribe the type of modifica-

tion, test specimen or exposure periods to be used for a specific
product, nor the interpretation to be given to the results.
1.3 This standard does not purport to address all of the

safety concerns, if any, associated with its use. It is the
responsibility of the user of this standard to consult and
establish appropriate safety and health practices and deter-
mine the applicablity of regulatory limitations prior to use.

2. Referenced Documents

2.1 ASTM Standards:
B 117 Practice for Operating Salt Spray (Fog) Testing2

D 609 Practice for Preparation of Cold-Rolled Steel Panels
for Testing Paint, Varnish, Conversion Coatings, and
Related Coating Products3

D 1141 Specification for Substitute Ocean Water4

D 1193 Specification for Reagent Water5

D 1654 Test Method for Evaluation of Painted or Coated
Specimens Subjected to Corrosive Environments3

E 70 Test Method for pH of Aqueous Solutions with the
Glass Electrode6

3. Significance and Use

3.1 This practice is applicable to ferrous and nonferrous
metals; also organic and inorganic coatings. The variations

described herein are useful when a different or more corrosive
environment than the salt fog described in Practice B 117 is
desired.

4. Apparatus

4.1 Cabinet:
4.1.1 The apparatus required for salt spray (fog) testing

consists of a fog chamber, a salt solution reservoir, a supply of
suitably conditioned compressed air, one or more atomizing
nozzles, specimen supports, provision for heating the chamber,
and necessary means of control. The size and detailed con-
struction of the cabinet are optional, provided the conditions
obtained meet the requirements of this practice. The material of
construction shall be such that it will not affect the corrosive-
ness of the fog. Suitable apparatus that may be used to obtain
these conditions is described in Appendix A1 of Practice B 117
with necessary modifications described in each annex.
4.1.2 Design the cabinet so that drops of solution that

accumulate on the ceiling or cover of the chamber do not fall
on the specimens being tested. Do not return drops of solution
that fall from the specimens to the solution reservoir for
respraying.
4.1.3 Equip the cabinet with one or more timing devices to

provide for intermittent spraying or periodic introduction of a
gas, or both.
4.2 Air Supply:
4.2.1 Make sure the compressed air supply to the nozzle or

nozzles for atomizing the salt solution is free of oil and dirt and
maintain the air supply between 69 and 172 kPa (10 and 25
psi).

NOTE 1—The air supply may be freed of oil and dirt by passing it
through a water scrubber or at least 610 mm (2 ft) of suitable cleaning
material such as asbestos, sheep’s wool, or activated alumina.

4.2.2 Temperature in the saturator tower (bubble tower)
varies depending on the test method used.
4.3 Conditions in Salt-Spray Chamber:
4.3.1 Temperature—The temperature in the exposure zone

varies with the test method used. For recommended exposure
zone temperatures for the various methods see the Annex.
Record the temperature within the exposure zone of the closed
cabinet at least twice a day at least 7 h apart (except on
weekends and holidays, when the salt spray test is not

1 This practice is under the jurisdiction of ASTM Committee G-1 on Corrosion
of Metals and is the direct responsibility of Subcommittee G01.05 on Laboratory
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interrupted for exposing, rearranging, or removing test speci-
mens or to check and replenish the solution in the reservoir).

NOTE 2—Suitable methods to record the temperature are a continuous
recording device or a thermometer which can be read from outside the
closed cabinet. Obtain the recorded temperature with the salt spray
chamber closed to avoid a false low reading because of wet-bulb effect
when the chamber is open.

4.3.2 Atomization and Quantity of Fog—Place at least two
clean fog collectors within the exposure zone so that no drops
of solution from the test specimens or any other source can be
collected. Position the collectors in the proximity of the test
specimens, one nearest to any nozzle and the other farthest
from all nozzles. Make sure that for each 80 cm2 of horizontal-
collecting area fog accumulates in each collector from 1.0 to
2.0 mL of solution per hour based on an average run of at least
16 h continuous spray.

NOTE 3—Suitable collecting devices are glass funnels with the stems
inserted through stoppers into graduated cylinders or crystallizing dishes.
Funnels and dishes with a diameter of 100 mm have an area of about 80
cm2.

4.3.3 Direct or baffle the nozzle or nozzles so that none of
the spray can impinge directly on the test specimens.

5. Test Specimens

5.1 Define the type and number of test specimens to be used,
as well as the criteria for the evaluation of the test results in the
specifications covering the material or product being tested or
upon mutual agreement between the purchaser and the seller.
5.2 Preparation of Test Specimens:
5.2.1 Clean metallic and metallic-coated specimens. The

cleaning method is optional depending on the nature of the
surface and the contaminants; however, when using a cleaning
method do not include in the contents abrasives other than a
paste of pure magnesium oxide nor of solvents which may
form corrosive or inhibitive films. The use of nitric acid
solution for the chemical cleaning, or passivation, of stainless
steel specimens is permissible when agreed upon between the
purchaser and the seller. Take care that specimens are not
recontaminated after cleaning by excessive or careless han-
dling.
5.2.2 Prepare specimens for evaluation of paints and other

organic coatings in accordance with applicable specification(s)
for the material(s) being tested, or as agreed upon between the
purchaser and supplier. Otherwise, make sure the test speci-
mens consist of steel meeting the requirements of Practice
D 609; clean and prepare the specimens for coating in accor-
dance with applicable procedure of Practice D 609.
5.2.3 Whenever it is desired to determine the development

of corrosion from an abraded area in the paint or organic
coating, make a scratch or scribed line through the coating with
a sharp instrument so that the underlying metal is exposed
before testing. Use the conditions of making the scratch as
defined in Test Method D 1654, unless otherwise agreed upon
between the purchaser and seller.
5.2.4 Protect the cut edges of plated, coated, or duplex

materials and areas that contain identification marks or that are
in contact with the racks or supports with a suitable coating that
is stable under the conditions of the test, such as ceresin wax,
unless otherwise specified.

NOTE 4—Should it be desirable to cut test specimens from parts or from
preplated, painted, or otherwise coated-steel sheet, protect the cut edges
by coating them with paint, wax, tape, or other effective media so that the
development of preferential attack or a galvanic effect between such edges
and the adjacent plated or otherwise coated-metal surfaces, is prevented.

6. Salt Solutions

6.1 Make the salt solutions by using either synthetic sea salt
in accordance with Specification D 1141 or sodium chloride in
accordance with Practice B 117, unless otherwise specified in
the appropriate annex. Make-up water shall be distilled or
deionized water conforming to Type IV water in Specification
D 1193 (except that for this practice, limits for chlorides and
sodium may be ignored).
6.2 Synthetic Sea Salt Solution:
6.2.1 Make the salt solution so that it consists of 42 g of

synthetic sea salt in accordance with Specification D 1141 per
litre of solution (see Note 5).
6.3 Sodium Chloride Solution:
6.3.1 Prepare the salt solution by dissolving 56 1 parts by

weight of sodium chloride in 95 parts of distilled water or
water containing not more than 200 ppm of total solids (see
Note 5). The sodium chloride shall be substantially free of
nickel and copper and shall contain on the dry basis not more
than 0.1 % of sodium iodide and not more than 0.3 % of total
impurities. Some salts contain additives that may act as
corrosion inhibitors; careful attention should be given to the
chemical content of the salt. Upon agreement between pur-
chaser and seller, analysis may be required and limits estab-
lished for elements or compounds not specified in the chemical
composition given above.

NOTE 5—A solution having a specific gravity of 1.0255 to 1.0400 at
25°C (77°F) will meet the concentration requirement of 6.2.1 and 6.3.1. It
is suggested that a daily check be made.

6.4 The pH of the salt solutions will vary depending on the
test method used. Before the solution is atomized, free it of
suspended solids (see Note 6). Take the pH measurements
electrometrically at 25°C (77°F) using a glass electrode with a
saturated potassium chloride bridge in accordance with Test
Method E 70.

NOTE 6—The freshly prepared salt solution may be filtered or decanted
before it is placed in the reservoir, or the end of the tube leading from the
solution to the atomizer may be covered with a double layer of cheesecloth
or suitable nonmetallic filter cloth to prevent plugging of the nozzle.

7. Procedure

7.1 Position of Specimens During Test:
7.1.1 Unless otherwise specified, support or suspend the

specimens between 6 and 45° from the vertical, and preferably
parallel to the principal direction of horizontal flow of fog
through the chamber, based upon the dominant surface being
tested. Note that test severity increases as angle from the
vertical increases.
7.1.2 Do not allow contact of the specimens between each

other, between any metallic material, or between any material
capable of acting as a wick.
7.1.3 Place each specimen so as to permit free settling of fog

on all specimens. A minimum spacing between specimens of
30 mm is recommended.
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