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Site License to Make Copies for Intra-Company Use

This License is issued by the American Welding Society (hereinafter referred to as “AWS™) to you
(hereinafter referred to as “Licensee™) based upon your application and conditions:

1. By becoming a Licensee, Licensee agrees to all the terms contained in this License.

2. Licensee is authorized to reproduce this AWS B2 Standard Welding Procedure for intra-
company use only. Copies may not be made available to any individual not employed by
Licensee or for any purpose unrelated to the business being conducted by Licensee.

3. Any reproduction must include the following copyright notice: “Copyright by the American
Welding Society. Reproduced with the express written permission of the American Welding
Society.”

4, Licensee may not enter into any sublicense agreement.

5. Reproduction of this Standard Welding Procedure signifies that you agree with the terms of the
License. If you do not agree with the terms of this License please return this document, and a
new document without the copyright notice will be issued.

6. The AWS B2 Standard Welding Procedures are not the subject of any warranty. AWS disclaims
any liability arising from the use of any Standard Welding Procedure. AWS is not liable for any
actual or consequential damages that may arise from the use of any Standard Welding
Procedure.

7. Licensee will notify AWS in writing if it becomes aware that any employee or other party has
made copies or otherwise made use of any Standard Welding Procedure contrary to the terms of
the License.

8. This License contains the entire understanding as between Licensee and AWS, and any changes
must be contained in a writing signed by both parties.

9. The terms of this License are governed under the laws of the State of Florida, and both parties
agree to submit to the jurisdiction of the cognizant court of law within Dade County, Florida to
resolve any disputes.
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Standard Welding Procedure
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Abstract

This standard contains the essential welding variables for carbon steel plate and pipe in the thickness range of 3/ 16
through 7/8 in., using manual gas tungsten arc welding. It cites the base metals and operating conditions necessary to
make the weldment, the filler metal specifications, and the allowable joint designs for fillet and groove welds.
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Statement on Use of AWS Standards

All standards (codes, specifications, recommended practices, methods, classifications, and guides) of the American
Welding Society are voluntary consensus standards that have been developed in accordance with the rules of the
American National Standards Institute. When AWS standards are either incorporated in, or made part of, documents
that are included in federal or state laws and regulations, or the regulations of other governmental bodies, their
provisions carry the full legal authority of the statute. In such cases, any changes in those AWS standards must be
approved by the governmental body having statutory jurisdiction before they can become a part of those laws and
regulations. In all cases, these standards carry the full legal authority of the contract or other document that invokes the
AWS standards. Where this contractual relationship exists, changes in or deviations from requirements of an AWS
standard must be by agreement between the contracting parties.

International Standard Book Number; 0-87171-340-3
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Note: The primary purpose of AWS is to serve and benefit its members. To this end, AWS provides a forum for the
exchange, consideration, and discussion of ideas and proposals that are relevant to the welding industry and the
consensus of which forms the basis for these standards. By providing such a forum, AWS does not assume any duties to
which a user of these standards may be required to adhere. By publishing this standard, the American Welding Society
does not insure anyone using the information it contains against any liability arising from that use. Publication of a
standard by the American Welding Society does not carry with it any right to make, use, or sell any patented items.
Users of the information in this standard should make an independent investigation of the validity of that information
for their particular use and the patent status of any item referred to herein.

This standard is subject to revision at any time by the AWS Committee on Welding Qualification. It must be reviewed
every five years and if not revised, it must be either reapproved or withdrawn. Comments (recommendations, additions,
or deletions) and any pertinent data that may be of use in improving this standard are requested and should be addressed
to AWS Headquarters. Such comments will receive careful considerations by the AWS Committee on Welding
Qualification and the author of the comments will be informed of the committes’s response to the comments. Guests are
invited to attend all meetings of the AWS Committee on Welding Qualification to express their comments verbally,
Procedures for appeal of an adverse decision concerning all such comments are provided in the Rules of Operation of
the Technical Activities Committee. A copy of these Rules can be obtained from the American Welding Society, 550
N.W. LeJeune Road, P.O. Box 351040, Miami, Florida 33135.
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