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B.S. 1103 ; 1957

Tiis BRiTISH STANDARD, having been approved by the
Cotton and Rubber Industry Standards Committees, and
endorsed by the Chairman of the Textile Divisional Council,
was published under the authority of the General Council on
22nd November, 1957,

First published, February 1943,
First revision, November 1957.

The Institution desires to call aftention to the fact that this
British Standard does not purport to include all the
necessary provisions of a contract,

In order to keep abreast of progress in the industries
concerned, - British Standards are subject to periodical
review. Suggestions for improvements will be recorded and
in due course brought to the notice of the committee charged
with the revision of the standards to which they refer.

A complete list of British Standards, numbering over 5000,
indexed and cross-indexed for reference, together with an
abstract of each standard, will be found in the Institution’s
Yearbook

This standard makes reference to the following British
Standards :—

B.S. 1051 Moisture in textile materials,

B.S, 2471 Methods of test for the weight per unit length
and per unit area of woven or knitted fabrics,

B.S, Handbook No. 11 Methods of test for textiles.

British Standards are revised, when necessary, by the issue
either of amendment slips or of revised editions. It is important
that users of British Standards should ascertain that they are
in possession of the latest amendments or editions.

The following B.S.L references relate to the work on this standard :—

Committee reference COT/7 Draft for comment CHCOT) 3637
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CO-OPERATING: ORGANIZATIONS -

The -Cotton Industry Standards Committee, under
whose supervision this British Standard was prepared,
consists of representatives from the following Govern-
ment departments and scientific and industrial organ-
izations:—

*Admiralty

Board of Trade
*Cotton Board

~ Ministry of Supply

Society of Dyers and Colourlsts '
*Textile Institute

The following orgaruzanons together with those marked
with an asterisk in the above Jist, were directly repre-

_sented on the commnittee entrusted with the preparation
of this British Stand'lrd —

- Admiralty —
Association of Mmmg, Electrical and Mechamcal Engmeers
British Acetylene Association
British Rubber and Plastics Belting Manufacturers’ Assocnatlon
British Wrapped Rubber Hose Manufacturers’ Association
Cotton Canvas Manufacturers’ Association
‘Federation of British Rubber and-Allied Manufacturers

Institution of Chemical Engingers
Institution of Mechamical Bngmeers

_ National Coal Board
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