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BS 11565 : 1986

Foreword (]

This revision of BS 1155 has been prepared under the
direction of the Rubber Standards Committee. It supersedes
BS 1165 : 1979 which is withdrawn.

The principal change from the previous edition is that the
general test procedure is now for use in all applications.

Other British Standards in this series for rubber compounds
are as follows,

BS 1154 Specification for natural rubber compounds
BS 2751 and 3222 Specification for acrylonitrile-
butadiene rubber compounds
BS 2762 Specification for chloroprene rubber
compounds
BS 3227 Specification for buty! rubber compounds
(including halobutyl compounds)
BS 6014 Specification for ethylene propylene rubber .
compounds

Attention is also drawn to the following British Standards.

BS 3668 Glossary of rubber terms
BS 3734 Specification for dimensional tolerances of
solid moulded and extruded rubber products

Compliance with a British Standard does not of itself
confer immunity from legal obligations.
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