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BS 1217 : 1986

Foreword

This revision of this British Standard, prepared under the
direction of the Cement, Gypsum, Agdgregates and Quarry
Products Standards Committee, supersedes BS 1217 : 1975
which is withdrawn.
The following principal changes have been made:
(a) the minimum permissible concrete cover has been
reduced to 20 mm provided that a reduced initial surface
absorption is achieved (see 5.1 and clause 10);
(b) the use of pulverized-fuel ash and ground granulated
blastfurnace slag as binder constituents is now permitted
(see clause 3);

(c) the use of sawn cubes for determination of compres-
sive strength has been discontinued (see appendix A).
The drying shrinkage test described in appendix B has been

found to have certain drawbacks but has been retained
pending research by various organizations represented on
the committee. If necessary, an amendment altering
appendix B will be issued at a later date.

Compliance with a British Standard does not of itself
confer immunity from legal obligations.
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