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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted to Technical Committee
B/524, Precast concrete products, upon which the following bodies were
represented:

British Cement Association

British Precast Concrete Federation Ltd.

Concrete Society

County Surveyors’ Society

Department of the Environment (Property and Buildings Directorate)
Federation of Civil Engineering Contractors

Institution of Civil Engineers

Institution of Structural Engineers

Royal Institute of British Architects

Water Services Association of England and Wales

The following body was also represented in the drafting of the standard, through
subcommittees and panels:

United Kingdom Cast Stone Association

This British Standard, having
been prepared under the
direction of the Sector Board for
Building and Civil Engineering,
was published under the
authority of the Standards Board
and comes into effect on

15 March 1997 . . L.
Amendments issued since publication

© BSI 1998

Amd. No. Date Text affected
First published April 1945
Second edition April 1975 N N N N N
Third edition September 1986 9785 January Indicated by a vertical line in the margin
Fourth edition March 1997 1998

The following BSI references
relate to the work on this
standard:

Committee reference B/524
Draft for comment 95/107745 DC
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Summary of pages

The following table identifies the current issue of each page. Issue 1 indicates that a page has been introduced
for the first time by amendment. Subsequent issue numbers indicate an updated page. Vertical sidelining on
replacement pages indicates the most recent changes (amendment, addition, deletion).

Page Issue Page Issue

Front cover 2 2 2

Inside front cover 2 3 original

a 1 4 original

b blank 5 original

i original 6 original

ii 2 Inside back cover original

1 original Back cover original
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