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BS 1308 : 1970

THis BRITISH STANDARD, having been approved by the
Cement, Lime and Gypsum Products Industry Standards
Committee, was published under the authority of the Executive
Board on 28 August, 1970.

First published, May, 1946.
First revision, December, 1957.
Second revision, August, 1970.

SBN: 580 06193 0

The Institution desires to call attention to the fact that this
British Standard does not purport to include all the necessary
provisions of a contract.

This standard makes reference to the following British
Standards and Code of Practice:

BS 12.  Portland cement (ordinary and rapid-hardening).

BS 63.  Single-sized roadstone and chippings.

BS 146. Portland-blastfurnace cement.

BS 785. Hot rolled bars and hard drawn wire for the
reinforcement of concrete.

BS 882, 1201. Aggregates from natural sources for concrete
(including granolithic).

BS 915. High alumina cement.

BS 1014. Pigments for cement, magnesium oxychloride and
concrete.

BS 1144. Cold worked steel bars for the reinforcement of
concrete.

BS 1881. Methods of testing concrete.

BS 2691. Steel wire for prestressed concrete.

BS 3148. Tests for water for making concrete.

BS 4027. Sulphate-resisting Portland cement.

BS 4461. Cold worked steel bars for the reinforcement of
concrete. .

BS 4482. Hard drawn mild steel wire for the reinforcement
of concrete.

CP 116. The structural use of precast concrete.

British Standards are revised, when necessary, by the issue either
of amendment slips or of revised editions. It is important that
users of British Standards should ascertain that they are in
possession of the latest amendments or editions.

The following BSI references relate to the work on this standard:
Committee reference CEB/6/10 Draft for comment 67/19422.
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CO-OPERATING ORGANIZATIONS

The Cement, Lime and Gypsum Products Industry Standards
Committee, under whose supervision this British Standard
was prepared, consists of representatives from the following
Government departments and scientific and industrial or-
ganizations:
Association of Consulting Engineers
British Granite and Whinstone Federation
*British Precast Concrete Federation
British Railways Board
British Ready Mixed Concrete Association
British Slag Federation
British Steel Industry
*Cement and Concrete Association
*Cement Makers’ Federation
Chalk Quarrying Association
Chemical Industries Association
*Concrete Society Ltd.
Federation of Civil Engineering Contractors
Greater London Council
Gypsum Plasterboard Development Association
Institution of Civil Engineers
*Institution of Municipal Engineers
Institution of Structural Engineers
Institution of Water Engineers
*Limestone Federation
London Transport Board
Ministry of Housing and Local Government
Ministry of Public Building and Works
Ministry of Public Building and Works—Building Research
Station
*Ministry of Transport
National Federation of Building Trades Employers
*Royal Institute of British Architects
Royal Institution of Chartered Surveyors
Sand and Gravel Association of Great Britain
Society of Chemical Industry
Welwyn Hall Research Station

The Government department and scientific and industrial
organizations marked with an asterisk in the above list,
together with the following, were directly represented on the
committee entrusted with the preparation of this British
Standard:

Association of London Borough Engineers and Surveyors
Association of Public Lighting Engineers

British Electrical and Allied Manufacturers Association
Council of Industrial Design

Electric Light Fittings Association

Electricity Supply Industry in England and Wales
Ministry of Transport—Road Research Laboratory
Urban District Councils Association
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