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National foreword

This British Standard has been prepared under the direction of the Plastics Standards Committee and is identical with
ISO 2112-1977 ‘Plastics — Aminoplastic moulding materials — Specification’ published by the International
Organization for Standardization (ISO). In addition to the ISO text, a national appendix A has been included, giving
additional information and recommendations.

Terminology and conventions. The text of the international standard has been approved as suitable for publication as a
British Standard without deviation. Some terminology and certain conventions are not identical with those used in
British Standards; attention is especially drawn to the following.

Wherever the words ‘International Standard’ appear, referring to this standard, they should be read as ‘British
Standard'.

The comma has been used throughout as a decimal marker. In British Standards it is current practice to use a full point
on the baseline as the decimal marker.

Cross-references

International standard Corresponding British Standard
BS 2782 Methods of testing plastics
1ISO 62-1980* Methods 430A to 430D : 1982 Determination of water absorbtion
(Identical)
1ISO 75-1974 Method 121A : 1976t Determination of temperature of deflection under a bending stress of
(Method A) 1.8 MPa of plastics and ebonite
(Technically equivalent)
1ISO 178-1975 Method 335A : 1978 Determination of flexural properties of rigid plastics
(Identical)
1SO 291-1977¢ Part 0: 1982 Introduction
(Appendix A : Identical)
1ISO 295-1974 Method 902A : 1977 Compression moulding test specimens of thermosetting materials
(Identical)
ISO 2577-1975 Method 640A : 1979 Determination of shrinkage of test specimens in the form of bars of
compression moulded thermosetting moulding materials
(Identical)
ISO 2818-1974 Method 930A : 1977 Preparation of test specimens by machining
(Identical)
1ISO 3671-1976 Method 461A : 1978 Determination of volatile matter in aminoplastic moulding materials
(Identical)
1SO 4614-1977 Method 462A and 462B : 1978 Determination of extractable formaldehyde in
melamine-formaldehyde mouldings
(Identical)
IEC112:1979 BS 5901 : 1980 Method of test for determining the comparative and the proof tracking
indices of solid insulating materials under moist conditions
(Identical)
IEC 296: 1969 BS 148: 1972 Insulating oil for transformers and switchgear

(Technically equivalent)

NOTE. Although not specified in this standard, the requirements of Class |l oil complying with the
requirements of IEC 296 are given in appendix G.

* Replaces ISO/R 62 and ISO/R 117. Footnote 1 to clause 2 ceases to be applicable.
t Published with Method 121B and 121C.
1 Footnote 3 to clause 2 ceases to be applicable.
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AMD 4432

| e |

Amendment No. 1
published and effective from 30 November 1983

to BS 1322 : 1981

Specification for aminoplastic moulding materials

—

Revised text

AMD 4432 Clause A.1 Marking
November 1983 In line 2 delete ‘type’ and substitute ‘grade’.
8311 PLC/38
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