
BRITISH STANDARD BS 1344-6:
1971
Incorporating 
Amendment No. 1

Methods of testing 
vitreous enamel 
finishes —

Part 6: Resistance to alkali

Full document details: BS 1344-6:1971

http://dx.doi.org/10.3403/00026358U
http://www.avadocuments.com/doc/bs-1344-6-1971
http://www.avadocuments.com/doc/bs-1344-6-1971


BS 1344-6:1971

This British Standard, having 
been approved by the Surface 
Coatings (other than Paints) 
Industry Standards 
Committee, was published 
under the authority of the 
Executive Board on 
31 August 1971

© BSI 07-1999

First published (as Part 1, 
Section 2) April, 1947
First revision (as Part 6) 
August, 1971

The following BSI references 
relate to the work on this 
standard:
Committee references SRE/7, 
SRE/7/1
Draft for approval 70/23586

ISBN 580 06543 X

Co-operating organizations

The Surface Coatings (other than Paints) Industry Standards Committee, 
under whose supervision this British Standard was prepared, consists of 
representatives from the following Government departments and scientific and 
industrial organizations:

Aluminium Federation
Assay Offices Committee of Great Britain
Association of Metal Sprayers
British Bolt, Nut, Screw and Rivet Federation
British Electrical and Allied Manufacturers’ Association
British Jewellers’ Association
British Non-ferrous Metals Research Association
British Steel Industry
Chemical Industries Association
Cycle and Motor Cycle Association Limited
Electricity Council, the Central Electricity Generating Board and Area Boards in England and 

Wales
Electronic Engineering Association
Engineering Equipment Users’ Association
Greater London Council
Institute of Metal Finishing
Institute of Sheet Metal Engineers
Institute of Vitreous Enamellers*
Metal Finishing Association
Ministry of Defence, Army Department
Ministry of Defence, Navy Department
Ministry of Technology
Society of Motor Manufacturers and Traders Limited
Tin Research Institute
Vitreous Enamel Development Council*
Zinc Development Association

The scientific and industrial organizations marked with an asterisk in the 
above list, together with the following, were directly represented on the 
committee entrusted with the preparation of this British Standard:

Association of Manufacturers of Domestic Electrical Appliances
British Bath Manufacturers’ Association
British Refrigeration and Air Conditioning Association
Gas Council
Institution of Gas Engineers
Metal Sink Manufacturers’ Association
National Federation of Ironmongers
Society of British Gas Industries
Wrought Holloware Trade Employers’ Federation

Amendments issued since publication

Amd. No. Date of issue Comments

3271 April 1980 Indicated by a sideline in the margin
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