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BS 1673 : Part 7 : 1969

THis BRITISH STANDARD, having been approved by the
Rubber Industry Standards Committee, was published under
the authority of the Executive Board on 17th April, 1969.

SBN: 580 05477 2

The Institution desires to call attention to the fact that this
British Standard does not purport to include all the necessary
provisions of a contract.

In order to keep abreast of progress in the industries
concerned, British Standards are subject to periodical review.
Suggestions for improvements will be recorded and in due
course brought to the notice of the committees charged with
the revision of the standards to which they refer.

A complete list of British Standards, numbering over 5000,
fully indexed and with a note of the contents of each, will
be found in the British Standards Yearbook, The
BS Yearbook may be consulted in many public libraries and
similar institutions.

This standard makes reference to the following British
Standards:

BS 410. Test sieves.

BS 572.  Interchangeabie conical ground glass joints.

BS 604.  Graduated measuring cylinders.

BS 846. Burettes and bulb burettes.

BS 1674. Equipment and procedures for mixing and vul-
canizing rubber test mixes.

BS 1792. One-mark volumetric flasks.

BS 3978. Water for laboratory use.

British Standards are revised, when necessary, by the issue either
of amendment slips or of revised editions. It is important that
users of British Standards should ascertain that they are in
possession of the latest amendments or editions.

The following BSI references relate to the work on this standard:
Committee references RUC/10, RUC/10/5
Draft for comment 66/23386
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AMD 308

Amendment Slip No. 1, published 28 August, 1969

to B.S. 1673: Part 7: 1969
Methods of testing raw rubber and unvulcanized
compounded rubber
Part 7. Chemical analysis of
acrylonitrile-butadiene rubber (NBR)

CORRECTION

Delete ‘butan-2-ol’ and substitute ‘propan-2-ol’ in the following clauses:

7.4.1 line 5.
7.4.2 line 2.
7.4.4 line 10.

7.5.1 line 1.
7.5.2 line 4.
7.5.4 lines 5, 6, 7 and 10.

7.6.1 line 1.
7.6.2 line 4.
7.6.4 lines 1 and 6.

Clause 7.5.4 Procedure. In line 3 delete ‘isopropanol’ and substitute ‘propan-2-ol’.
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AMD 6617

Amendment No. 2
published and effective from 31 January 1991
to BS 1673 : Part 7 : 1969

Methods of test for raw rubber and
unvulcanized compounded rubber
Part 7. Chemical analysis of acrylonitrile-butadiene rubber (NBR)

NOTE. This amendment deletes certain methods which have been revised and issued as
separately published methods of BS 5923 and BS 7164. In due course Parts of BS 5923
will be superseded by Parts or Sections of BS 7164.

Deletions

Clause 7.3 Volatile matter. Delete the entire text and the associated footnote
and substitute ‘Text deleted. Superseded by BS 5923 : Part 3.”.

Clause 7.7 Ash. Delete the entire text and substitute ‘Text deleted. Superseded
by BS 5923 : Part 1..

Clause 7.8 Combined acrylonitrile content. Delete the entire text and the

associated footnotes and substitute ‘Text deleted. Superseded by BS 7164 :
Part 21.°.
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