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THIS BRITISH STANDARD, having been approved by the
Textile Divisional Council, was published under the
authority of the General Council on 7th March, 1956.

First published December, 1951.
First revision March, 1956.

The Institution desites to call attention 1o the fact that this
British Standard does not purport to include all the necessary
provisions of a contract.

In order to keep abreast of progress in the industries con-
cerned, British Standards are subject to periodical review.,
Suggestions for improvements will be recorded and in due
course brought to the notice of the committees charged with
the revision of the standards to which they refer.

A complete list of British Standards, numbering over 2500,
indexed and cross-indexed for reference, together with an
abstract of each standard, will be found in the Institution’s
Yearbook,

This standard makes reference to the following British
Standard: _
B.S. 1610, Verification of testing machines.

SPECIAL NOTE

The attention of users of this British Standard is directed
to B.S. Handbook No. 11, ‘ Methods of test for textiles’, price
30s. post free. This gives a comprehensive range of procedures
for determining the physical and chemical properties of tex-
tile fibres, yarns and fabrics,

British Standards are revised, when necessary, by the issue
either of amendment slips or of revised editions. It is important
that users of British Standards should ascertain that they are
in possession of the latest amendments or editions.

The following B.S.I. references relate to the work on this standard :—
Committee reference T/2 Draft for comment CV(T) 7508
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CO-OPERATING ORGANIZATIONS

The Government departments and scientific and
industrial organizations listed below were represented
on the committee entrusted with the preparation of this
British Standard:

Association of Solid Woven Belting Manufacturers
* British Cotton Industry Research Association

British Elastic Braid Manufacturers’ Association

British Federation of Elastic Webbing Manufacturers

British Federation of Textile Smallwear Manufacturers

British Man-made Fibres Federation

Linen Industry Research Association

Ministry of Supply

Retail Trading-Standards Assocmtlon

Silk and Rayon Users’ Association

Tape Manufacturers’ Association

Textile Institute

Textiles Sub-committee—Narrow Fabrics Panel,
Joint Equipment Standardization Committee,
Ministry of Defence

Webbing Manufacturers’ Association
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BRITISH STANDARD SPECIFICATION FOR
TAGGED BOOT AND
SHOE LACES (COTTON)

FOREWORD

The first edition of this British Standard, published in December 1951,
was based on the work of the Narrow Fabrics Panel of the Textiles
Sub-committee, Joint Equipment Standardization Comtnittee, Ministry
of Defence. The Services, Government departments and nationalized
undertakings collaborated in co-ordinating their requirements, which
were afterwards correlated with the needs of civilian trading. Other
large user and producer organizations collaborated or were consulted
and the range of types and qualities was designed to cover the majority
of needs. . . .

The present revision takes account of experience in the use of the
standard during the four years since it was first published. Several amend-
ments which had been found necessary have been incorporated in the
text and the opportunity has been taken to amend some of the weights
so as to make them accord with present-day production. As before, the
items adopted by the Service and Government interests have been indi-
cated in the schedule by means of an asterisk. _

This edition is considered to reflect present-day needs and production
in a way which should be found satisfactory for almost all requirements.

The specification requirements and methods of test are common to

all qualities.

SPECIFICATION

NOTE. In all transactions relating to the use of this Britisli Standard, i.e. contracts,
orders, correspondence, etc., the B.S. serial number and the reference number should

be quoted.
SCOFPE

1. This British Standard specifies details of construction and minimum
requirements for the manufacture of braided and tagged boot and shoe
laces, and includes methods of test, '

MATERIAL
2. The lace braid shall be made from cotton yarn of the quality and
count specified in the schedule, Waste and condenser yarns shall not be
used.
MANUFACTURE ,
3. q. Construction. Lace braid shall be uniformly braided and free from
defects, and shall comply with the requirements specified in the schedule
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