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Foreword

This British Standard has been prepared under the direction
of the Textile Products Standards Committee and is a
revision of the 1966 edition which is now withdrawn.

The revision takes into account as far as possible the need
to ensure that the safety as well as the guality aspects of
children’s mattresses are dealt with adequately. A range of
casing materials is specified so that manufacturers can offer
the consumer a choice, taking into account comfort, ease
of care, durability and cost.

One of the most important safety aspects is to ensure a
correct fit between the mattress and the product so that
there is a minimum clearance between the cot sides.
Owing to the wide variety of designs and sizes of cots,
perambulators, carry cots, cribs, Moses baskets and other
types of children’s beds on the market, it has been found
possible to specify standard mattress dimensions only in
the case of cot mattresses. The attention of manufacturers
is drawn particularly to the proposal to specify three
standard cot mattress dimensions, of which the preferred
size is 118 cm x 55 cm. This proposal is based on the
results of a survey of cot sizes carried out during
preparation of this revision.

In accordance with BS 1753 the committee concerned with
the drafting of this British Standard has reached the
conclusion that the gap between the mattress and the
inside of the product with which it is designed to be used
should be as small as possible, taking into account the need
to tuck in sheets, blankets and other items of bedding, and
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that in no circumstances should the gap be greater than

5 cm at any point (i.e. the mattress should not be shorter
or narrower by more than 5 cm than the internal
dimensions of the product in which it is to be used).
This implies that a mattress of 118 cm x 55 cm would be
suitable for a cot of internal dimensions 118 em x 55 cm
to 123 cm x 60 cm.

In order to assist manufacturers, retailers, purchasers and
others, each mattress, other than one described as ‘small’,
‘medium’ or ‘large’, complying with this Part of the
standard is required to be marked with its length and
width. All mattresses are required to be marked with the
internal dimensions of the product with which it is
designed to be used.

The depth of cot mattresses has been fixed so that the cot
side height above the top edge will be not less than 495 mm
when the mattresses are placed in cots complying with

BS 1753.

The committee concerned with the drafting of this British
Standard has noted the work undertaken concerning
ignitability of upholstered furniture and the publication of
BS 5852, but is has decided that it is neither possible nor
appropriate to introduce in this revision fire tests and
requirements for children’s mattresses.

Certification. Attention is drawn to the certification
facilities described on the inside back cover of this
standard.
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AMD 5724
Amendment No. 1
published and effective from 29 January 1988

to BS 1877 : Part 10 : 1982

Domestic bedding

Part 10. Specification for mattresses for
children’s cots, perambulators and similar
domestic articles

Revised text

AMD 5724 Contents

January 1988 In the list of figures renumber the existing figures 1, 2 and 3 as 2, 3 and 4 respectively.

Insert a new entry for figure 1 as follows:
‘1. Cone measuring device’.

AMD 5724 Foreword

January 1968 In paragraph 4, lines 8 and 9, delete ‘5 cm’ and substitute ‘4 cm’ in each case.

AMD 5724 Clause 4.1 Cover and filling

danuary 1988 Delete the first sentence and substitute the following:

‘Every mattress shall be supplied with a casing made from
one or more of the covering materials complying with the
requirements of 3.4. Where the cover, or part of the cover,
is removable for cleaning purposes, at least 50 % of the
back of the mattress shall be covered by the cover, any hole
shall be positioned over the centre of the mattress and the
cover shall be under sufficient tension when in position on
the mattress so as to prevent it being removed or dislodged
unintentionally. Any gap presented by the cover shall be so
arranged that it would not be possible for a child to get its
head or hands underneath the cover whilst the mattress is in
position in the cot. Where the cover consists of two parts,
there shall be a means of fastening the two parts together.
When they are in place on the mattress it shall not be
possible for the cone, shown in figure 1, to pass through
any gap beyond a diameter of 38 mm when a force of 15 N
is applied, nor shall any of the fastenings come apart.

The force is measured by means of a force gauge attached
to the cone, as shown in figure 1.’
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AMD 5724 New figure 1. Cone measuring device

January 1988 After clause 4.1 insert the following new figure.

Force in N

< Direction of application of force

30" -4 @ >38 mm

Enlarged view A

Figure 1. Cone measuring device

AMD 5724 Clause 7. Labelling
January 1988 In item (4), in lines 5 and 7 delete ‘5 cm’ and substitute ‘4 cm’ in each case.
In item (5), delete the first three lines and substitute the following:

‘For all mattresses, including cot mattresses, that do not
include a permeable pillow section, a warning boxed in
contrasting colour with the following wording:’

AMD 5724 Clause B.1.1

January 1988 In line 3 delete ‘see figures 1 and 2’ and substitute ‘see figures 2 and 3.

AMD 5724 Clause B.4

January 1988 In paragraph 1, line 5, delete ‘figure 3’ and substitute “figure 4'.

In paragraph 2, line 1, delete ‘Figure 3’ and substitute ‘Figure 4.

AMD 5724 Figures 1,2 and 3

January 1988 Renumber figures 1, 2 and 3 as figures 2, 3 and 4 respectively.

AMD 5724 Back cover

January 1988 Delete the committee reference ‘TPM/16’ at top of page at foot of column two and at foot

of page and substitute ‘FHM/37’ in each case.
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