BRITISH STANDARD 113938;881-109:

Incorporating
Amendment No.1

Testing concrete —

Part 109: Method for making test beams
from fresh concrete

UDC 666.972.017:691.32:620.1
L ¥V & %

LAY SR =

s T 1

NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW

Document Sharing Hub

Full document details: BS 1881-109:1983


http://www.avadocuments.com/doc/bs-1881-109-1983
http://www.avadocuments.com/doc/bs-1881-109-1983

BS 1881-109:1983

Committees responsible for this
British Standard

This British Standard was published under the direction of the Cement,
Gypsum, Aggregates and Quarry Products Standards Committee CAB/-. Its
preparation was entrusted to Technical Committee CAB/4 upon which the
following bodies were represented:

British Aggregate Construction Materials Industries
British Precast Concrete Federation Ltd.

British Ready Mixed Concrete Association

Cement Admixtures Association

Cement and Concrete Association

Cement Makers’ Federation

Concrete Society Limited

County Surveyors’ Society

Department of the Environment (Building Research Establishment)
Department of the Environment (PSA)

Department of the Environment (Transport and Road Research Laboratory)
Department of Transport

Electricity Supply Industry in England and Wales
Federation of Civil Engineering Contractors

Greater London Council

Institute of Concrete Technology

Institution of Civil Engineers

Institution of Highway Engineers

Institution of Municipal Engineers

Institution of Structural Engineers

Institution of Water Engineers and Scientists
National Federation of Building Trades Employers
Royal institute of British Architects

Royal Institution of Chartered Surveyors

Sand and Gravel Association Limited

Society of Chemical Industry

The following bodies were also represented in the drafting of the standard,
through subcommittees and panels:

British Civil Engineering Test Equipment Manufacturers’ Association Coopted
members
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