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British Aggregate Construction Materials Industries
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Federation of Civil Engineering Contractors
Greater London Council
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Institution of Water Engineers and Scientists
National Federation of Building Trades Employers
Royal Institute of British Architects
Royal Institution of Chartered Surveyors
Sand and Gravel Association Limited
Society of Chemical Industry
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Amd. No. Date of issue Comments

6103 July 1989 Indicated by a sideline in the margin
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Foreword

This Part of this British Standard, prepared under the direction of the Cement, 
Gypsum, Aggregates and Quarry Products Standards Committee, is a revision 
of 5.1, 5.2, 5.3, 5.4, 5.5, 5.7, 5.8 and 5.9 of BS 1881-3:1970. Together with 
Parts 108, 109, 111, 112 and 113, this Part of BS 1881 supersedes 
BS 1881-3:1970, which is withdrawn.
The dimensions and tolerances specified in this Part of this standard comply with 
ISO 1920.
A British Standard does not purport to include all the necessary provisions of a 
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

Summary of pages
This document comprises a front cover, an inside front cover, pages i and ii, 
pages 1 to 6, an inside back cover and a back cover.
This standard has been updated (see copyright date) and may have had 
amendments incorporated. This will be indicated in the amendment table on 
the inside front cover.
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