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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Technical Sector
Board for Building and Civil Engineering (B/-) to Technical Committee CAB/4,
upon which the following bodies were represented:
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County Surveyors’ Society

Department of the Environment (Building Research Establishment)
Department of the Environment (Property Services Agency)
Department of Transport

Department of Transport (Transport and Road Research Laboratory)
Electricity Industry in United Kingdom

Federation of Civil Engineering Contractors

Institute of Concrete Technology

Institution of Civil Engineers

Institution of Highways and Transportation

Institution of Structural Engineers

Institution of Water and Environmental Management

National House-building Council

Sand and Gravel Association

Society of Chemical Industry

The following bodies were also represented in the drafting of the standard,
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Figure 1 — Typical tamper for partially compacted semi-dry fresh
concrete density test
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Table 1 — Dimensions of container
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