
BRITISH STANDARD BS 1902-4.0:
1985

Methods of testing

Refractory materials —

Part 4: Properties measured under an 
applied stress —

Section 4.0 Introduction

UDC 666.76.017:620.17

Confirmed 
December 2009

Full document details: BS 1902-4.0:1985

http://www.avadocuments.com/doc/bs-1902-4-0-1985
http://www.avadocuments.com/doc/bs-1902-4-0-1985


BS 1902-4.0:1985

This British Standard, having 
been prepared under the 
direction of the Refractory 
Products Standards 
Committee, was published 
under the authority of the 
Board of BSI and 
comes into effect on 
29 November 1985

© BSI 08-1999

The following BSI references 
relate to the work on this 
standard:
Committee reference RPM/1
Draft for comment 84/40412 DC

ISBN 0 580 14758 4

Committees responsible for this 
British Standard

The preparation of this British Standard was entrusted by the Refractory 
Products Standards Committee (RPM/-) to Technical Committee RPM/1, upon 
which the following bodies were represented:

British Ceramic Research Association
British Steel Industry
Electricity Supply Industry in England and Wales
Engineering Equipment and Materials Users’ Association
Refractories Association of Great Britain
Refractory Contractors’ Association
Society of Glass Technology

Amendments issued since publication

Amd. No. Date of issue Comments

Full document details: BS 1902-4.0:1985

http://www.avadocuments.com/doc/bs-1902-4-0-1985
http://www.avadocuments.com/doc/bs-1902-4-0-1985


BS 1902-4.0:1985

© BSI 08-1999 i

Contents

Page
Committees responsible Inside front cover

Full document details: BS 1902-4.0:1985

http://www.avadocuments.com/doc/bs-1902-4-0-1985
http://www.avadocuments.com/doc/bs-1902-4-0-1985

