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Foreword

This Section of BS 1902 : Part 4 has been prepared under
the direction of the Refractory Products Standards
Committee. The method of test described in this Section
measures the same property of the material under test as
that described in BS 1902 : Section 4.6 but at elevated
temperatures up to 1400 °C instead of at ambient or room
temperature. Results obtained by using this method at
ambient temperatures should be equivalent to those
obtained by method 1902-406.

Compliance with a British Standard does not of itself
confer immunity from legal obligations.
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