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Foreword

This Section of BS 1902 : Part 5 has been prepared under
the direction of the Refractory Products Standards
Committee.

Resistance to thermal spalling is not a property that can be
readily quantified, and results have to be expressed in terms
of the relative performance of a number of refractory
products when tested by the same method. Many
laboratory procedures are used to obtain such relative data,
of which two have been selected for inclusion in

BS 1902 : Part 5. These are the method specified in this
Section and that given in Section 5.12 ‘Determination of
resistance to thermal shock by the ‘Ribbon’ test *. This
Section supersedes the method given in appendix B of

BS 1902 : Part 1A : 1966, which will be deleted by
amendment.
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