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Foreword

This Section of BS 1902 : Part 5 has been prepared under
the direction of the Refractory Products Standards
Committee. The method described in this Section is one of
four methods for the determination of thermal
conductivity included in Part 5 of BS 1902, the other three
being:

*Section 5.5 Determination of thermal conductivity

(panel method)

*Section 5.7 Determination of thermal conductivity
(parallel hot wire method)

*Section 5.8 Determination of thermal conductivity
(split column method)

This Section covers a new method not previously included
in BS 1902 : Part 1A : 1966. It is technically equivalent to
a proposal being drafted by the International Organization
for Standardization (ISO) which will be published as an
International Standard.

Compliance with a British Standard does not of itself
confer immunity from legal obligations.

*In preparation. Documents
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