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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by Technical Committee
RPI/1, Refractory products and materials, to Subcommittee RPI/1/14, Chemical
analysis of refractories and technical ceramics, upon which the following bodies
were represented:

British Ceramic Research Ltd.

British Industrial Ceramic Manufacturers’ Association
Bureau of Analysed Samples

China Clay Association

Ministry of Defence

Refractories’ Association of Great Britain

UK Steel Association

This British Standard, having
been prepared under the
direction of the Sector Board for
Materials and Chemicals, was
published under the authority of
the Standards Board and comes
into effect on 15 November 1998
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Amendments issued since publication

Amd. No. Date Text affected

The following BSI references
relate to the work on this
standard:

Committee reference RPI/1/14
Draft for comment 95/122097 DC
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