METHOD FOR
DETERMINATION OF THE
LINEAR DENSITY OF YARNS
FROM PACKAGES

B.S. 2010 : 1963

NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW
L]

L Uoclimant Sharing Bl
British Standards

Full document details: BS 2010:1963


http://www.avadocuments.com/doc/bs-2010-1963
http://www.avadocuments.com/doc/bs-2010-1963

B.S. 2010 : 1963

THis BRITiSH STANDARD, having been approved by the
Textile Divisional Council, was published under the
authority of the General Council on 31st December 1963.

First published August, 1953.
First revision December, 1963.

The Institution desires to call attention to the fact that this
British Standard does not purport to include all the necessary
provisions of a contract.

In order to keep abreast of progress in the industries
concerned, British Standards are subject to periodical review.
Suggestions for improvements will be recorded and in due
course brought to the notice of the committees charged with
the revision of the standards to which they refer.

A complete list of British Standards, numbering over 4000,
indexed and cross-indexed for reference, together with an
abstract of each standard, will be found in the Institution’s
Yearbook, price 15s.

This standard makes reference to the following British
Standards:

B.S. 947. Yarn count systems and their conversions.
B.S. 1051. Moisture in textile materials.
B.S. 2825. Removal of added matter from textiles.

British Standards are revised, when necessary, by the issue
either of amendment slips or of revised editions. It is important
that users of British Standards should ascertain that they are
in possession of the latest amendments or editions.

The following B.S.I. references relate to the work on this standard :
Committee reference T/-/8 Draft for comment D62/10792
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AMD 1910

Amendment Slip No.1, published 27 February 1976
to BS 2010 : 1963

Method for determination of the linear
density of yarns from packages

Revised text

Clause 6¢. Reeling of test skeins. After the second sentence insert the
following:

‘For yarns which have a high tex value and a commensurately low twist,
which in combination bring about a highly extensible yarn at the standard
skein gauge tension, employ a lower skein gauge tension of 0.2 g/wrap/unit
of linear density expressed in tex units, i.e. a load equivalent to the weight
of 10 = I km of the yarn ([10 £ 1 g] x [nominal or approximate linear
density of the yarn expressed in tex units]).’

Clause 8. Report. Insert the following:

‘(v) the tension used to reel the test skein.’

Gro Documents

Document Sharing Hub

Full document details: BS 2010:1963


http://www.avadocuments.com/doc/bs-2010-1963
http://www.avadocuments.com/doc/bs-2010-1963

Documents

Document Sharing Hub

Full document details: BS 2010:1963


http://www.avadocuments.com/doc/bs-2010-1963
http://www.avadocuments.com/doc/bs-2010-1963

B.S. 2010 : 1963

CO-OPERATING ORGANIZATIONS

The Textile Divisional Council, under whose super-
vision this British Standard was prepared, consists of
representatives from the following Government depart-
ments and scientific and industrial organizations:

Admiralty
Board of Trade
British Railways Board
Cotton Industry Standards Committee
Jute Industry Standards Committee
Linen Industry Standards Committee
London Transport Board
Man-made Fibres Industry Standards Committee
Silk Industry Standards Committee
*Society of Dyers and Colourists
*Textile Institute
Textile Machinery Industry Standards Committee
Trades Union Congress
War Office
Wool Industry Standards Committee

The organizations marked with an asterisk in the above
list, together with the following, were directly repre-
sented on the Committee entrusted with the prepara-
tion of this British Standard:

British Jute Trade Research Association

British Launderers® Research Association

British Man-made Fibres Federation

Commonwealth Joint Services Committee (Clothing
and General Stores)

Cotton, Silk and Man-made Fibres Research Association

Hosiery and Allied Trades Research Association

International Federation of Cotton and Allied Textile
Industries

Linen Industry Research Association

Wool Industries Research Association
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