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B.S. 24 : Part 2 1956 . e, T
Tits BRITISH STANDARD, having been approved’by the Iron
and Steel Industry Standards Committee and endorsed by the
" Chairman of the- Engineering Divisional Council, was pub-.
lished under the authority of tie General Council on 18th -
December, 1956, | L - 2

First published, August, 1906
First revision, June, 1907
Second revision, December, 1911
Third revision, March, 1921
Fourth revision, December, 1928
Fifth revision, January, 1942
Sixth revision, December, 1956 -

The Institution desires to call attention to the fact that this
British Standard does not purport to include ail the necessary
provisions of a contract,

In order to keep abreast of progress in the industries con-
cerned, British Standards are subject to periodical review.
JjSuggcsu'on.«s for improvements will be recorded and.in due
“course brought to the notice of the committces charged with
the revision of the standards to which they refer.

A complete list of British Standards, numbering over 5000,
indexed and cross-indexed for reference, together with an
abstract of cach standard, will ‘be found in the Institution's
Yearbook, price 20s. E )

This standard makes refeience to the following British .
Standards :— . - :
B.S. 18. Tensile testing of metals.

B.S. 350. Conversion factors and tables.

B.S. 1121, Methods for the analysis of iron and steel.

British Standards are revised, when necessary, by the issue either
of amendment slips or of revised editions. It is impartant that
users of British Standards should ascertain that they are in
Possession of the latest amendments or editions.

“The fellowing B.S.1. references relate 1o the work on this standard :—
Committee reference ISE/31 Draft for comment CV(ISE)3365
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. Scope

SECTION ONE: LOCOMOTIVE TYRES

. Steelmaking process

. Chemical composition
~ Manufacture

. Freedom from defects

. Margins of manufacture
Marking and identification
Heat trecatment

. Selection for {est

10. Falling weight test

Ll. Tensile test

12, Retests -

[3. Inspection

14, Testing Facililies
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SECTION TWO : CARRIAGE AND WAGON TYRES

15, Steelmaking process
16, Chemical composition
- 17. Manufacture

18. Freedom from defects
19. Margins of manufacture -
20. Marking and identification
21. Hcal treatment
22. Sclection for test
23, Fulling weight test

«. 24, Tensile test

© 25, Retesls

26. Inspection
27, Testing facilitics

APPENDIX

_ Standard proportional round tensile test
piece, gauge length 4 1/A
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