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AN . AMD 6771
.. o= Amendment No. 1
“' = published and effective from 1 April 1992

to BS 2543 : 1991

Specification for woven and knitted fabrics for
upholstery

Revised text

AMD 6771 Table 1. Flat woven fabrics
In column 3, against 'Method of test', delete 'BS 4303' and substitute 'BS 43032)',

Insert the following additional footnote to table 1.

12) Median peak result.'
AMD 6771 Table 2. Woven pile fabrics
April 1992
In the heading to column 10 of table 2, delete 'wet and dry specimens'.
In column 3, against 'Method of test', delete 'BS 4303' and substitute 'BS 43032)'.
Insert the following additional footnote to table 2.
2) Median peak result.'
AMD 6771 Table 4. Flocked pile fabrics
April 1992
In the heading to column 8 of table 4, after 'rating', insert 'wet and dry specimens'.
In column 3, against 'Method of test', delete 'BS 4303' and substitute 'BS 43033)".
Insert the following additional footnote to table 4.
'3) Median peak result.'
AMD 6771 Table 6. Additional properties for fabrics suitable for removable, cleanable
April 1992 covers
Insert the following additional requirement for colour fastness.
Property to be assessed | Method of test | Requirements
Colour fastness to:
Dry cleaning BS 1006, section DO1 4
AMD 6771 Appendix E. Method of test for colour fastness to water
April 1992

Delete the text entirely and substitute the following.

'Carry out the test in accordance with the procedure
given in BS 1006, section EO1, using multifibre strip DW
except that instead of placing the specimen between the
two adjacent fabrics, cover the 'use surface' only of the
specimen with the multifibre strip.'

9204-0-0.6k-B TCM/6
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2 ¥ a
9 4 - ! Amendment No. 2 AMD 7646
A published and effective from 15 May 1993
ELAV WA B |, BS 2543 : 1991
Specification for woven and knitted fabrics for
upholstery
Revised text
AMD 7646 Clause 2. Definitions
May 1993
Insert the following additional definition.
'2.4 thread
A textile yarn, either single or resulting from twisting together two or more single or
folded yarns.'
AMD 7646 Table 6. Additional properties for fabrics suitable for removable,
May 1993 cleanable covers (as amended by Amendment No.1)
In column 2, in the entry for dimensional change on dry cleaning, delete 'BS 4691 :
Part 12)' and substitute 'BS 4961 : Part 12y,
AMD 7646 Appendix F. Guidelines for assessing and regorting the results of tests
May 1993 for resistance to abrasion as given in tables 2 to 5
In example (1) of paragraph 5 dclete 'Three or more yarns broken' and substitute
'Three or more threads broken'.
Documents
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