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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Iron and Steel
Standards Committee (ISM/-) to Technical Committee ISM/6, upon which the
following bodies were represented:

Associated Offices Technical Committee

BEAMA Litd.

British Gas Corporation

British Railways Board

British Steel Industry

British Valve Manufacturers’ Association Ltd.
Electricity Supply Industry in England and Wales
Engineering Equipment and Materials Users’ Association
Institute of British Foundrymen

Institution of Mechanical Engineers

Lloyds Register of Shipping

Ministry of Defence

Process Plant Association

Steel Casting Research and Trade Association

This British Standard, having
been prepared under the
direction of the Iron and

Steel Standards Committee,
was published under the
authority of the Board of BSI
and comes into effect on

30 January 1987

© BSI 12-1999 Amendments issued since publication

First published February 1957 Amd. No. Date of issue Comments
First revision January 1987

The following BSI references
relate to the work on this
standard:

Committee reference ISM/6
Draft for comment 84/42266 DC
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Appendix A Information to be supplied by the purchaser

Table 1 — Chemical composition
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Table 2 — Mechanical properties
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