BRITISH STANDARD

Methods of testing

Plastics —

Part 1: Thermal properties —

Method 131B: Determination of
extensibility after heat ageing of
flexible polyvinyl chloride sheet

IMPORTANT NOTE. Before reading this method it is essential to read [BS 2782-0,
issued separately.
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A British Standard does not purport to include all the necessary provisions of
a contract. Users of British Standards are responsible for their correct
application.

Compliance with a British Standard does not of itself confer immunity
from legal obligations.
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Amd. No. Date of issue Comments

The following BSI references
relate to the work on this
standard:

Committee reference PLC/40
Draft (reference 82/53325)
announced in BSI News
September 1982
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