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British Standard Methods of testing

Plastics

Part 10. Glass reinforced plastics

Method 1004. Standard atmospheres for
conditioning and testing

Méthodes d’essai des matiéres plastiques
Partie 10. Matiéres plastiques renforcées au verre textile
Méthode 1004. Atmosphéres normales pour le conditionnement et les essais

Prifmethoden fir Kunststoffe
Teil 10. Glasfaserverstiarkte Kunststoffe
Methode 1004. Normalklima fir Vorbehandlung und Prifung

IMPORTANT NOTE. Before reading this method it is essential to read the foreword, general introduction and instructions to BS 2782,
issued separately.

Attention is drawn to the information in ‘National appendix A’ (see inside back cover).

This European Standard EN 62 was given, as from 31 August 1977, the status of a British Standard.
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English version

Glass reinforced plastics.
Standard atmospheres for conditioning and testing

Matiéres plastiques renforcées au verre textile. Glasfaserverstarkte Kunststoffe.
Atmospheéres normales pour le conditionnement Normalklima fiir Vorbehandlung und Prifung
et les essais

This European Standard was accepted by CEN on 1977-03-31. The CEN members are bound to adhere to the CEN
Internal Regulations which specify under which conditions this European Standard has to be given, without any alteration,
the status of a national standard.

Up-to-date lists and bibliographical references concerning such national standards may be obtained on application to the
CEN Central Secretariat or to any CEN member.

This European Standard exists in three versions (English, French, German), recognized by CEN as equivalent.

National versions in other languages rank as translations and in case of doubt shal! be checked against one of the
recognized versions.

CEN members are the national standards organizations of Austria, Belgium, Denmark, Finland, France, Germany, lreland,
Italy, Netherlands, Norway, Portugal, Spain, Sweden, Switzerland and United Kingdom.

European Committee for Standardization
Comité Européen de Normalisation
Europaisches Komitee fur Normung

Central Secretariat: Rue de Bréderode, 2, B-1000 Brussels
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