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British Standard Methods of testing

Plastics

Part 11. Thermoplastics pipes, fittings and valves

Method 1102A. Longitudinal reversion of pipes :
immersion bath method

Méthodes d'essai des matiéres plastiques
Partie 11. Canalisations, accessoires et vannes thermoplastiques
Méthode 1102A. Inversion longitudinale des canalisations: méthode a bain d'immersion

Prifverfahren fur Kunststoffe
Teil 11. Thermoplastische Rohre, Armaturen und Ventile
Verfahren 1 102A. Langsumkehr von Rohren: Tauchbadverfahren
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