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National foreword

This method of BS 2782-4 has been prepared by Technical Committee PRI/21, 
and is identical with ISO 4581:1994 Plastics — Styrene/acrylonitrile 
copolymers — Determination of residual acrylonitrile monomer content — Gas 
chromatography method. 

NOTE International and European Standards, as well as overseas standards, are available from 
Customer Services, BSI, 389 Chiswick High Road, London, W4 4AL.

A British Standard does not purport to include all the necessary provisions of a 
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

Cross-reference

International Standard Corresponding British Standard

ISO 2561:1974 BS 2782 Methods of testing plastics 
Part 4 Chemical properties
Method 453A:1978 Determination of residual styrene 
monomer in polystyrene by gas chromatography
(Identical)

Summary of pages
This document comprises a front cover, an inside front cover, pages i and ii, 
pages 1 to 6, an inside back cover and a back cover.
This standard has been updated (see copyright date) and may have had 
amendments incorporated. This will be indicated in the amendment table on the 
inside front cover.
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