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Methods of testing

Plastics —

Part 5: Optical and colour properties, 
weathering —

Method 531A: Determination of 
refractive index of transparent plastics

IMPORTANT NOTE. Before reading this method it is essential to read
BS 2782-0, Introduction, issued separately.
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British Steel Industry
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Equipment Industries)
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