BRITISH STANDARD BS 2782-6:
Method 620E:

1980
ISO 1675:1975

Methods of testing

Plastics —

Part 6: Dimensional properties —

Method 620E: Determination of density
of liquid resins by the pycnometer
method

[ISO title: Plastics — Liquid resins — Determination of density by
the pyknometer method]

IMPORTANT NOTE. Before reading this method it is essential to read the foreword, general
introduction and instructions to BS 2782, issued separately.
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This British Standard, having
been prepared under the
direction of the Plastics
Standards Committee, was
published under the authority
of the Executive Board and

comes into effect on Amendments issued since publication
31 March 1980
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The following BSI references
relate to the work on this
standard:

Committee reference PLC/17
Draft for comment 78/52856 DC
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