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Enquiry Case 2790/4 : August 1983 A
to BS 2790 ; 1982 o

Enquiry Case 2790/4

Attachment of plain bar stays

Enquiry

It is noted that a requirement for a maximum unwelded land of 3 mm is included in figure 3.8.2 (5}{a}. This requirement
is not in the 1960 edition of BS 2790 : Part 1 and it has the effect of fixing the tube plate thickness at {0.350 + 3) mm
which results in fabrication problems, particularly with thick tube plates. Can the committee reconsider this requirement?

Reply

The committee has given further consideration to this matter and it has concluded that since the dimension 0.350 for
the dapth of the weld ensures adequate shear strength the limitation on the depth of unwelded land is not necessary.

It is intended to amend the standard by deleting the 3 mm dimension from figure 3.8.2(5)(a).

To clarify the intent, the caption to figure 3.8.2(5) will be amended to read ‘Attachment of firebox and reversal chamber
stays’ and a note will be added to figure 3.8.2{5){a) to read This form of attachment is also suitable for plain bar stays.’
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