BRITISH STANDARD BS 2863:1984
ISO 7211-3:
1984

Method for

Determination of crimp

of yarn in fabric —

[ISO title: Textiles — Woven fabrics —

Construction — Methods of analysis —

Part 3: Determination of crimp of yarn

in fabric]
. e @
LAY S =
e, e

NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW
Y\ W

Document Sharing Hub

Full document details: BS 2863:1984


http://www.avadocuments.com/doc/bs-2863-1984
http://www.avadocuments.com/doc/bs-2863-1984

BS 2863:1984

Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Fibres, Yarns,
Fabrics and Production Standards Committee (FBM/-) to Technical Committee
FBM/11 upon which the following bodies were represented:

British Clothing Industry Association

British Retailers’ Association

British Textile Employers’ Association

Central Council of the Irish Linen Industry
Confederation of British Wool Textiles Limited
Consumer Standards Advisory Committee of BSI

Department of Trade and Industry (Chemicals, Textiles, Paper and
Miscellaneous Division)

Furnishing Fabrics Association

Institute of Trading Standards Administration
International Wool Secretariat

Knitting Industries’ Federation Ltd.

Mail Order Traders’ Association of Great Britain
Man-made Fibres Producers’ Committee
Manchester Testing House

Ministry of Defence

Society of Dyers and Colourists

Textile Distributors’ Association

Textile Institute

Textile Research Council

Coopted members

This British Standard, having
been prepared under the direction
of the Fibres, Yarns, Fabrics and
Production Standards Committee,
was published under the authority
of the Board of BSI and comes
into effect on

28 September 1984

© BSI 06-1999
First published July 1957 Amendments issued since publication

First revision July 1972 -
Second revision September 1984 Amd. No. Date of issue Comments

The following BSI references
relate to the work on this
standard:

Committee reference FBM/11
Draft for comment 82/37515 DC

ISBN 0 580 14017 2 __ Documents

Document Sharing Hub

Full document details: BS 2863:1984


http://www.avadocuments.com/doc/bs-2863-1984
http://www.avadocuments.com/doc/bs-2863-1984

BS 2863:1984

Contents

Committees responsible

National foreword

Page
Inside front cover
i1

© 00 3 O U x W N+ O

—_
o

Introduction

Scope and field of application
Reference

Definitions

Principle

Apparatus

Conditioning and testing atmosphere
Test specimens

Procedure

Calculation and expression of results
Test report

Annex Straightening tensions

Table — Straightening tensions

WIWIN NN =

Publications referred to

Inside back cover

Documents

© BSI 06-1999

Full document details: BS 2863:1984

Document Sharing H%Ib


http://www.avadocuments.com/doc/bs-2863-1984
http://www.avadocuments.com/doc/bs-2863-1984

